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ST&H CORPORATION

1290—4 Jwa3dong, Hasundaegu, Busan, Korea
Tel : 82,51.7444680 (5 ling) Fax : 82.51.7444670

WEHST M= MYAMHHE
P/O NO. RAW MATERIAL CERTIFICATE NO
BSC 2010-222 (PSJ5724) MADE FROM SEAMLESS PIPE QA100724-02
M= HAAE S| HUR|H AL B hR) 2 AL EHE|
Spec. for Material Spec. for Inspection Surface & Dimension N.D.E HEAT TREATMENT
ASTM A234-05/ASME SA234-05 WPB .
NACE MR-0175 ASME B16.9 GOOD MT.G0.0D NORMALIZED {850CX0.5HR)
3t s A £ ol BHAlE  2IAH _ ne A
HEHS CHEMICAL COMPOSITION (%) Tensile Test  Bending|E 2 B|BEAE[SAME| L o
STD STAMP v PTTSTEL TRA | Test [|FlatteningHardnesy Impactj ;. - C.E
NG, C|si(Mn|P |8 | Cr|Mo| N [CuflV [No Ny oolupa 9 e | O Test [Test(HB)| Test Test
~2rl MIN 0.10{0.29 240 | 415 | 22
SPEC =
QTY| MAX [o0.30 1.06{0.05[0.05810.40}0.15]0.40|0.40|0.08 655 197
ECC RED 8TD
0.18|0.26|0.42)0.01 |0.0080.015/0.01 |0.01 [0.012{ 0.01 300 | 450 | 3t <197 0.26
10" X 6" | 5 | 03651
ECC RED STD
0.2 | 0.2 |0.52|0.0050.004] 0.05]0.01|0.03|0.05|0.01 335 | 515 | 31 <197 0.31
10" X 8" | 5 [03651H
ECC RED STD
0.19|0.26]c.51 lo.011|0.009 ¢.04 | 0.01 jo.016[0.0085{ 0.01 305 | 490 | 32 <197 0.29
12" X 6" | 5 | 03795
ECC RED STD 0.2 |c.24|0.420.019lc.004c.029( 0.01 | 0.01 [0.005| 0.01 280 | 455 | 30 0.28
12" X 8" | 5 |03808H
ECC RED STD 0.2 |0.24]0.42|0.019l0.00240.029| 0.01 | 0.01 J0.008{ 0.01 280 | 455 | 30 0.28
12" X 10 | 5 [o3s0sH

We heraby certify that the material herein has

been made and tested in accordance with the

above specification and also with the

raguirements called for by the abocve order.

QUALITY INSPECTED AND SUPPLY BY ST&H CORP

MANUFACTURED BY PUSAN COUPLING CO.LTD

1MPa = 145.037 psi
1MPa = 0.145037 ksi
1psi = 0.00689 MPa
1ksi = 6.89476 MPa

C.E.=C+Mn/6+(Cr+Mo+V)/5+(Ni+Cu)/15
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PUSAN COUPLING CO.,LTD



