DATE OF ISSUE UL 24 2010 INSPECTION CERTIFICATE S o e, susan. ks

CUSTOMER Brownsville Steel City LLC

(EN 10204:2004 3.1) Tel: 82.51.7444680 (5 line) Fax : 82.51.7444670
UFEHS M E HEHMHSE
F/O NO. RAW MATERIAL CERTIFICATE NO
BSC 2010-222 (PS5724) MADE FROM SEAMLESS PIPE QA100724-02
META HARE QMR A o) =2 & At = Ha)
Spec. for Material Spec. for Inspection Surface & Dimension N.D.E HEAT TREATMENT
ASTM A234-05/ASME SA234-05 WPB ASME B16.9 GOOD MT:GOOD NORMALIZED (850 X0.5HR)
st &% A g ol Z Al E  ZBAIY ] ] BEERE
REHE CHEMICAL COMPOSITION (%) Tensile Test  Bending|EEAE[BEA-BAME| 4o
STD STAMP Y_PI7-5T EL [ BA | Test Flattenin{Hardnesqy Impact atic C.E
i i Te
NO. c|lsi|Mn]P| S| Cr|Mo] N |CujV |[Nb|N mpalmPal 1) 1) | O st |Test(HB)] Test Test
z= MIN 0.10]0.29 240 | 415 22
SPEC g
Q'TY} MAX |c.30 1.06|0.050.058 0.40|0.15}0.40]|0.40| 0.08 655 197
ECC RED STD ‘
0.19]10.21(0.420.013]0.0160.064| 0.01 [0.041}0.086/ 0.01 319 | 467 25 <197 0.22
6" X 3" | 5 |03151N
ECC RED STD )
0.2 10.21]0.54]0.01 (0.01110.015/0.01 [0.6120.012] 0.01 320 | 482 30 <197 0.30
&' X 4' | 10 |0315ON
ECC RED STD
0.2310.21]0.52(0.006]0.007] 0.0610.05|0.040.05]|0.01 330 [ 510 31 <187 0.35
8" X 4" | 10 |03435H
ECC RED STD 0.23|0.21]0.520.008/0.007] 0.06 | 0.05 | 0.04 | 0.05|0.01 330 | 510 | 31 <197 0.35
8" X 6" 1 10 [c3435H
ECC RED STD 0.2 | 0.2 |0.52}0.008/0.004 0.05 |0.01 [0.03|0.05|c 01 335 | 515 | 31 <197 0.31
10" X 4" | 5 |osssiH
We hereby certify that the material herein has 1MPa =145.037 psi z 3 2 =2 2
been made and tested In accordance with the 1MPa =0.145037 ksi QUALITY ASSURANGE DEP'T
above specification and also with the Ipsi = 0.00689 MPa @& b =D
requirements called for by the above order. lksi = 6.89476 MPa -
L g &
QUALITY INSPECTED AND SUPPLY BY 3T&H CORP CE. C+Mn/6+(Cr+Mo+V)/5+(N|+Cu)/1 5 i ﬁ
MANUFACTURED BY PUSAN COUPLING CO.LTD B.J. KIM / Q.A -GENERAL MANAGER

AT QMS-8102-11 PUSAN COUPLING CO.,LTD



