A ASSUe L2200 INSPECTION CERTIFICATE S O o e, susa. korea

CUSTOMER Brownsville Steel City LLC

(EN 10204:2004 3.1) Tel : 82.51.7444680 (5 line) Fax - 82.51. 7444670
SRS HA = M MHT
P/O NQ. RAW MATERIAL CERTIFICATE NO
BSC 2010-222 (PSJ5724) MADE FROM SEAMLESS PIPE QA100724-02
MErE A=A o ol x| = H A} H| ko) H AL S He|
Spec. for Material Spec. for inspection Surface & Dimension N.D.E HEAT TREATMENT
ASTM A234-05/ASME SA234-05 WFB .
NACE MR-0175 ASME B16.9 GOOD IVIT.GO'OD NORBMALIZED (850°CX0.5HR)
3} &t A g Ol AHAl Y  2IAIH § . A
JETTE ] CHEMICAL COMPOSITION (%) Tensile Test  Bending|B R A B[BEABSAME oot
STD STAMP Y—P1T-S | EL_TRA | Test FlatteninfHardnesd Impact atic C.E
i i Test Test
NO. | C | Si|Mn| P | S [CrMojN |Cul V [No N oufyon @) [ | O est [Test(HB) Test
Ea MIN D.1010.29 240 | 415 22
SPEC *E
Q'TY| MAX [0.30 1.06|0.05 j0.058 0.4010.15|0.40|0.40|0.08 655 197
CON RED XH
0.2 10.22)0.5210.01 [0.C06 0.05[0.001] 0.03| 0.06|0.01 330 | 500 33 <197 0.30
2" x11/2" | 10 [01439N
CON RED XH
0.2 10.31]0.43 0.005r0.002 0.01]0.01|0.01|0.07(0.01 310 | 465 30 <197 0.28
3" X 1" | 5 ] 02159
CON RED XH
0.2110.25]10.58{0.018|0.006 0.02]0.01 |0.02| 0.05]0.01 330 | 470 30 <197 0.34
3" x11/2" | 5 [02159N
CON RED XH 0.21|0.25|0.58 0.018’0.006 0.09|0.01 [0.08]0.05]0.01 330 | 470 | 30 <107 0.34
3" %2 | 10 |02159N
CON RED XH 0.2 |0.31|0.230.008l0.004 0.01 | c.01 |0.01 | 0.07| 0.01 310 | 465 | 30 <197 0.28
3" xz1/2 | 5 | 02169
We hereby certify that the material herein has 1MPa =145.037 psi =z 5 2 2 &
peen made and tested in accordance with the 1MPa = 0.145037 ksi QUALITY ASSURANCE DEP'T
abeve specification and also with the 1psi = 0.00689 MPa WE b=
requirements called for by the above order. lksi = 6.89476 MPa -
etk % R
QUALITY INSPECTED AND SUPPLY BY ST&H CORP CE =C+Mn/6+(Cr+Mo+V’)/5+(Ni+Cu)/1 5
MANUFACTURED BY PUSAN COUPLING CO.LTD T B.J. KIM/ QA —GENERAL MANAG

LAHT  QMS-8102-11 PUSAN COUPLING CO.,LTD



