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CUSTOMER BROWNSVILLE

(EN 10204:2004 3.1) Tel : 82.51.7444680 (5 line) Fax : 82.51.7444670
ghIHS AN = HHMHS
P/O NO. RAW MATERIAL CERTIFICATE NO
BSC 2011-232(PSJ6425) MADE FROM SEAMLESS PIPE QA110808-02
MEH HAAA QYR F=H A SRz PN A X2
Spec. for Material Spec. for Inspection Surface & Dimension N.D.E HEAT TREATMENT
ASTM A234-07/ASME SA234-07 WPB ASME B16.9 GOOD MT:GOOD 620 ~ 980C
s & &4 &2 elatAd  2IME] L [FeE
HEHS CHEMICAL COMPOSITION (%) Tensile Test  honging | B BA B[R EAE |BANE|
STD 9] . ydrost
STAMP Vo PTTSTEL TRA | Test | latteningHardnesg Impact | .- CE
i i Test Test ;
NO. C|l Si{Mn| P S | Cr{Moj| N |[Cul| V [Nb (N MPA | MPAL (%) | (%) 0 st |Test(HB)| Tes Test
22t MIN 0.10]0.29 240 | 415 | 22
SPEC
QTY| MAX 0.30 1.060.05(0.058/0.40[0.15]0.40]0.400.08 655 197
LR 45D ELBOW STD
0.1910.2310.53]0.009|0.006}0.023]0.02 10.009(0.013] 0.01 325 | 490 31 <197 0.29
18" 5 03818
LR 45D ELBOW STD
0.1910.2410.4310.012/0.023[0.038/0.01[0.02}0.01]0.01 255 | 470 30 <197 0.28
21( 200 01181
LR 45D ELBOW STD
0.1710.2210.5310.012{0.007/0.014{0.009{ 0.01]0.015] 0.01 315 | 500 31 <197 0.27
3 | 200 | 01596R
LR 45D ELBOW STD 0.18{0.25(0.5510.01]0.01]0.04}0.01{0.04}0.17(0.01 355 | 490 35 <197 0.30
LR 45D ELBOW STD 0.18]0.21 |0.530.011]0.008]0.011]0.01 [0.011[0.011| 0.01 315 | 510 | 31 <197 0.28
4" 198 | 002002r
We hereby certify that the material herein has 1MPa = 145.037 psi z &5 5 =z =
been made and tested in accordance with the 1MPEZO~145(?37 ksi QUALITY ASSURANCE DEP'T
above specification and also with the Ipsi = 0.0068% MPa @ 4 b o =3
requirements called for by the above order. 1ksi = 6.89476 MPa : =

QUALITY INSPECTED AND SUPPLY BY ST&H CORP _ |
MANUFACTURED BY PUSAN COUPLING CO.LTD  C-E-=CHMN/B+(CreMo+V)/5+(N+Cu)/15 B.J KIM/ QA —GENERAL MANAG

QMS-8102-11 PUSAN COUPLING CO.,LTD




