CERTIFICATE OF INSPECTION & TEST (en 10204 3.1)

Certificate No.
Customer
Contract No.

MJwgga7
PLESA ANAHUAC Y CIAS.. SAA. DEC.V
20100

Date : MAR. 12. 2015

Spec. For Material ASTM/ASME A/SA105-11a. NACE MR0175/ISO 15156-2009

Heat Treatment

|AA150TA3
|AA150SR3
AA30D0SR?
AA300WRSTD2
AA300WRS02
|AA150TR2
AA150WRB02
|AA150SR2
AA150BR3
AA150BR4

Heat No./
Batch No.

AB8466
488490

REMARK

Max

AS FORGED

ITEM / SIZE

150L8S TH RF 3"
150LBS SO RF 3"
300LBS SO RF 2"
300LBS WN RF STD 2"
300LBS WN RF S80 2"
150LBS TH RF 2"
150LBS WN RF S80 2"
150LBS SO RF 2"
150LBS BL RF 3"

150L8S BL RF 4"

1 0.184

| Y | gaten No.

1100 4884667 |

300 4B8466
100 '4BB466
50 4B8466

| 30 |4B8466,
100 4B8466 '

100 4B8466
| 500 488466
50 488490
50 |4B8490

Chemtcal Composmon (%} -

e

We hereby certify that the material herein has been made and tested in accordance

with the above specification and also with the requirements called for by the above order.

ST-801-14-01

Heat No./ |

ST&H CORPORATION

74, Jwadongsunhwan r0. Haeundae-gu. Busan, Korea
Tel : +82.51.744-4680(5 line) Fax :
E-mail :gm@stnhcorp.com

Certified to 1ISO9001:2008. ISO14001:2004.PEDS7/23/EC by LAQA

Dlmensmnal nnsoectlon ASME B16.5 - 2013
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| Slze of Tes!
Specimen
D | GL
mm | mm
125 | 50.0 |
125 500 |
125 50.0 |
125  50.0
12,5 50.0
125 50.0
125 50.0
125 50.0
125  50.0

| 125 50.0 |
125 500

Cu

v

0.120 [ 0.400 | 0.080 |

C | Si | Mn Ni [ Cr | Mo
1 0.350 | 0.350 | 1.050 | 0.035 | ooao 0.400 | 0.300 |

Min 1 0.100 | 0.600 | | | ‘
10.186 0.234 0.880 0.023 0.007 0.010 0.034 0002 0.013 0.002

0.226  0.900 0.018 0.007 0.010 0.026 0.002 0.014 0.002
BLANK

| Max
| Min | 250

Tensnon Tesl _
[YS[TS]EL[RA
|MPa MPa| % | %

/0

| 485 |22.0/30.0
306 496 35 66
306 496 35 66
(306 496 35 66
1306 496 35 66
306 496 35 66
306 496 35 66
306 496 35 66

—f—
‘ |
i

1306 496 35 66 |
‘31? 500 32 60 |
312 500 32 60 |

JESR

Witnessed by / H. J. LEE

Hardness

Test
(HB)

[ 142
| 142

142

142

142

| 142

142
142
142

142

187

147

147

147 |

+82.51.744-4670

Ce

RPS 050308 01

Charpy Impa_ct Test

(10X10mm Spemmen SIZBJ

Indiv. | Ave.

Test Result (J)

147 |
147 |

147
147
147
145
145

? ¥ ( O l>“
Managermrﬂept /JW. PARK |
ST&H CORPORATION

Notch

w Ave.(J)

Tem;). f

|




