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s - _ CONTROL DE CALIDAD
TCPW1E080 ' Mill Test Report %
Commodi . STAINLESS STEEL WELDED PIPE Customer  ° - . .
i ey o OG-
Shipper b FECHA
PP : 951 !
Specification  : ASTM A312-2008/ASME SA312-2004 Destination . B ]
- - M__E:EE—"‘—‘""—"* - :
JASTM A395-2004A | FIRMA ' i
Grade : TP316/316L CmomerO:ﬂ:Q@ES" WNO o002
Supply Condition: ANNEALED AND PICKLED _ Factory OM  :QAJ2JB172 “pate  : 20086725 “INVOICENo : QAD2JP0422
ftem Case No© Heat No. Size Quantty|Weight Chemical Comgostion in %
No. {Crate Nc.) Metd Sourcel (Fes) 1(Kgs) | € | Si | Mn | P | S Ni | Cr Mo | N
01 jon? - [1ses2 1" SCHADS 2075 4%} 50 _ 0.022 {0580 {1120 0028 10.063 §10.19 |16.72012.090 0.015
D2 |818,013,020,3 A1802483 3 SCHADS 2615.1M) 40 0.022 10418 |1.222 [0.025 o002 [10.09 [16.700 | 2.001 [0.035
03 s 71218 & SCH40S 201(5.1%) 1 0.023 |0.380 |1.780 |0.030 0.092 |10.10 [17.300]2.030 [0.049
D4 022,083,040 72074A & SCH4CS 207611 18 0.022 0380 [1.210 0.028 |0.001 {10.10 [17.200 '2.040 10.035
| Total 110 _ Y
Tensile Test (Gage Lth x WLth=50mm x 12.5mm '
ftem ;e;::f‘[{za ,age_l X 125mm ‘Hardness Bend R Dimesion |
2% Yield | Tensile ] Test Fuserisp Treaoment sl MERCLRY FR
No. | Stengh | Swength Fiongation| ure | Test | T reR. | Swhe Tt & e
PSl PSI % of Conditon B 2 EDDY CRRENT TEST: OK.
1} 33200 82700 | 57.00 75.02 0K 1980 oK 2500
3. ASTMASE.OK.
02 4140C 85506 | 57.00 78.00 oK 1960 oK . 1800
: 4. NACE MRO175-03
03 | 44900 87100 | 51.00 80.0% oK 1980 oK 1300
Ui 33200 81300 | 58.00 7600 (014 1850 oK 1300
Manager of Inspaction Section/George Yang




