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PROJECT NAME:  NA DIN 50049 3.1/ EN 10204 3.1 /1SO 10474 3.1 + FAX: 820513300335,
: S http:/www.skbend.com
PURCHESE ORDERNO. | C 078 614899 800 SPEC. FOR MATERIAL ASTWASME A/SA03WP316/316L-W 07/07ED CERTIFICATE NO, QCLA2010090384 -
PIT NO. N/A | SPEC.FORINSPECTION | ASME B16.9 '| DATE OF ISSUE | 20100944 it N
STARTING MATERIAL EF.WPIPE 1 SKB NO. 2010042904 . |VISUAL & DIMENSION | SATISFAGTORY .
N0 | SEQULINEATEM NO DESCRIPTION » ary - HEATNG, MEG ID NO. _PORICODETAGNO
7 i 90D ELBOW SHORT * 5408 2172 BWWELDED . SUS 0 D0903651 D0903551 B T
6 90D ELBOW SHORT . 5405 & BWWELDED  SUS 5 D0515751 .. 00515751 . |
- CHEMICAL COMPOSTTION(%) (L ; LADLE P - PRODUGT. o TewsueTesT
AN : ) ' o : YS02%offeet] - TS
. SPEC. C Si Mn P S Ni Cr Mo Cu ¥ Nb . N Al ;] W S . N T s T
: ot ‘ S o KSI KS! 4
MIN : 10.00 | 1600 | 200 300 750 ;
) MAX | 0030 | 100 | 200 | 45 | 0030 | 1400 | 1800 | 300 e
L_[00% | 057 | 102 | 002 ] 0002 | 1048 | 1674 | 202 425 8.6
DUS15754 - y
P . R
L | 008} 048 | 132 | 0029 | 0002 | 1010 | 18, ! 45 X
02503551 -~ A 0 0 865 | 202 ’ 456 825
SN JHPACT TEST TEST SIZEOF + ABSORBED ENERGY LATERAL EXPANSION 3 PERCENT SHEAR HARDNESS HRC - | SOLUTION TREATED. 1060°C: 20Min., "Waler".
STD.¢ S.¢ LTSI MIN | - ] . ) )
TEMP. | SPECMEN(mm) VALUE AVE. VALUE P Y AE | ax | 0 TNDE: NiA PHI_ [ NiA
BM HB | 149 mmtmne TEST | Nia "WENO
0515754 HAZ ' sennmevesr NA
WM , HYOROSTATIC TEST | NiA
o He | 149 'CORROSION TEST - | NiA
00303561 HAZ GRAIN SZE TEST - | Nia
WM 1. . f “HIC TEST NiA
- MATERIAL MEETS THE REQUIREMENTS OF NACE MRO175 & 0103,

o REVIEWED BY :
‘OWITNESSED BY

SKE-8¢03

WE CERTIFY THIS MATERIAL HAS asenumumcrunen AND EXAMINED IN ACCCRDAN .
REQUIREMENTS OF THE specmcmou AND THE RESULTS OF ALL EXAMINATION ARE ACCEPTABLE ~
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