CERTIFICADO DE PRUEBAS EN FABRICA
CERTIFICADO DE PRUEBAS EN FABRICA

Number / Nimero:

09028015

Page / Pagina:

1/6

Date / Dia: 21 May 2009

Customer / Cliente: PLESA ANAHUAC ¥ CIAS. SA DECV.

Customer’s Order ltem / Orden Cliente - Item:

Customer’s Reference / Ref. del Cliente:

Manufacturer’s Works Order N° / Confirmacion de Venta:

N/A N/A 122298/01
fManufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

API SPEC SL,OCTOBER 1, 2007

Standard or Specification / Normas o Especificaciones:

Steel Grade / Grado de acero:
B/X42-1.245/1.290 PSL1

Ends / Extremos:
NORMAL BEVEL
BISELADO NORMAL

Dimensions / Dimensiones: Schedute / Cédula: Length / Longitud: Quantity / Cantidad: 5 Pcs/Pz Nominal Weight / Peso Nominal:
16 X 0.5 INCH 040 19.69/21.33 FT 82.85 LBIFT
406.4 X 12.7 MM 6.00 / 6.50 MTS 123.31 KG/M

Specimen condition Specimen dimensions Test Y.S. u.T.s. Y.S/U.T.S] Elongation / Alargamiento
Heat N° | Sample N° | Condicion de ia probeta Dimensiones de la probeta temp | Eul 0.50 %. Req.
Colada N°f MuestraN°{ Ls | Sc | Type} Ori Size Area Temp. |Min: 290 Min: 415 Req. Max. Lo Min. Obt.
Tipo Tamafio Seccion | ensayo{Max: -~ {Max: -- -

mm mm2 °C MPa MPa inch % %
32873 17584 B | AM| Ss L 38.24 X 12.93 494 44 RT 320 488 0,66 2 295 43.0
42814 17588 B | AM]| Ss L 38.3 X 13.57 519,73 RT 333 491 0,68 2 29.8 440
43492 17590 B | AM| Ss L 38.25X:13.22 505,67 RT 328 477 0,69 2 29.7 43.0
99033 17592 B | AM| Ss L 38.3X12.60 48258 | RT 344 502 0,69 2 294 440

1B: Body / Cuérpo
- L; Longitudinal / Longitudinal

{Lo: Initial length / Longitud inicial -

JAM: As manufactured / Segun proceso de fabricacion -

Ls: Location of sample / Ubicacion de la muestra - on: Onentation 1 Orientacion

‘Max: Maximum / Maximo, Req. Max Required maximum / Maximo requendo B
Min: Minimum / Minimo

: Req: Requ;red / Requerido
Obt: Obtained/ Obtenido - -

. RT Room temperature/ Temperatura ambxeme

Sc: Specimen condition / Condicion de la probeta

Ss: Strip specimen / Muestra rect,angular

U.T.S: Ultimate tensile strength [ Resistencsa
.S Yield strength / Fivencia

. Th;s Certificate 1s issued by a computerized system and itis valtd wnh electronic signature. On the ongmal Certiticate the trade-mark green colored
"Tenaris” is stamped. In case the owner of the ongmal certificate would release a copy of if, he must attest its conformity to the original one takmg
: upon himself the responsnblllty for any unlawiul or nct allowed use. Any alteration andfor falsrhcatoon will be sub|ert9d 10 the law.

Tenaris color verde. En caso de que el poseedor del certificado- entregue una copia, debera garantizar la conformidad con el original haciéndose

Este certificado se emite mediante sistema computarizado y es validada con firma electronica.  El certificado original posee impreso el logo
responsable por cualquier uso ilegal o indebido. Cualquier alteracion y/o falsificacion estara sujeta a faley.
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CERTIFICADO DE PRUEBAS EN FABRICA

Number / Namero:

09028015

Page / Pagina:

2/6

Date / Dia: 21 May 2009

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DEC.V.

Customer’s Order item / Orden Cliente - ltem:

Customer’s Reference / Ref. del Cliente:

Manufacturer’s Works Order N° / Confirmacion de Venta:

N/A N/A 122298/01

[Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
lLAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
JStandard or Specification / Normas o Especificaciones: Steel Grade / Grado de acero: Ends / Extremos:

API SPEC 5L,OCTOBER 1, 2007 B/X42-1.245/L.290 PSL1 NORMAL BEVEL

‘ BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 5 Pcs/Pz Nominal Weight / Peso Nominal:
16 X 0.5 INCH 040 19.69/21.33 FT 82.85 LBIFT

406.4 X 12.7 MM 6.00/6.50 MTS 123.31 KG/M

_ Composition % / Composicion % -
X 100 X 1000 X 10000 X 100
climsifoelme]l sl PN v]icu]la]lsn]a]n] Ti]Jcal] B8] N |col]Col2Cat 3
H Max | 28 }120] -~ | 40| 15| 30 | 30 J4o0] 80 Ja00} -} -] - - -] -1 -1 -1 & }100] 15
Mn { -2y} -}t -{t~-1-1-11-1t-1r-1-r/r-tr-1-1r-1-7/1-1-%1%-1-=
HeatN® | SampleN° [P Max | 28 J120] —~ | 40 ] 15 ] 30 | 30 {400] 80 J400] - | -} -] -} -] -] -] ~] 6 J100] 15
Colada N°} Muestra N° Min - 29 10 - - - - - - - - - - - - - - - - -
32873 | 00001 A Tl ol Il olo el lel2lololololaolo]o]o0
32873 17584 P 198 2sfal27l 2 }15]3)o]e]20o]s)|2)]ofo}jnz]ofalol]wslo
32873 | 17585 P 18)65]20] 4 l28l21]16f30}o]lesf2o]|]s]2)]ofjo]iz]ojsafo]icsf o
42814 00001 H ) 7il28)] 6 |33]loal1ijso}ofwrfaal 7] 4a}bo}o}islolse}lo]2s]o
42814 | 17588 P w72l 2o e fzaf 21 ]0]ofiafoxs]efato]o]ofolss)ol]sl o
42814 17589 P | w}7alowe]e {33]16]11]s0) o0 ]1melaaf7|a)lo]lofmn]ol]se|o]s2]o0
43492 00001 H wler el 7 2 19l 9 la]lo}teslaa} 7] a]lo 4 b2t o1l o ]218]04
43492 17590 P 19 lerf2e | 7 2 26l w0)40fofses]2s]e sl ol slatlof7i] o f218]os}
43492 | 17591 P 196720} 7] 2]23}w}afole]aaz}]se]szjo]ls)ar]o]7] of218]os
99033 | 00001 H 198 ) 18] 9 5 |22y 10ta} ofaze| v} 7} a4t ofo]ez]o]7t] ojs2o0
99033 | 17592 P 21181 ] 18] 9 }|s52133)10})4)] 0o}]ize] 6] 6 3fo}o}1s]of71| o 308] o
99033 | 17593 P 22|80 |1z} 9] s ]32)1w0]4] o }izelis]e]3]o}jobiafofjrt] o]ss]o

Col. 1: SUMA Nb+V i3
Col. 2: SUMA Mo+CreNi+Cu+V.

- Col. 3: SUMA Nb+V+Ti
‘HiHeat/ Colada

‘Max: Maximum / Maximo

Min: Minimum / Minimo

P: Product / Producto

This' cmcate is:issued by a oomputergéd systemand itis valid with electronic signature.On the original oer?i-ﬁcaté the trade-mark green colored
"Ter)a'ris“ is stamped. In case the owner pf the on‘ginai certificate would release a copy of it, he must attest its conformity to the original one taking
Jupon himself the responsibility for any unla_vlfuf or not allowed use. Any alteration and/or falsification will be subjected to the law.

’; lEﬂe‘cemﬁcado se emite mediante sistema computarizado y es vélid,ado "Con firma electronica.  El cerfificado original bosee impreso el logo

Tenaris color verde. En caso de que el poseedor del certificado- ertregue una copia, debera garantizar la conformidad con el original haciéndose -

Jresponsable por cualquier uso ilegal o indebido. Cualquier alteracion y/o falsificacion estara sujeta a la ley.
—
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CERTIFICADO DE PRUEBAS EN FABRICA

Number / Nimero:

09028015

Page / Pagina:
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Date / Dia: 21 May 2009

Custorner / Cliente: PLESA ANAHUAG Y CIAS. S.A. DE CV.

Customer’s Order item / Orden Cliente - Item: Customer’s Reference / Ref. del Cliente: Manufacturer’s Works Order N° / Confirmacion de Venta:
N/A N/A 122298/01

Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:

SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED

LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA |BARNIZADO

Standard or Specification / Normas o Especificaciones:

API SPEC SL,OCTOBER 1, 2007

Steel Grade / Grado de acero:
B/X42-1.245/L290 PSL1

Ends / Extremos:
NORMAL BEVEL
BISELADO NORMAL

Dimensions / Dimensiones:
16 X 0.5 INCH
406.4 X 12.7 MM

Schedule / Cédula:
040

Length / Longitud:
19.69/21.33 FT
6.00/6.50 MTS

Quantity / Cantidad: 5 Pcs/Pz

Nominal Weight / Peso Nominal:
82.85 LBIFT
123.31 KG/M

Required values Individuals / Individuales Average / Promedio Hardness type HRC

Valores requeridos Min: — l Max: 22.0 l Var: — Min: - I Max: -~ ! Var: — Dureza tipo :

Heat N° | Sample N° } Specimen condition | Quad. | Scale oD MwW D “Var.
Colada N°} Muestra N° Ls Sc Escala 1 2 3 Avg. 1 2 3 Avg. 1 2 3 Avg. o

32873 17564 B AM T |HRBW| 753 ] 7421 7411 7451 771 | 7501 7451 7551 744 7481 50 7481 10

32873 17585 B AM 1 JHRBW| 742 | 748 | 745 ]| 745 | 749 | 746 | 747 | 747} 750 | 749 | 749 | 749 ]| 04

42814 17588 B AM 1 JHRBW| 742 | 743 ) 741} 742 ) 749 | 743 ]| 747 | 746 ]| 746 | 749 ]| 749 | 748 | 06

42814 17589 B AM 1 jHrRBw| 753 )| 746 | 749 ] 749 )| 754 | 749 | 751 ]| 751 | 743 | 745]| 779 | 756 | 06

43492 17590 B AM 4 IHRBW| 730 | 731} 730 730 | 736 | 737 | 727 | 733 ] 728 | 736} 721 | 28| 05
43492 17591 B AM 1 |urBw|l 732 | 734 | 730 ) 732 | 733 | 735 | 742 | 737 ]| 746 ) va4 | 739 743 11
99033 17592 B AM | 1 IHRBW] 758 ) 784 | 764 | 769 | 761 | 762 ] 759 ] 761 | 759 | 764 ] 772]| 765 08

99033 17593 B AM o} 1 tHrBwW] vro | 7zl rz3 o rza ) 3| mro ) 773 rr2 p e | 165 ) 768 767 | 05

IAM As manufactured / Segin proceso de fabncac:én 1D Internal diameterl Diémetrb interno

- Avg: Average /' Promedio Ls: Location of sampie/ Ublcacnon de la muestra

Max: Maxirmurm/ Méximo

Min: Minimum / Minimo
MW: Middle wall/ Centro

Quad: Quadrant/ Cuadrante
Sc: Specimen condition / Condicion de la probeta

© Var: Variation / Variacion

B Body / Cuerpo

oD: Outside diameter / Diametro externo

"Tenans is'stamped. In case the owner of the ongmal certificate would release a copy of it, he must attestiits conformity to the original one takmg

 [This certificate i isissued by a oomputenzéd system and it is valid with electronic signature. ‘On the original certificate the trade-mark green Colored.

L upon himself the responsibility for: any unlawful ornot allowed use. Any alteration and/or falsification will be subjected 1o the law.

o TESTE certificado se emite mediante sisterna computanzado y'es validado - con firma electrénica.  El certificado original posee impreso el logo
Tenans color verde. En caso de que el poseedor del cértificado entregue una copia, debera garantizar la conformidad con el original haciéndose
responsable por cualquier uso ilegal o indebido. Cua!qmer alteracion ylo falsificacion estara sujeta a la ley.
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Date / Dia: 21 May 2009

Customer / Cliente: PLEGA ANAHUAC ¥ CIAS. S.A. DE C.V. Customer’s Order Iltem / Orden Cliente - ltem: Customer’s Reference / Ref. del Cliente:  |[Manufacturer's Works Order N° / Confirmacion de Venta:
N/A N/A 122298/01

fManufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
JLAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Especificaciones: Steel Grade / Grado de acero: Ends / Extremos:

API SPEC SL,OCTOBER 1, 2607 B/X42-1.245/1L.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

§Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 5 Pcs/Pz Nominal Weight / Peso Nominal:
16 X 0.5 INCH 040 19.69/21.33 FT 82.85 LB/FT

406.4 X 12.7 MM 6.00/6.50 MTS ' : 123.31 KG/M

Standard / Norma:
Heat N° } Sample N°
Colada N°] Muestra N° Result
Resultado
32873 17584 Good / Bueno
42814 17588 Good / Bueno
43492 17590 Good / Bueno
99033 17592 Good / Bueno

" Pressure /Presion = o} Time / Tiempo v Results / Resultado
- Unit / Unidad. Value / Valor Seconds / Segundos
- PSI 2,230 e 5 s Satisfactory / Satisfactorio -
JThis cerificate is issued by a computerized system and it is valid with electronic signature.:On the original certificate the trade-mark green colored : TEste certificado se emite mediante sistema computarizado y es validado con firma electronica.  El certificado original posee impreso el logo
“Tenaris” is stamped. In case the owner of the original certificate would release a copy of if, he must attest its. conformity to the original one takmg‘ Tenaris color verde. En caso de que el poseedor del certificado entregue una copia, debera garantizar la conformidad con ef original haciéndose
. upon himself the responsibility for any" un?awful or notallowed use. Any alteration and/or fa‘saﬁcahon will: be subjected to the law. . - Jresponsabie por cualquier uso ilegal o indebido. Cualquier alteracién yio falsificacién estara sujeta a la ley.
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Number / Namero:

09028015
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Date / Dia: 21 May 2009

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DEC.V. Customer’s Order ltem/ Orden Cliente - item: Customer’s Reference / Ref. del Cliente:  [Manufacturer’s Works Order N° / Confirmacion de Venta:
N/A N/A 122298/01
JManufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
JLAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification / Normas o Especificaciones: Steel Grade / Grado de acero: Ends / Extremos:
API SPEC SL,OCTOBER 1, 2007 B/X42-1.245/1L.290 PSL1 NORMAL BEVEL
BISELADO NORMAL
fDimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 5 Pcs/Pz Nominal Weight / Pesc Nominal:
16 X 0.5 INCH 040 19.69/21.33 FT 82.85LBIFT
406.4 X 12.7 MM 6.00 / 6.50 MTS 123.31 KG/M

Heat treatment / Tratamiento térmico: Pipe / Tubo
Quench media of heat treatment process / Medio de enfriamento del tratamiento térmico: Water / Agua
Temperature Scale / Escala de Temperatura: °C

Type
Tipo

As Rolled

NFORMATION / INF

l. e ¢ ; " ‘ S Supplementary Tnformation

Manufactured by TenarisTamsa

Steel making process:

“JElectric Arc Furnace-Ladle Fumace-ContJnuous Casting Machine.
Fully Killed Steel

Material free from Mercury contamination

Not repaired by welding

Non destruct‘iw'«e‘test Satisfactory

! tnspecﬁoh method

P EMISFLVISMPL-

{AP SPEC 5L, 0CTOBER 1, 2007,FE! 20090101!ASTM A106 081

Informacion Suplementaria
—

‘|Fabricado por TenaﬁSTamsa

~{No reparado por soldadura

Fabricacion del acero:

Horno de Arco Eléctrico Horno de Afi nacxon-Maquma de Colada Centmua;
Acero ca!mado con‘aluminio

{Material libre de contaminacion de Mercurio

Control no destructivo. Satisfactorio

jMeétodo de inspeccion

*_EMI: FLVI - MPI -

AP! SPEC 5L,0CTOBER 1, 2007 FE. 20090101/A$TM A106 08/

"Tenaris® i . In case the ov of the original certificate would release a copy of it; he must attest its conformity to the original one takmg
lupon mmself the reSpOnSlbImy for any unlawful or not auowed use. Any alteration and/or falsrr cation will be: sub;ected 1o the faw.

Thls certificate is: msued bya computenzed systemand itis vahd with electronic signature..On The cmgmal Cerliticate the trade-mark green colored

lEste certificado se emite mediante sistema computanzado yes Validado con firma electronica. Bl certficado ongmal posee impreso el Vago
“{Tenaris color verde. En caso de que el poseedor del certificado emnegue una copia, debera garantizar la conformidad con el original haciéndose
responsable por cualquier uso ilegal o indebido. Cualqmer alteracion y/o falsificacion estara sujeta a la ley.
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CERTIFICADO DE PRUEBAS EN FABRICA

Number / Nimero:

09028015

Page / Pagina:
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Date / Dia: 21 May 2009

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DE C.V. Customer’s Order item / Orden Cliente - Item: Customer's Reference / Ref. del Cliente:  [Manufacturer's Works Order N° / Confirmacion de Venta:
N/A N/A 122298/01
IManufacturing Process / Proceso de Manufactura: Product Type / Tipe de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
JLAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO

Standard or Specification / Normas o Especificaciones:
API SPEC 5L,O0CTOBER 1, 2007

Steel Grade / Grado de acero:
B/X42-L245/L290 PSL1

Ends / Extremos:
NORMAL BEVEL
BISELADO NORMAL

Dimensions / Dimensiones:

Schedule / Cédula:

Length / Longitud:

Quantity / Cantidad: 5 Pcs/Pz

16 X 0.5 INCH ‘ 040
406.4 X 12.7 MM

19.69/2133 FT
6.00 / 6.50 MTS

Nominal Weight / Peso Nominal:
82.85 LBIFT
123.31 KG/M

Supplementary Information
informacion Suplementaria

ASTM A53,07
Tamsa Ref: 883464

ASTM A53,07
Tamsa Ref: 883464

This is to certily that the product described here has been manufactured, sampled, tested, and inspected in accordance with
purchaser order requirements. This certificate is not a declaration of origin nor may it be used as a declaration of origin.

Por el presente certificamos que el material aqui descrito ha sxdo fabricado, muestreado, ensayado e inspeccionado de
acuerdo a los requisitos de su orden de compra. Este certificado no'es, ni puede ser usado, como una declaracién de origen.

CUSTOMER . THIRD PARTY

INSPECTION COMPANY
COMPARNIA DE INSPECCION

Company Name: N/A
. Employee Name: N/A

Quality System Certified
N° 110950

QUALITY CERTIF!CATION DEPT.
DEPTO DE CERTIFICACION DE CAUDAD

Israel de la Cruz Martinez

TENARIS QUALITY DEPARTMENT SIGNATURE

;

CHIEF OF QUAL[TY CERTIFICA‘I {ON DEPT.
RESPQNSABLE DEL DEPTO. DE CERTIFICACION DE CALIDAD

Juan Feo, Renato Avila ‘Aldapa

"Tenaris” is stamped. In case the owner: of the ongma{ certificate would release a copy of it, he must attest its conformity to the original one takmg

Tenaris color verde. En caso de que el poseedor del certificado entregue una copia, debera garantizar la conformidad con el original haciéndose

k‘Este Certificado se emite mediante sistema computarizada y s validado -con firma electronica.  El certificado original posee impreso ellogo

This certificate isiissued by a compuienzed systern and it is valid with electronic signature. On the original “Geniiticate the trade-mark green Colored
upon himsel

if the responsibility for any unlawful or not :3nowpd use. Any alteration and/or falsification will be sub;ected to the law.

responsable por cualquier uso flegal o indebido. Cualquier alteracion yfo falsificacion estara sujeta a la ley.

FORO03171




