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NOMBRE DEL CLIENTE / CLIENT NAME: ORDEN DE COMPRA / P.O.NUM. PED-ORP REFERENCIA { REFERENCE FECHA / DATE: Codigo Formato:
PLESA ANAHUAC Y CIAS,, S.A.DEC.V. 10900 2666 martes, 02 de agosto de 2011 MHTCI-0811

TIPO DE MATERIAL / MATERIAL TYPE :
CODIGOS y NORMAS APLICABLES /APLICABLE CODES & NORMS

ASTM A 234/A234M-10, ASME A/SA234 / NACE-MR-01-75-2003 /ISO 15156-2003 ANSI B16.25 / ASME B16,25-03 // ASME Boiler and Pressure Vessel SECC II, Code Part A, 2010
PROCESQOS / PROCESS TRATAMIENTOS TERMICOS / HEAT TREATMENTS
HOT FORMED / FORMADO EN CALIENTE / 620°C - 980°C NORMALIZED 940°C AND ALLOWED TO COOL IN STILL AIR / NORMALIZADO A 940°C Y ENFRIADO AL AIRE CALMADO
DESCRIPCION DEL ARTICULO / DESIGNATION OF ARTICLE :
PH ITEM CANTIDAD / QTY INFORMACION / INFORMATION MATERIA PRIMA / BASE MATERIAL COLADA FHEAT CODE

2 9 8" CAP BW SCH STD ANSI/ASME B16.9-07 WPB SEAMLESS MILL HEAT SUPPLIER No. FOBAKS FOBAKS

3 6 10" CAP BW SCH STD ANSI/ASME B16.9-07 WPB SEAMLESS MILL HEAT SUPPLIER No. DO6NX DOSNX

4 4 12" CAP BW SCH STD ANSI/ASME B16.9-07 WPB SEAMLESS MILL HEAT SUPPLIER No. EH05ZDS EHO05ZDS

% COMPOSICION QUIMICA / % CHEMICAL COMPOSITION :
% Cc Mn Si P S Cr Ni Mo Cu SN AL Nb \ Ti Co As Sb | Hppm N CEQ | Cr¥Mo| (1%
T T < ohE 503 |029-1.06| 2010 | <0050 | 50058 | <040 | <040 | <045 | $0.40 £0.08 50500 | £0.320 | <1.000
2 FOBAKS 0.218 1.047 0.168 0.009 0.007 0.07 0.09 0.020 0.22 0.000 0.002 0.432 | 0.090 | 0.402
3 DOBNX 0.160 1.100 0.36 0.01 0.004 0.02 0.19 0.004 0.25 0.001 0.001 0.378 .| 0.024 | 0.465
4 . EH05z2DS 0.180 1.060 0.342 0.023 0.012 0.04 | 0.15 0.005 0.286 0.002 0.003 . 0.395 | 0.045 | 0.484

PROPIEDADES MECANICAS / MECHANICAL PROPERTIES :

PRUEBAS DE TENSION / TENSILE TEST PRUEBAS DE IMPACTO / IMPACT TEST
Dimension del RESISTENCIA Tensile/ | LIMITE ELASTICO/ Elong.-A Red. of |No.PRUEBA Resilencia Promedio | Expansién Laterial / Lateral al{ DUREZA Hard
No. PRUEBA / TEST No. Especimen / Specimen | Direccion | Temperatura| _Strength (Mpa) /Ksi | Yield Point (Mpa) /Ksi Mi ’g + Temperatura | Direccién KV Energy J
dimension UTS-Rm YS - RpO,2% (Min) (Min) Area I Test No. il / Average expansion Fracture HB
REQUERIDO/ Required MAX N !
SHTER COLADATHEAT COOE 415-655 Mpa / (60-96 Ksi) 240 Mpa /(35 Ksi) 22% | 197 MAX
2 FO6AKS LONG. 523 370 31 160
3 DOBNX LONG. 518 329 42 156
4 EHO05ZDS LONG. 563 327 34 140

NOTA / NOTE: 1)Cr+Ni+Mo+Cu+V / NO WELDING HAS BEEN PERFORMED // THIS PRODUCT IS FREE FROM MERCURY AND RADICACTIVE FOR EACH REDUCTION OF 0.01 % BELOW THE SPECIFIED CARBON MAXIMUM (0.35 %), AND INCREASE OF 0.06 % MANGANESE ABOVE
) THE SPECIFIED MAXIMUM (1.05 %) WILL BE PERMITTED UP TO A MAXIMUM OF 1.35% - S
Ii2ado. 21 \\&
MARCADO / MARKING : VX VX FLANGES & FITTINGS ® QA TCi/Inspectores autorizados / Authorized Works Inspector: Ing. Jorge Ortiz/Ing. Andres Lira /Ing-Rafael Eguia _ o j JOE-01194
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