T = Tubos de Acero de Meéxico, S.A,
en a rls Carret, México Veracruz Km 433.7 SN
Delfino Valenzuela Tejeria, Veracruz, Veracruz
C.P. 91697 MEXICO
{52) 229 939 1100 tel

il

MILL TEST CERTIFICATE Number / Nimero: Page / Pagina: (52) 229 989 1600 fax
CERTIFICADO DE PRUEBAS EN FABRICA 15026916 116
Date / Dia: July 07, 2015
Gustomer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DEC.V. Customer’s Order ltem / Orden Cliente - ltem: Customer s Reference { Ref, del Clieme: Manufacturer's Works Order N° / Confirmacion de Venta:
21088 ITEM 7 N/A 232616/05
Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA ; BARNIZADO
HStandard or Specification / Normas o Especificaciones: Steel Grade / Grado de acero: Ends / Extremos:
APl 5L ED45/DECEMBER 2012, ASTM A106/14, ASTM A53/12, ASME SA106/2013 BiX42-.245/L.290 PSL1 NORMAL BEVEL
BISELADO NORMAL
|Dimensions / Dimensiones: Schedule / Cédula; Length / Longitud: Quantity / Cantidad: 32 Pes/Pz Norninal Weight / Peso Nominal:
8.625 X 0.5 INCH SCHOB0/W.C XS 19.69/21.33 FT 671.686 FT 29284.026 LB 43.43 LBIFT - -
219.1 X 12.7 MM 6.00/6.50 MTS 204.730 MTS 13283.000 KG 64.64 KGIM
Specimen condition Specimen dimensions Test Y.5. UT.S. Y.8/UT.8 Elongation / Alargamiento
Heat N° | Sample N° | Condicidn de ka probeta Dimensicnes de la probeta temp | Eul 0.50 %. Req.
Colada N°| MuestraN°| Ls Sc | Type| Oi Size Area Temp. |Min: 280 Min: 415 Req. Max| Lo Min. Obt,
Tipo Tamafic Seccion | ensayo|Max: - Max: -- -
mm mm2 °C MPa MPa mm % %
77767 07243 B AM S8 L 38.45 X 13.27 513,26 RT 296 483 0,61 50,8 29,8 45,0
AM: As manufactured / Segln procaso de fabricacién Ls: Location of sample / Ubicacién de la muestra Ori: Orientation / Orientacién Se: Specimen condition / Condicién de la probeta
B: Body / Cuerpo Max; Maximurmn / Maximo Req. Max: Required maximum / Maximo requerido Ss: Strip specimen / Muestra rectangular
L Longitudinal / Longitudinal Min: Mirimum / Minimeo Req Required / Requerido L.T.8: Ultimate tensile strength / Resistencia
Le twhal length ! Longitud inicial Obt Obtaned / Obtenido RT. Room temperature / Temperatura ambiante ¥.5: Yield strength / Fluencia
| CHEMICAL COMPOSITION / COMPOSICION QUIMICA |
Composition % / Composicion %
X100 X 1000 3 10000 X 100
C|{Mn| Si|Me| Cr P S v Nb | Mi | Cu| Sn| Al T | As B Ca N | Col. 1{Col. 2JCal 3
H Max | 28 | 120 -~ 15 | 40 ( 30 | 30 | 80 - | 400] 400 | - - - - - - - 15 [ 100 | 6
Min - 29 | 10 - - - - - - - - - - - - - - -~ - - -
Heat N° | Sample N° [P Max | 28 | 120 -- 15 | 40| 30 | 30 | 80 -~ {400 400 -- - - - - - - 15 [ 100{ 6
Colada N° | Muestra N° Min - | 28 | 10 - - - - - - - - - - - - - - - - - -
77767 00001 H 17 67 27 | 23 4 6 26 0 0 50 | 108 9 21 [} 4 0 14 70 0 | 221 [+
77767 07243 P 18 | 66 | 26 | 24 5 5| 28 0 0 40 | 103 | 7 22 ] 3 0 17 | 68 0 [217] @
This carificats is issued by a computerized system and it 1s valid Wit electronic signature. Cn the original corthcate the rade-mark grasn calored Este certificado se emite mediante sistema computarizado y es validado con firma electronica  Ef cartificado original posee impreso &l logo
"Tenans" is stampad I tase the ownst of the cngnal certrficaie would release a copy of it, he must aitest s conformity to the original one taking Tenans color varde, En caso de que el poseedor del certficade entregue una copia, deberd garantzar Ja conformidad con el original haciéndosga
upon hemself the nespensibility for any unlawful or not aliowed use Any alteration andior will ba s isd to the law. ponsable por cualquier use ilegal o indebido Cualq on y/o falsificacién estard sujeta a la ley

FOR03171



Tenaris

Tubos de Acero de México, 5.A.
Carret. México Veracruz Km 433.7 SN
Delfinc Valenzuela Tejeria, Veracruz, Veracruz

C.P. 91697 MEXICO
(52) 229 989 1100 tel

MILL TEST CERTIFICATE
CERTIFICADO DE PRUEBAS EN FABRICA

Number / Nimero:

15026916

Page / Pagina:

216

(52) 229 989 1600 fax

Date / Dia: July 07, 2015

Customer { Cliente;: PLESA ANAHUAC Y CIAS. S.A. DEC.V. Customer’s Order ltem / Orden Cliente - tem: Customer's Reference f Ref. del Clierte: Manufacturer's Works Order N° / Confirmacién de Venta:
| 21098 ITEM 7 N/A 232616/05
Manufacturing Process / Proceso de Manufactura: Product Type ! Tipe de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification / Normas o Especificaciones: Steel Grade / Grado de acero: Ends / Extremos:
API 5L ED4S/DECEMBER 2012, ASTM A106/14, ASTM A53/12, ASME SA106/2013 B/iX42-1.245/L.290 PSL1 NORMAL BEVEL
BISELADO NORMAL
Dimensions / Dimensiones: Schedule f Cédula: length / Longitud: Quaniity f Cantidad: 32 Pes/Pz Nominal Weight / Peso Norminal:
8.625 X 0.5 INCH SCH 080 /W.C XS 196972133 FT 671.686 FT 29284.026 LB 43.43 LB/FT
219.1 X 12.7 MM 6.00 / 6.50 MTS 204.730 MTS 132823.000 KG 64.64 KG/IM
| CHEMICAL COMPOSITION / COMPOSICION QUIMICA
Composition % / Composicion % )
X100 X 1000 X 10000 X 100
C | M| S | Mo | Cr P 5 V [ Nb| Ni | Cu| Sn| Al Ti | As B | Cal N |[Col 1|Col 2{Cel 3
H Max | 28 | 120 - 15 | 40 | 30 | 30 | 80 - | 400} 400 | -- - - - - - - i5 | 100 &
Min - | 28| 10 | - - - — - - - - | - - - - - - — -~ [
Heat N° | SampleN® [P Max { 28 | 120 - 15 | 40 | 30 [ 30 | 8O - | 400) 400 -~ - - -~ -~ - - 15 | 100 | 6
Colada N° | Muestra N* Min - 29 10 - - - - - - - - - == - - - - - - - -
[ 77767 07244 3 18| 66 26| 24 5 | 5 [22) 0| 0 | 40 | 105 7 | 23] O | 8 | C | 18| 74| 0 [219] 0O

Col 1: SUMA Nb+V+TI
Col. 2: SUMA Mo+Cr+Ni+Cu+V

Col 3 SLUMA N+
H: Heat / Colada

May Maximum / Méaximo
Min: Minimum ¢ Mimimo

P: Product / Producto

THROUGH WALL HARDNESS / DUREZA EN EL ESPESOR

Required values Indviduals / Individuales Average / Promedio Hardness type/Tipo de dureza.HRC
Valores requeridos | Min.— | Max 220 | Var— Min—- | Max- | Var-
Heat N° Sample N° Specimen condiion Quad Scale oD MW o Var
Ctia:la N° Muestra N° L_s Sc Escala 1 _Z_u Ava.] 1 2 3 | Avg 1 2 3 | Avg
77767 07243 B AM 1 HRBW | 739]| 73.9f 72,5 73.4| 75.0| 755| 756| 754| 750| 746| V55| 750] 20
77767 07244 B AM 1 HRBwW | 766&| 77.2| 77.0| 76.9| 77.8| 781| 7768| 778| 776| 776 77.8| 777 09

AM' As manufactured / Segun proceso de fabneacion
Avg Average/ Promedio

ID: Internal diameter / Diametro iriterno

Ls. Location of sampie / Ublcacion ae ia muesira

Min Minimum / Minimo
MW Miadle wall f Centro

Quad: Quadrant / Cuadrante
Sc: Specimen condition / Condicidn de la probsta

This carbficate 15 15sued by a computenzed system and it 1s valid with electronic signature. On the onginal certificate the trade-mark green colered
"Tenans" 1s stampad In case the owner of the onginal certificate would release a copy of it, he miust attest its canformity fo the original one taking

responsable por cualquier use ilegal a il Cualguer ali

Este cerificado se emite mediante sistema computanzado y es validado con firma electronica  El certificado original peses impreso el loga
Tenans coler verde. En case de que el poseeder del certificado entreguse una copia, deberd gaiantizar |a cormormidad con el original haciéndose

1 yho Talsificacién estard sujeta a la ey

upon lumself the responsibility for any unfawful or net allewed use. Any Itaration and/or falsification will be subjected 1o the law.
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Tenaris

Tubos de Acero de México, S.A.
Carret. México Veracruz Km 433.7 5N

Delfine Valenzuela Tejerfa, Veracruz, Veracruz

C.P. 91697 MEXICO
(52) 229 583 1100 tel

MILL TEST CERTIFICATE

CERTIFICADO DE PRUEBAS EN FABRICA

Number / Nimero:

15026916

Page / Pagina:

3/6

(52) 229 989 1600 fax

Date / Dia: July 07, 2015

[Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DE C.V.

Customer’s Order ltem / Orden Cliente - ltem:

Customer’s Reference‘fﬁef. del Cliente:

Manufacturer s Works Order N° / Confirmacion de Venta:

LAMINADO EN CALIENTE SiN COSTURA

CONDUCCION SIN COSTURA

21099 ITEM 7 NIA 232616/05
Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Preducto: Surface f Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
BARNIZADO

Standard or Specification f Normas o Especificaciones:

APl 5L ED4S/DECEMBER 2012, ASTM A106/14, ASTM A53/12, ASME 5A106/2013

Steel Grade / Grado de acero:
BIX42-1245/L.290 PSL1

Ends / Extremos:
NORMAL BEVEL

BISELADO NORMAL
Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity f Cantidad: 32 Pcs/Pz Nominal Weight / Peso Nominal:
8.625 X 0.5 INCH - |SCH 080/ W.C XS 19.69 /2133 FT 671.686 FT 29284.026 LB 43.43 LBIFT
219.1 X 12.7 MM 6.00/6.50 MTS 204.730 MTS 13283.000 KG 64.64 KG/M
| THROUGH WALL HARDNESS / DUREZA EN EL ESPESOR
IB: Body / Guerpa Max; Maximum / Maximo OD: Qutside diameter / Diametro extemo Var: Variation { Vadacién
FLATTENING TEST / ENSAYO DE APLASTAMIENTO
Standard / Norma:
Heat N° | Sample N° Result
Colada N° | Muestra N° Resultado
77767 07243 Good / Bueno
| HYDROSTATIC TEST / PRUEBA HIDRAULICA
Fressuie / Presién Time / Tiempo Results / Resultado
Unit 7 Linidad Value / Valor Seconds / Segundos
mpa 20,5 5 Salisfaciory / Salislactono

Thig ceriificate 15 1s3ued by a computenzed sysiem and 11 1s vald with electronic signature. On the onginal cerfificate the trade-mark green colored
"Tanans" 1s stamped  In case the owner of the cnginal certficate would release & copy of It, he must attest its conformity to the original one taking

Este cerfificads se emite mediante si p
Tenans celor verde. En case de que &l poseedor del certficado antreguse una copia, debers garantizar la conformidad con el original haciéndose

responsable por cuatquisr use llagal o i ido Cualwsr afteracion ylo falsificacion estara sujeta a la ley

doyes

con firna electrénica  £) cartificado criginal poses impreso el Jogo

bility for any unlawful or not allowed use. Any alteration and/or fak

1 will be subjacted to the law.

upon himself the resp

FOR03171
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Tenaris

Tubos de Acero de México, S.A.
Carret, México Veracruz Km 433.7 SN

Delfino Valenzuela Tejerfa, Veracruz, Veracruz

C.P. 91697 MEXICO
{52) 229 983 1100 tel

MILL TEST CERTIFICATE

CERTIFICADO DE PRUEBAS EN FABRICA

Page / Pégina: (52) 229 989 1600 fax

4/6

Number / NOmero:

15026916

Date / Dia: July 07, 2015

Customer / Cliente: PLESA ANAHUAC Y CIAS. 5.A. DE C.V. Custorner’s Order Item / QOrden

Cliente - Item: Customer’s Reference / Ref. del Cliente: Manufacturer's Works Order N* / Confirmacion de Venta:

21099 ITEM 7 NiA 232616/05
Manufacturing Process / Procaso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
IStandard or Specification / Normas o Especificaciones: Steel Grade / Grado de acero: Ends / Extremos:
BiX42-L245/L.290 PSL1 NORMAL BEVEL

API 5L EDAS/DECEMBER 2012, ASTM A106/14, ASTM A53/12, ASME SA106/2013

BISELADO NORMAL

Schedule / Cédula:
-|SCH 080/ W.C XS

Length / Longitud:
19.6%8 / 21.33 FT
6.00 / 6.50 MTS

Dimensions / Dimensiones:
B8.625 X 0.5 INCH
219.1 X 12.7 MM

671

Quantity / Cantidad: 32 Pcs/Pz

204.730 MTS

Nominal Weight / Pesc Nominal:
43.43 LBIFT ;
64.64 KGIM

29284.026 LB
13283.000 KG

686 FT

HEAT TREATMENT / TRATAMIENTO TERMICO

Heat treatment / Tratamiento témmico: Pipe / Tubo
Quench media of heat treatment process / Medio de enfriamento del tratamiento térmico: nfa

Temperature Scale / Escala de Temperatura: nfa

Type
Tipo

asrolled

SUPPLEMENTARY INFORMATION / INFORMACION SUPLEMENTARIA

Supplementary Informaton
Informacién Suplementana

Manufactured by TenarisTamsa
Steet making process

Electnc Arc Fumace-Ladle Fumace-Continucus Casting Machine,

Fully Killed Steel

Matenal fiee from Mercury contamination

Not repaired by welding

MNon destructive fest Satisfactory

Inspection method

- EMI - FLVI - MPI -

ASTM A106/14 ASTM A53/12, ASME SA106/2013

MATERIAL ACCORDING TO NACE MRO175 /SO 15156-2, 2009 AND NACE MRO103, 2010 ONLY FOR HARDNESS

| Homo de Arce Eléctnce-Homo de Afinacion-Maquina de Colada Continua.

22 HRC MAX

Fabncado por TenansTamsa
Fabneacion det acero

Acero calmade son alurano
Matenal libre de contarinacidn de Mercuria
No reparado por soldadura
Contral no destruchive. Satisfactorie
Metodo de inspeccién
-EMI - FLVI- MPI -
ASTM A106/14, ASTM AS3/12, ASME SA106/2013
MATERIAL DE ACUERDO A NACE MR0O175/ 180 15158-2, 2008 Y NACE MR0163, 2010 SCLO DUREZA MAX 22

HRC

This certrficate Is 1s5ued by a computerized systam and t 1 valid with slectroniz signature, On the enginal certficate the trade-mark green colered
“Tenans" 1s stamped In case the owner of the anginal certificate would release a copy of it he must attest its conformity te the original one fakmg
upon himself the responsibility for any unlawful or noi allowed use. Any aiteration andior falsmca_t_znn will be sutyected to tha law.

Esta certificado se emite madiante sistema computarizado y es validado con fima electrénica  Fl certificado original posee impreso el logo
Tenans color verde. En caso de que el poseedor del certificade entregue una copia, deberd garantizar la cenformidad con el eriginal haciéndose
responsabfe por cualquier uso ilegal o indebido Cualquier alteracién y/o falsificacién estars sujeta a la lay

FOR03171
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Tenaris

Tubos de Acero de México, 5.A.
Carret. México Veracruz Km 433.7 5N

Delfinc Valenzuela Tejeria, Veracruz, Veracruz

C.P. 91697 MEXICO
{52) 229 989 1100 tel

MILL TEST CERTIFICATE

CERTIFICADO DE PRUEBAS EN FABRICA

Number / Numero:

15026916

Page / Pagina:

5/6

(52) 229 989 1600 fax

Date / Dia: July 07, 2015

Customer [ Cliente: PLESA ANAHUAC Y CIAS. S.A. DE C.V.

Customer s Order Jtem / Orden Chiente - ltem:
21099 ITEM 7

Customer’s ﬁeference 7Ref. del Cliente:
NIA

Manufacturer s Works Order N° / Genfirmacion da Venta:
232616/05

Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:

SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED

LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SiN COSTURA BARNIZADO

Standard or Specification / Normas o Espedificaciones: Steel Grade / Grado de acero: Ends / Extremos:

API 5L ED45/DECEMBER 2012, ASTM A106/14, ASTM A53/12, ASME SA106/2013 BfX42-L245/L290 PSL1 NORMAL BEVEL
BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad; 32 PcsiPz Nominal Weight / Peso Nominal:

8.625 X 0.5 INCH SCHO080/W.C XS 118.68 2133 FT 671.686 FT 29234.026 L.B 4343 LBIFT o

219.1 X 12.7 MM 6.00 / 6.50 MTS 204730 MTS 13283.000 KG 64.64 KG/IM

SUPPLEMENTARY INFORMATION / INFORMACION SUPLEMENTARIA

Supplementary Information
Infarmacion Suplementaria

Tamsa Ref: 652376

| Tamsa Ref: 652376

SUMMARY REPORT / REPORTE RESUMEN

Heat N* Quantity Length Weight
Colada N° Cantidad Longitud Peso
(Pieces} {fty {m) (Tons})

77767 3z “571.60 20473 1328

Average length per pipe Nornmal weight per pipe

Longitud promedio por tubo Peso nomihal por fubo
_ (M {m) {Ibifi) {kgfm)
2099 6.398 43 598 64 881

This certificate 15 1ssued by a computerized systern and it 1 valid with electronic signature. Cn the enginal certificate $he trade-mark green colored
"Tenans" 1s stampaed in case the cwner of the onginal certificate wauld release 4 copy of il, he must aftest its conformity to the originat one taking
upon himsslf te resporisibility for any unlawful or riot allowed use Any alteration and/or falsificabion will be subjected to the law.

Este certificado se emite madiants sistema computarzade y es valldade con firma electrénica  Et cerfificade original pesea impraso al logo
Tenans color verda, En caso de que el poseedor del certificado entregus una copia, debard garantizar la conformidad con el original haciéndose
responsabla per cualquier uso ilegal o indebido Cualqmer alteracidn y/o falsificacion estara sujeta a ia ley

FOR03171
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Tenaris

Tubos de Acero de México, 5.A.
Carret. México Veracruz Km 433.7 SN

Delfino Valenzuela Tejeria, Veracruz, Veracruz

C.P. 91697 MEXICO
(52) 229 989 1100 tel

MILL TEST CERTIFICATE
CERTIFICADO DE PRUEBAS EN FABRICA

Number / Nimero:

15026916

Page / Pagina:

6/6

(52) 229 989 1600 fax

Date / Dia: July 07, 2016

Customer's Order ftem / Orden Cliente - Hem:

Customer s Reference / Ref, del Cliente:

Manufacturer's Works Crder N-"f Confirmacién de Venta:

APl 5L ED45/DECEMBER 2012, ASTM A106/14, ASTM A53/12, ASME SA106/2013

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DE G.V.
21089 ITEM 7 NiA 232616/05
Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
{Standard or Specification / Normas o Especificaciones: Steel Grade / Grado de acero: Ends / Extremos:
B/X42-L245/L.290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Length / Longitud:
19.69 /2133 FT
6.00 / 6.50 MTS

Schedule / Cédula:
SCHO80/W.C XS

Gimensions / Dimensiones:
8.625 X 0.5 INCH
219.1 X 12,7 MM

Quantity / Cantidad: 32 Pcs/Pz
671.686 FT
204.730 MTS

29284.026 LB
13282.000 KG

Neminal Weight / Peso Nominal:
43.43 LBIFT
64.64 KG/M

purchaser order requirements. Thig cedificate is not a declaration of origin nor may it be used as a declaration of crigin.

This is to certify that the product described here has been manufactured, sampled, tested, and inspected in accordance with

Por el presente certificameos que el material aqui descrito ha sido fabricado, muestreado, ensayado e inspeccionado de
acuerdo a los requisitos de su orden de compra. Este cerfificade no es, ni puede ser usado, come una declaracion de origen.

CUSTOMER . THIRD PARTY

TENARIS QUALITY DE

AR}

INSPECTION COMPANY
COMPARIA DE INSPECCION

NO APLICA
Employea Name: N/A

|
}{g,{ sl i

#

QUALITY CERTIFICATION DEPT.
DEPTO. DE CERTIFICACION DE CALIDAD

Teresa M Castella Abraham

CHIEF OF QUALITY CERTIFICATICN DEPT.
RESPONSABLE DEL DEPTO. DE CERTIFICACION DE CALIDAD

Angel César Aleman Gl

This certificate 1s 1ssued by a computenzed system and it is valid with electronic signature. On the cnginal certificate the trade-mark grean colored
"Tenans" 15 stampad In case the owner of the ongmal certrficate would release a copy of it, he must atlest 1is conformiiy to the original ane taking

Ests cerlificade se amite mediante sistema compuianzado y es validado cen firma electrénica €l cartificado eriginal posee Impreso ef logo
Tenans celor varde, En caso de que el paseeder del certificado entregue una copia, deberd garanirzar 1a confermidad cen el original haciéntiose

upen himself the responsibility for any unlgwful or not atiowed use _Any all ion and/or falsfication will be subjected to the law.

regponsable por

usgo ilegal o indebide Cualquier alteracidn yfo falsificacion estard sueta a la ley

FORD3171



