I

Tenaris

Tubos de Acero de México, S.A.
Carret. México Veracruz Km 433.7 SN
Delfino Valenzuela Tejeria, Veracruz, Veracruz

C.P. 91697 MEXICO
(52) 229 989 1100 tel

MILL TEST CERTIFICATE
CERTIFICADO DE PRUEBAS EN FABRICA

Number / Naomero:

15038059

Page / Pagina:

1/56

(52) 229 989 1600 fax

Date / Dia: October 03, 2015

Customer / Cliente: PLESA ANAHUAC Y CIAS. 5.A. DE C.V.

Customer’s Order ltem / Crden Cliente - ltem:

Customer's Referenca / Ref. del Cliente:

Manufacturer's Works Crder N° / Confirmacian de Venta:

21574 ITEM 1 N/A 235528101
Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Producto: Surface / Superiicie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
IStandard or Specification / Normas o Especificaciones: Sieel Grade / Grado de acero: Ends / Extremos:
AP| 5L ED45/DECEMBER 2012, ASTM A106/14, ASTM A53/12, ASME SA106/2013 BiX42-L245/L290 PSL1 NORMAL BEVEL

BISELADOC NORMAL

Dimensions / Dimensiones:
2,375 X 0.218 INCH
60.3 X 5.5 MM

Schedule / Cédula:
SCH 080/W.C XS

Length / Longitud:
19.68 /2133 FT
6.00 / 6.50 MTS

Quantity / Cantidad: 309 Pes/Pz
6661.738 FT 33327.307 LB
1996.970 MTS 16117.000 KG

Nominal Weight / Peso Nominal:
5.03 LBIFT
7.48 KGIM

TENSILE TEST / ENSAYO DE TENSION

Specimen condition Specimen dimensions Test Y.5. UTE. Y.S/ALT.S  Elongation / Alargamiento
Heat N° | Sample N° [ Cendicién de la probeta Dimensicnes de la probeta temp | Eul 0.50 %. Req.
Colada N°| Muestra N°§ Ls Sc¢ | Type| Ori Size Area Temp. [Min: 290 Min: 415 Req. Max. Lo Min. Obt.
Tipo Tamafho Seccion | ensayo|Max; — Max: -- -
mm mm2 °Cc MPa MPa mm % %
9860 87462 B AM Ss L 19.3 X 06.09 120,13 RT 354 521 0,68 50,8 223 35,0

B’ Body / Cuerpo
L Longttudinal / Longitudinal
Lo Initial length / Longitud inieial

AM: As manufactured / Segin proceso de fabricacion

Ls: Location of sample / Ubicacion de |la muestra
Max: Maximum / Méximo

fhin Mhinierum { Minimo

Obt Obtaned / Obtentde

Ori: Crientation / Orientacién

Req. Max: Required maximum / Maximo requerido
Req Required / Requerido

RT Room temperature / Tempemiura ambiente

Sc: Specimen condition / Condicién de la probeta
8s: Strip specimen / Muestra rectangular

U T.S: Ultimate tensile strength / Resistencia

Y 8: Yield strength /-Fluencia

r

CHEMICAL COMPOSIT[ON ! COMPOSICION QUIMICA

Este certificado se emite mediante sistama computanzade y es validade con firma elecirdnica.  El certificado original posee impreso el logo
Tanans color verde. En caso de que el poseador del cerlikcado entregue una copia, deberd garantzar la conformidad eon &l original haciéndose

Composition % { Compasieién %
¥ 400 ¥ 1000 ) %10000 %100
C Mn Si Mo | Cr P ] Vi Nb | Ni Cu | SBn Al Ti | As B Ca N [Col. 1(Col. 2|Col 3

H Max | 28 | 120| =~ 15 | 40 | 30 | 30 | 80 ~ | 400 | 400 | - - - - - - - 15 | 100 | &

Min - 29 10 - - - - - - - | - - - - - - - - - - -

HeatN° | Sample N°|P Max | 28 | 120 | - 16 ] 40 | 30 { a0 | 80 -~ {400 | 400 | - - - - - - - 15 | 100 ]

Colada N* | Muestra N° Min - 29 10 - - - - e - - - - - - ~ - - - -

9860 00001 H 22| 93| 21| 03 2 6 18 1 0 10 3B 2 18 0 1 0 13 58 | 01| 72 01

9860 B7462 P 22 | 91| 20| 08 2 3] 26 1] 1] 20 | 37 4 19 3] 1 0 13 59 0 85 1]
This coriificats 13 ssUed by a computerized system and it 15 valid With elecironic signature, Om e onginel certficate the Uade-mark green colored
"Tanans” is stamped I case the owner of the cngmal cerfficaie wolld releasa a copy of it, he must attest is corifermity to the original one taking

upon himself the responsibiliy for any ynlawful or nict aliowed use Any ion and/or f; will be d to $e law. resp hie por cualquier uso jlegal o indebido. Cualquisr alteracion vio falsficacion estara sweta a la ley

"FORQ3171



Tenaris

Tubos de Acero de México, S.A.
Carret. México Veracruz Km 433.7 SN

Delfino Valenzuela Tejerfa, Veracruz, Veracruz

C.P. 91697 MEXICO
(52) 229 989 1100 tel

MILL TEST CERTIFICATE
CERTIFICADO DE PRUEBAS EN FABRICA

Number / Nimero:

15038059

Page / Pagina:

215

(52) 229 989 1600 fax

Date / Dia: October 03, 2015

Customer / Cliente: PLESA ANAHUAC Y CIAS. S5.A. DE C.V. Customer's Qrder ltem / Orden Cliente - Item: Customer’s Reference / Ref. del Cliente:  [Manufacturer’s Works Order N° f Confirmacién de Venta:

21574 ITEM 1 NIA 235528/01
Manufacturing Process / Proceso de Manufactura; Product Type / Tipo de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification { Normas o Especificaciones: Steel Grade / Grado de acero: Ends / Extremos:
API| 5L ED45/DECEMBER 2012, ASTM A106/14, ASTM A53/12, ASME SA106/2013 BIX42-L245/L.290 PSL1 NORMAL BEVEL

. BISELADO NORMAL

Dimensions / Dimensiones; Schedule / Cédula:. Length / Longitud: Quantity / Cantidad: 309 Pcs/Pz MNominal Weight / Peso Nominal:
2.375 X 0.218 INCH SCH 080/ W.C XS 19.69/2133 FT 6551. 739 FT 33327.307 LB 503 LB/FT
|60.3 X 5.5 MM 6.00 / 6.50 MTS 1996.970 MTS 15117.000 KG 7.48 KGIM

CHEMICAL COMPOSITION / COMPOSICION QUIMICA

Composition % / Composicién %
X0 X 1000 X 10000 X100
C|{Mn| Si| Me] Cr P S V | Nb| Ni | Cuj Sn| Al Ti [ As B Ca| N |Col 1Col. 2] Cot
H Max { 28 | 120 - 15 | 40 | 30 | 30 | 80 - | 400) 400 | - - - - - - — 15 [ 100 | &
Min - 29 | 10 - - - ~ - - - - - - - - - - - - - ]
Heat N° } SampleN° [P Max | 28 [ 120 - 15| 40| 30 | 30 | 80 - | 400 400 | - - - - - ~ -- 15 | 100 &
Colada N° | Muestra N° Min - | 29| 10 - - - - - - - - - - - - - - - -
9860 87463 P 22 | 92| 20 | 0.9 | 2 [:] 2 0 [1] 20 | 29 4 18 0 1 0 12 | 50 0|88 O

Col. 1: SUMA NE+V+Ti
Col. 2: SUMA Mo+CreNiHCu+Y

Cal 3 SUMA NbsV
H Heat/ Colada

¥

Max Maximum / Méximo
Min Mintmum / Minimo

P. Product / Producto

I

THROUGH WALL HARDNESS | DUREZA EN EL ESPESOR

Required values Indrwiduals f Indiwduales Awverage / Promedico Hardness type/Tipo de dureza.HRC
Valores requeridos | M~ - | Max: 22.0 [ Var-— Mm.— | Max—- | Var— )
Heat N° Sample N° Specimen condition Quad Scale MW
Colada N* Muestra N° ‘Ls B Escala 1 T 3 Avg
SE60 87462 B AM , ~ HRBW 7889 | 78.8 | 794 | 794
9860 87463 B AM 1 HRBW 784 78.3 789 785

AM: As manufactured / Segun procesc de fabneacian
Avg Average / Fromedio

La Location of sample / Ubicacion de la musstra

Max: Maximum / Méximo

MW Middle wall / Centro
Quad Quadrant / Cuadrante

Var: Variation / Variacion

This certficate 1s issued by a computerized system and it 18 vahid with alectronic signature. On the cnginal eertificats the Trade-mark green calared
"Tenaris" 15 stamped  ih tase the ownar of the onginal cectficate would release a copy of it, he must attest ds conformaty 1o e original one taking

Este cartficado se emite mediante sistema computanzado y es valdado ¢on firna electronica.  El certificado original pasee Impreso el logo
| Tenany celor varde. En caso de gue e poseedor dal certificado entrequa una copia, debars garantizar la conformidad can el onginal haciéndose
responsable por cualquier uso ilegal o indebido. Cualgurer alteracion y/o falsificacién estard syeta a la ley

upon himself the responsibility for any unlawsul or not allowed use Any alteration and/or falsicahon wili be subjected to the law.

FORG03171




Tenaris

Tubos de Acero de México, 5.A.
Carret. México Veracruz Km 433.7 5N

Delfino Valenzuela Tejeria, Veracruz, Veracruz

C.P. 91697 MEXICO
(52) 229 989 1100 tel

MILL TEST CERTIFICATE
CERTIFICADO DE PRUEBAS EN FABRICA

Number f Namero:

15038059

Page / Pagina:

3/56

(52) 229 989 1600 fax

Date / Dia: October 03, 2015

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DE C.V. Customer s Order ltem / Orden Cliente - lem: | Customer s Reference / Ref. del Cliente: | Manufacturer s Works Order N- 7 Confirmacion de venta:
5 21574 ITEM 1 N/A 235528/01
Manufacturing Process / Proceso de Manufaciura: Product Type / Tipe de Producto: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
_|Standard or Specification { Normas o Especificaciones: Steel Grade / Grado de acero; Ends / Extremos:
API 5L ED45/DECEMBER 2012, ASTM A106/14, ASTM A53/12, ASME SA106/2013 B/X42-L246/L.290 PSL1 NORMAL BEVEL
BISELADD NORMAL
Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 309 Pcs/Pz Nominal Weight / Peso Nominal:
2.375 X 0.218 INCH SCH 080/ W.C XS 19.69/21.33 FT 6551.729 FT 33327.307 LB 5.03 LBIFT
60.3 X 5.5 MM 6.00/6.50 MTS 1996.970 MTS 15117.000 KG 7.48 KG/M

r

THROUGH WALL HARDNESS / DUREZA EN EL ESPESOR

| B: Body / Cuerpo

Min: Minimum / Minimo

Sc: Spedimen condition / Condicién de |a probeta

| BENDING / DOBLEZ [
Standard / Norma:
Heat N° | Sample N° Result
Colada N° | Muestra N* Resultado
B 37463 Good / Bueno
B HYDROSTATIC TEST / PRUEBA HIDRAULICA ]
Pressure / Presion T;me { Tiempa Results: f Resultado : ‘
Unit/ Unidtad. Value / Valor Secands / Sequndos
mpa éo.s : 5 “Salisiaciory / Sallstactorio

This cerfficate s 1esued by a computenzed system and it 1 valid with elecironic signalure. On the onginal carticate e irads-mark green colored
"Tanans" s stamped In case the cwner of the onginal certificate would release a copy of it, he must atest its conformity to the originat one 1aking
upeh huirnsell tha responsibilty for any untawful or not allowsd 1se  Any alteration andior falgication will be subjected to the law.

Este cerfificado se emits mediants sistema computanzado y es validada con firma elecironica.  El certificado original peses impreso el logo
Tenans color verde, En casa de que el poseedor del cartificade eritréigus una copia, debera garanhzar 12 conformidad con el eriginal haciéndosa

responsabie por ¢

Igquler uso ilegal o indabido. C

alteracidn yio falsificacien estara sweta a [a jey

FOR03171



il

Tenaris

Tubos de Acero de México, S.A.

Carret. México Veracruz Km 433.7 SN

Delfino Valenzuela Tejeria, Veracruz, Veracruz
C.P. 91697 MEXICO

(52) 229 989 1100 tel

MILL TEST CERTIFICATE Number / Nimero: Page / Pagina: (52) 229 989 1600 fax
CERTIFICADO DE PRUEBAS EN FABRICA 15038059 4/5
Date / Dia: October 03, 2015
Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A.DEC.V. Customner’s Order ltem / Orden Chente - ltem: Customer s Reference / Ref. del Clients: | Manufaciurer's Works Order N° f Confirmacion de Venta:
21574 ITEM 1 NIA 2355628/01
Manufacturing Process / Proceso de Manufactura: Product Type / Tipo de Preducio: Surface / Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
|Standard or Specification / Normas ¢ Especificacionss: Steel Grade ! Grado de acero: Ends / Extremos:
APl 5L ED4S/DECEMBER 2012, ASTM A106/14, ASTM A53/12, ASME SA106/2013 BrX42-L245/L290 PSL1 NORMAL BEVEL
. BISELADO NORMAL
JDimensjons / Dimensiones: Schedule / Cédula: Length / Longitud: Quantity / Cantidad: 309 Pcs/Pz Nominal Weight / Peso Nominal:
2,375 X 0.218 INCH SCH 080/ W.C XS 19.69/21.33 FT 6551.739 FT 33327.307 LB 5.03 LB/FT
60.3 X 5.5 MM 6.00 / 6.50 MTS 1996.970 MTS 15117.000 KG 7.48 KG/IM
HEAT TREATMENT / TRATAMIENTO TERMICO I

Heat treatment / Tratamiento térmice: Pipe / Tube
Quench media of heat treatment process / Medio de enfriamento del tratamiento térmico: nfa

Temperature Scale / Escala de Temperatura: nfa
Type
Tipo
asrolled
[ SUPPLEMENTARY INFORMATION / INFORMACION SUPLEMENTARIA _ o]

Supplemesitary Information
Informacidn Suplemantana _

Manufactured by TenansTamsa
Steel making process
Electnc Arc Fumace-Ladle Fumace-Continuoys Casting Machine
Fully Killed Steel
Matenal free from Mercury contamination
Not repaired by welding
Non destructve test Satisfaciory
Inspection mathod )
- EMI - FLWVI - MP1 -
MATERIAL ACCORDING TC NAGE MRO175 180 15156-2, 2008 AND NACE MRO103, 2010 ONLY FOR HARDNESS

22 HRC MAX

Tamsa Ref 685028

Fabncadeo por TenansTamsa
Fabncacion del acero
Homo de Arco Electnco-Homo de Afinacién-Maquina de Colada Continua
Acero calmado con alumimo s
Matenal iibre de cantaminacién de Mercurio
No reparado per soldadura -
Controf no destructivo. Satisfactorio
Metodo de inspeccian '
- EMI - FLVI - MPI -
MATERIAL DE ACUERDO A NACE MRO175 /1SO 15156-2, 2009 Y NACE MRO103, 2010 50LO DUREZA MAX 22
HRC
Tamsa Rel 885028

This certificate 18 1ssued by a computerized system and it is vali with slectronic signature. On the onginal certificate the trade-mark green colored
"Tenans" 13 stamped I case the owner of the onginal certrficate wolld release a copy of It, he must attest s confarmity 16 the original one taking
upon limself the responsibilty for any unlawful or not allowed use  Any alteration andfor falsification will be subjected to the law.

Este certficado se smite mediante sistema computanzado y es validado con firma electronica.  Ef certificado ariginal poses imprese el fogo
Tanans color verde. En caso de que el poseedor del certificado entregue una copla, debers garantizar ia conformidad eon el orlginal haciéndoss

responsahle por cualquier uso ilegal o indsbido. Cualglier altsracion yio falsificacitn estard sujeta ala ley
FORG3171



Tenaris

Tubos de Acero de México, S.A.
Carret. México Veracruz Km 433.7 SN

Delfino Valenzuela Tejeria, Veracruz, Veracruz

C.P. 91697 MEXICO
(52) 229 989 1100 tel

MILL TEST CERTIFICATE

CERTIFICADO DE PRUEBAS EN FABRICA

Number / NGmero:

15038059

Page / Pagina:

5/56

(52) 229 989 1600 fax

Date / Dia: October 03, 2015

Customer / Cliente: PLESA ANAHUAC Y CIAS. S.A. DE C.V. Custorner's Order ltem / Orden

Custoemer’s F&eferenoe 7 Eef. del (ﬁente:
NIA

Cliente - ltem:

Manufacturer’s Works Order N / Confirmacion de Venta: )
235528101

AP| 5L ED45/DECEMBER 2012, ASTM A106/14, ASTM A53/12, ASME SA106/2013

21574 ITEM 1
Manufacturing Process / Proceso de Manufactura; Product Type / Tipo de Producto: Surfaca f Superficie:
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION SIN COSTURA BARNIZADO
Standard or Specification f Normas o Especificaciones; Steel Grade / Grado de acero; Ends / Extremos:
BiX42-L245/L290 PSL1 NORMAL BEVEL

BISELADO NORMAL

Dimensions / Dimensiones: Schedule / Cédula: Length / Longitud:

Quantity / Cantidad: 302 Pcs/Pz

Nominal Weight / Pesc Nominal:

Average length per pipe Nominal weight per pipe

Longitud promedio por tubo Peso nominal por tubo
(fty {m) {ibfft) (ka/m)
21.203 €.463 5.087 7.57

2.375 X 0.218 INCH SCHO080 /W.CXS 19.69 /2133 FT 6551.739FT 33327.307 LB 5.03 LBIFT
60.3 X 5.5 MM 6.00/6.50 MTS 1996.970 MTS 15117.000 KG 7.48 KGIM
SUMMARY REPORT / REPORTE RESUMEN
Heat N* Quantity Length Weight
Colada N* Cantidad Longitud Peso
(Pieces) (it} {m}) (Tons)
9860 309 6,551.74 1,996.97 15,117

This 15 to certify that the product described here has bean menufactured, sampled, tested, and inspected in accordance with
purchaser order requirements, This cerlificate is not a declargtion of ongin ner may it be used as a declaration of onigin

Pur el presents certificamos que el material aqut descrite ha sida fabricado, muestreado, snsayado élnspeeclonado de
acuerds a los requisiios de su orden de compra Este certificado no €8, ni puede ser usado, como una teclaracién de ongen

NO APLICA
Employee Name N/A

QUALITY CERTIFICATION DEPT
DEPTO. DE'CERTIFICACION DE CALIDAD
Teresa M. Castella Abraham

CUSTOMER . THIRD PARTY TENARIS QUALITY DEPARTMENT SIGNATURE
. Faa - | e A
e el b VY i

E Py
CHIEF OF QUALITY CERTIFICATION DEFT
RESPONSABLE DEL DEPTO DE CERTIFICACION DE CALIDAD
Angel Cesar Aleman Gil

This caruficale 1a 185usd by A computerzad sysiem and i 15 valid with elecironic signatura, O The onginal Gerfficate the trade-mark green colored
"Tenans" is stamped In case the owner of the enginal certficate would release a copy of it, he must attest its conformity fo the original one takmg

BN El certificado original peses impreso el lego

oy es

didada con fima el

Esle certificade sa amite mediants si corr

resp

‘Tenans color verde. En caso de que el poseedor del certficade entregues una copia, debarg garantizar la conformidad con el original haciéndose
ble por cualquier uso llegal o indebide. Cualpuier alteracion yio falsificacion estard sujata d Iz ley

upwn himsalf the responsibility for any unlawful or nat allowed use Any al ion and/cr falsiication will be subjecited to the law.

FORO03171




