5

Tenaris

i

Tubos de Acero de México, 5.A.

Carret. México Veracruz Km 433.7 5N
Delfino Valenzuela Tejeria, Veracruz, Veracruz

C.P. 91697 MEXICO

- CERTIFICADO DE PRUEBAS EN FABRICA

Number { Némero

14018651 | 1/4

Page / Pagina:

{52) 229 989 1100 tel
{52) 229 989 1600 fax

Dare £ Dia: Ma]_' 29, 2014

Customer / Cliente: PLESA ANAHUAC Y CIAS. 5.4 DEC.V. Customer’s Order / Orden Cliente - ltem N® 1Customer's Reference/Referencia del tliente |Manutacturar’s Works Order N® / Confirmacidn de Venta
214813/01
Manufacture Process / Proceso de fabricacisn. Product Type / Tipo de producto, Surface / Superficie.
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION BARNIZADO
Standard or Specification / Normas o especificaciones. AP SLED4S Steel Grade / Grado de acero. Ends /7 Extremos. PLAIN END
B/X42-1.245/1.290 PSL1 LISO CORTE RECTO
Dimensions / Dimensiones. schedule 7 Cadula Length / Longitud. Quantity / Cantidad. 886 Pcs/pz Nominal Weight / Peso Nominal
1.32 X 0,133 INCH 040 19.70/ 2130 FT 1.68 LB/FT
33.40 X 3.40 MM 6.00/6.50 MTS 252 KGIM

Specimen condition Specimen dimensions Test Y.S. U.T.5. Y.S.
Condicién de la probeta Dimensiones de la probeta temp Unit / Unidad Unit / Unidad ! Elongation
Heat N® [Sample N® Ls Type Siza Temp. KG/MM2 KGIMM2 U.T.S. Alargamienta
Colada N°|Muestra N® Tipe | Ori Tamaho de
ensayo _{RequiredRequende JRequired/Requenda Req.
TMin: [Thin: Max. % in 2 inches
TMax: TVlax: Min.:
Liin: Ltin: Obt.
mm °C Liiax: Liax: %
733376 C3246/L. B Ss L 353X 3346 RT 34.7 5240 0.67 44.00
732927 AZ315/L B Sy 1 3.44 X 313.42 RT 36.1 53.3 0.68 48.00

on / Ortentacién

& Tensile Strength / Resistencia

LMin: Longitudinal Minfmum / Minimo tongitudinal
_Min: Minimum / Minimo

Ss: Strip specimen / Reciangular

EUL: Extension Under Load Method

Y 5.2 Yield Strength / Ruencia

TMax; Transverse Maximum / Maximo Transversal

B: Bady / Cuerpo
RT: Roon Temperature f Temperatura Ambiente
Qbt: Obtained / Obtenido

TMin: Transverse

Ls: Location of the sample / Locallzaclon de {a muestra
L: Longitudinal / Longitudinal

Req., Max: Maximum Required / M&ximo Requerido
LMax: Longitudinal Maximum / Mé&xima Longitudinal

4 Minimo Transversal

ila se emite mediante sisterna computari
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Tubos de Acero de México, 5.A.

Carret. México Veracruz Km 433.7 Si

Delfino Valenzuela Tejeria, Veracruz, Veracruz
C.P. 21697 MEXICO

CERTIFICADO DE PRUEBAS EN FABRICA

Number / Nimero

14018651

(52) 225 989 1100 tel

Page / Pigina:
ape’ Hagma {52) 229 989 1600 fax

2/4

Dare/Din: Mar 29, 2014

Customer / Cliente: PLESA ANAHUACY CIAS. S.A. DE C.V.

Customer’s Order / Orden Cliante - ltem N®

|Customer’s Refarence/Referencia de! cliente |Manufacturer's Works Order N® / Confirmacian de Venta

214813/01
Manufacture Process / Proceso de fabricacion. Praduct Type / Tipo de products. Surface / Superficie.
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS WVARNISHED
LAMINADIO BN CATIENTE SIN COSTURA CONDUCCION BARNIZADG
Standard or Specification / Normas o especificacicnes. API 5L ED45 Steel Grade / Grado de acero. Ends / Extremes.  PLAIN END
B/X42-L.243/1.290 PSL1 LISO CORTE RECTO
Dimensions / Dimensiones. Schedule / Cédula Length / Longitud. Quantity / Cantidad. 886 Pos/pz Nominal Weight / Pesa Nominal
1.32 X 0,133 INCH 040 1974/ 21.3¢ FT 1.6 LB/FT
33.40 X 3.40 MM 6.00(6.50 MTS 2.52 KG/M

C Mn Si Cr { Mo s P Mi v Cu | Nb Ti
X lﬂ X0

Heat H Max

Colada Min

Sample N® P Max

Muestra N° ftin :

712376 H 18 8% 23 o 4 3 12 170 2 160 1 2
C5246/L. P 16 89 23 4 3 4 12 | 180 3 160 2 1
Cs241E P 156 89 23 9 3 4 121380 3 160 2 1

732927 H 17 a3 22 11 4 2 || 2 170 1 2
AZ315/L P 17 20 23 11 4 z 11| 130 2 186 Z i
A2316/L P 17 88 23 11 4 2 10 13¢) 1 180 1 1

Lomposition ] Composicidn %

53 Year:2010 Revision: ADD. Revision year;201:
0175 Year:2003 ok
IVE TEST-EDDY (U,

‘computerized system,

106 Year:2015 Revision:ADD, Revision year:2011A

Max: Maximum / Maximo

Minimum / Minimo

green <olored
inal one taking

verde. En caso de que el poseedar del
or cualguier uso ilegal o indebido. Cua

aelectronica.  El certl I
, deberé garantizar la con
n estara sujefa a la ley.
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Tubos de Acero de México, 5.A.

Carret. México Veracruz Km 433.7 SN

Delfina Valenzuela Tejeria, Veracruz, Veracruz
C.P. 91697 MEXICO

CERTIFICADO DE PRUEBAS EN FABRICA

Number / Niumero

14018651 3/4

Page / Pagina:

(52) 229 989 1100 tel
(52) 229 989 1600 fax

Dere/ D Mar 29, 2014

Customer / Cliente; PLESA ANAHUAC Y CIAS.5.A.DEC.V. Customer’s Order / Orden Cliente - ftem N°

|Cusiomer's Referance/Referencia del cliente

anufacturer’s Works Order N® / Confirmacion de Venta

B/X42-1.245/L290 PSL1

214813/01
Manufacture Process / Proceso de fabricacion. Product Type f Tipo de producte. Surface / Superficie.
SEAMLESS HOT ROLLED LINE PIPE SEAMLESS VARNISHED
lLAMINADO EN CALIENTE SIN COSTURA CONDUCCION BARNIZADO
Standard or Specification / Normas o especificaciones. API 5L ED4S Steel Grade / Grado de acero. Ends / Extremos. PLAIN END

LISO CORTE RECTO

Dimensions / Dimensiones. Scheduie / Cédula Length / Longitud. Quantity / Cantidad. 886 Peslpz Nominal Weight / Peso Nominal

1.32 X 0.133 INCH 340 1570/ 21.30 FT 1.68 LB/FT

33.40 X 3.40 MM 6.00/6.50 MTS 2.52 KG/M
UPPLEMENTAR _INFORMAGION

diamerer 1,1 mm max.: WITHOUT OBJECTIONS

NONDESTRUCTIVE TEST - EM1 ACC. TO ASTM E 570: WITHOUT OBJECTIONS

AFTER EMITNSPECTION, UNTESTED ENDS HAVE BEEN CUT OFF

MATERIAL ACC. TO ASTM/ASME [FPART.D TAB Y1/NACE MR 01-75

VISUAL AND DIMENSIONAL CONTROL HAS BEEN CARRIED OUT WITH SATISFACTORY RESULT
STEEL IS FULLY KILLED AND PRODUCED BY ELECTRIC FURNACE TO A FINE GRAIN PRACTICE
THE PRCDUCT SUPPLIED i8S IN COMPLIANCE WITH THE REQUIREMENTS OF THE ORDER.
SUPERFICIAL HARDNESS {Max: 235.0):

HEAT SAMPLE SC LS SCALE VAL1 VALZ VAL3

732927 A2315/L. AM B HBW 1490 147.0 1480

732376 C5246/L AM B HBW 149.0 147.0 1498

SC: SPECIMEN CONDUtON

SMANUFACTURED

a

sistema comp!

mputerized system and it is valid with efectronic signature, On the origi
the owner of the original certificate would release a copy of it, he must
for any unfawful or not allowed use. Any alteration and’or falsijicatior

de. En ca

so de que el poseedor del c

cualquier uso Hlegat o indebido. Cualduier alteracicn rovtalsi

iginal pesee impreso el lago
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electronica.
; debera garal




Tubos de Acero de México, S.A.

T -]
ena ris . Carret. México Veracruz Km 433.7 SN
- Delfino Valenzuela Tejeria, Veracruz, Veracruz

C.R 91697 MEXICO
(52} 229 989 1100 tel

‘ CERTIFICADO DE PRUEBAS EN FABRICA Number/ Némera | Page/ Pagina: e e o
, , . 14018651 | 4/4
Date / Dia: Mar 29, 2014

Custorner / Cliente: PLESA ANAHUAC Y CIAS. S.A.DEC.V, Customer’s Order !/ Orden Cliente - Item N° |Cuslomer's Referance/Referencia det cliente [Manufacturers Works Order N° /7 Confirmacién de Venta
214813/01
Manufacture Process / Proceso de fabricacion. Product Type / Tipo de producto. . ’ Surface / Superficie.
SEAMLESS HOT ROLLED LINE PIPE SEAMILESS VARNISHED
LAMINADO EN CALIENTE SIN COSTURA CONDUCCION BARNIZADO
Standard or Specification / Mormas o especificaciones. API 5L ED45 Siee! Grade / Grado de acero, Ends / Extremos. PLAIN END
BXA2-1.245/1L.290 PSL1 LISO CORTE RECTO
Dimensians / Dimensiones. Schedule / Cédula Length / Longitud. Quantity / Cantidad. 886 Pes/pz Nominal Weight / Peso Nominal
1.32 X 0.133 INCH 040 19.70/21.30 FT 1.68 LB/FT
33.40 X 3.40 MM : 6.00/ 6.50 MTS 2,52 KG/M
Tror el presente certificamos gue et mateial aqui descrito ha sido fabricado, muestreado, ensayado e inspeccicnade de acuerdo

This is ta certify that the product described here has been manufactured, sampied, tested, and inspected in accordance with purchaser order
a los requisiios de su orden de compra, Este certilicad no s, ni puede ser usado, como una declaracion de origen.

requirements. This certificate is not a declaration ol origin nor may it be used as a declaration of crigin.
TENARIS QUALITY DEPARTMEN 1 SIGNATURE

" :

CHIEF OF QUALITY CERTIFICATION DEPT.
SPONSABLE DEL DEPTC. DE CERTIFICACION DE CALIDAD

Rafael Gutiérrez De Velasco Magallanes

QUALITY CERTIFICATION DEF
DEFTC, DE CERTIFICACION DE CAl

MARCO A. RAMIREZ REYES.

Fsle certificado se emite mediante sistema computarniza

actrénica.  El certificado ariginal pasee impreso ef loge
; deberd garantizar Ja conformidad con ef origingl haciéndose

[This certificate is issued by a computerized system and it is valid with electronic signature. On the original cenlificate the trade-mark green calored
s stamped. In case the owner of the original certificate would release a copy of it, he must attest its conformity to the original one taking
for any unlawful or not allowed use, Any alteration and/or falsification wil: be subjected ta the law.

Tenaris calor verde. En caso de que el poseedor del cel a
responsahle por cualguier uso flegal o indebido. Cuslguier alteracion yio falsificacidn estard sujeta a la ley.
DICA 777 0410

“Tenaris
upon himself 1he responsibilit




