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TIANJ M U M TEE& PIPE COLLTD 5L-0560 sCT 0792
PRODUCTION CERTIFICATE
CUSTOMER | PLESA .L;.l:/?)}]IEUé&S Y CIAS We hereby cgrtify that the- material described herein has been manufactured and tested in CERTIIIISCATE MCLZ1233-1
- - accordance with above spec1ficat10ns and the results of all are acceptable. ‘ :
PRODUCT ERW ROUND PIPE BRHBRMAEZNE, EFEAFARBERE IEERFERERAKK A%, R, L/C NO.: M927933
HEAT TREATMENT () HN | ' CONTRACT
M.P HFW STANDARD ASTM A53 GR.B OF WELDING SEAM Oz | NO. RU1233
STEEL HEAT SPECIFICATION QTY CHEMICAL COMPOSITION &t (%)
GRADE NO. (mm) MT PCS | C | Si [Mn]| P S | Cr |Mo |Al| Ni [IN| Cu |Nb | V | Ti | B|Sn|Re| Ca | CEV
B 12522324 | 889 | 549 6150 65.771 947 018 | 0.19 | 042 | 0.025 | 0.021 | 0.011 | 0.007 | - | 0.005 | - | 0.003 | 0.008 | 0.006 | 0.002 | - | - - - -
B 215172 1143 | 602 6150 98.96 1001 019 | 021 | 041 | 0.023 | 0.022 | 0.010 | 0.009 | - | 0.006 | - | 0.005 | 0.006 | 0.001 | 0.003 | - | - - - -
B 12305135 | 1683 | 6235 6150 | 166.888 1070 | 0.16 | 0.24 | 0.42 | 0.028 | 0.023 | 0.014 | 0.003 | - | 0.013 | - | 0.011 | 0.003 | 0.002 | 0.003 | - | - - - -
TOTAL #3t: (331.619) MT (> (3018) PCS o) MECHANICAL PROPERTY OF WELDING SEAM HYDROSTATIC
- ) (V) UT @mssms -
MECHANICAL PROPERTY OF PIPE BODY & #4456 B R LY B : TEST /K&
YS. (Ros) | TS. (Ra) IMP SHEARING FLATTENING TsS. MP WELDING ‘
E.L. HARDNESS DELAMINATION TEST DELAY
JERRIRSE EARILs 3 I AREA KR EIRDLS -3 &I (D SEAM I
fRKE (%) OF PIPE END PRESSURE | TIME
MPa MPa C BIY) AR 12 I 13 | JOINT st MPa C 100%
310 450 30.0 - - OK - - - OK OK 17.0MPa 6s
320 445 31.0 - - OK - - - OK OK 15.5MPa 6s
315 435 30.0 - - OK - - - OK OK 10.9MPa 7s
SIGN/SEAL OF THE THIRD PARTY DETECTION NOTES Y.S=YIELD STRENGTH i T.S=TENSILE STRENGTH
BEOTREEEL ER E.L=ELONGATION IMP=IMPACT VALUE(IND)
1. Pressure pipes used with ordinary pipes will be regarded as ordinary ones. 2+ Quality defects occurred in transmit is beyon OXKIQg, !
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