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TIANJIN UNITED STEEL PIPE CO.,.LTD

MILL CERTIFICATE

CUSTOMER PLCI?ig/;IiA])PIéJéS Y We hereby cgrtlfy that the_ matgerlal described herein has been manufactured and tested in CERT’:IFOICATE MTCLZ1288
: : accordance with above specifications and the results of all are acceptable. :
PRODUCT ERW ROUND PIPE R BRALHIE CNE, BN RS IFMER AR ZM LA R A, FRIGE, L/C NO.: .
HEAT TREATMENT (\) HN CONTRACT
M.P HFW STANDARD ASTM A53 GR.B OF WELDING SEAM Oz vy RU1288
GRADE NO. (mm) MT PCS | C | Si Mn| P S | cr|{Mo|A| N |[N|Cu|Nb| V | Ti B Sn|Re | Ca|CEV
220760 114.3*6.02*6150 98.867 1000 | 08 | 0.19 | 042 | 0.024 | 0.022 | 0.010 | 0.004 | - | 0012 | - | 0018 | 0.012 | 0.020 | 0002 | - | - - - -
12X305052 168.3*7.11%6150 98.906 569 016 | 0.7 | 041 | 0021 | 0.025 | 0.011 | 0007 | - | 0010 | - | 0014 | 0013 | 0.01L | 0.008 | - | - - - -
TOTAL &it: (197.773) MT aiy  (1569) PCS 0 MECHANICAL PROPERTY OF WELDING SEAM (<) UT sarbietier HYDROSTATIC
R B
MECHANICAL PROPERTY OF PIPE BODY #4454t RS B TEST K&
YS. (Ros) | TS. (Rw) IMP SHEARING FLATTENING TS. IMP WELDING
E.L. X HARDNESS DELAMINATION TEST DELAY
Ja AR B JEE Pl D) AREA JE PUhLom e D (D SEAM
K (%) OF PIPE END PRESSURE | TIME
MPa MPa C B HAR 112 ‘ 13 ‘ JOINT Jik& MPa C 100%
320 455 310 - - oK - - - oK - - -
315 450 30.0 - - oK - - - oK - - -
.w"“".'.\-\ I- 1:r,‘r/ \\L
SIGN/SEAL OF THE THIRD PARTY DETECTION NOTES Y.S=YIELD STRENGTH T. Ss*TENleE STRENGTH
=TTk A E Ak R E.L=ELONGATION ||\/['iD IMPACT VALUE(IND)
NOTES #mj: 1. Pressure pipes used with ordinary pipes will be regarded as ordinary ones. 2. Quality defects occurred in transmit is beyond our gilarantee e .'
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3. Any changes by handwriting is invalid. 4. This certificate should be proved valid with seal.
AAUEHE T 5 sk Zh B TE R ASHE B AR 557 it S5 BRI B 3 TE R &";' B
INSPECTOR #6&:5: fi: CONSIGNOR k%t 5i: PEI CHENG ISSUED DATE Jxilk H#{: 2012-12-10




