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CODE(4R%) : LZ/CX14-JLOTD = E & GE i P NO. (45D : 1503261719
CUSTOMER CERTIFICATE NO.
Wht s ESSIEEL, " NG We here by certify that the material described here in has been manufactured and tested in accordance with above specifications e qcot
and the results of all are acceptable.
PRODUCT | ERW ROUND STEEL WAL Y T, SN ARSER I TIRERARERERARKSR, BRILIE. CAR NO. )
kg PIPE *e
ol HFW STANDARD ASTM A53 CR.B HEA?IELI;%AG“;EENA}A r (4 M GO S RU15003
BT A : FaGiR=2 . 0.8 15201
il AR prpeyfie & P.0 0
STEEL CHEMICAL COMPOSITION/.ES$E1k 2% miids (%)
GRADE | HEAT NO. SPECIFICATION WEIGHT | PCS
L 5
ﬂ( )*& MT () 2 C | Si | ¥n P 5 Cu Ni Cr Mo Ti v Al Nb N B Sn Ce Ca | CBun | CEpiy
mm .
B 521997 @ 168, 3%7. 11+6150 852 |o0.18|0.200.34|0.0200.019|0.012|0.015|0.011 [0.008| - [0.002| - - - - - - - - -
164. 959
B 521998 @ 168, 3%7. 116150 97 |0.17]0.21(0.32|0.022|0.018(0.013 0,011 |0.012]0.011| - |0.002| - - - - - - - - -
B 520578 ®2190. 1%6. 3546150 | 162.485| 703 |[0.18]0.21 |0.33(0.021|0.019)0.012|0.0160.012|0.005| - [0.002| - - - - - - - - -
MECHANICAL PROPERTY OF PIPE BODY MECHANICAL PROPERTY OF WELDING SEAM () UTHEEEREG =) EMAT HLRHAR A HYDROSTATIC TEST
By tEE WE RS AE (=) ET¥if#Mm KRR
T.8. B.L. IMP IHP DELAMINATION OF PTPE
Y.8. (Rys) (Ry) (A) Wizh () FLATTENING | T.S. (R MEETh (D WELDING SEAM END PIPE BODY [TEST PRESSURE| DELAY TIME
JTIRAERE MR i3 ER FidraE - JREE100% BB =83 RIIES £ P Bt ]
MPa MPa AS0mm @) - T MPa - © MPa £
404 496 42.5 - 0K - - OK - - 12,3 B3
401 493 36.5 - 0K - - 0K - - 12.3 6s
355 463 9.5 - 0K 475 - OK - - 8.4 Bs
SIGN/SEAL OF THE THIRD PARTY DETECTION NOTES Y. S=YIELD STRENGTH T.S=TENSILE STRENGTH
HEJRRERL R E. L=ELONGATION IMP=TMPACT VALUE i V‘EL P i‘%’

1. Pressure pipes used with ordinary pipes will be regarded as ordinary ones.
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3. Any changes by handwriting is invalid.

FAL LA F FREBITR.

2. Quality defects occurred in transmit is beyond our guar
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4, This certificate should be proved valid with seal.
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