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TIANJIN UNITED STEEL PIPE CO.,LTD

CODE «#i>: LZ/CX14-JLOTD MILL CERTIFICATE NO %) 140324-5
C??;;TR E-STEEL, INC. We hereby certify that the material described herein has been manufactured and tested CERTIIT;[&;TE NO. =
L 1AL o
RODUCT in accordance with above specifications and the results of all are acceptable. CAR NO =
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M. P STANDARD (-) N CONTRACT Ne
BiETE HFW PP ASTM A53/A53M (=3 7 gy RU14010
STEEL HEAT SPECIFICATION QTY #& CHEMICAL COMPOSITION #imfeerity (%)
GRADE NO. P ) PCS . : .
g w5 iy MT ¢mbi) s C Si Mn P S Cr Mo | Al Ni N Cu | Nb vV Ti B Sn Re | Ca CEV
B 42-01935 ®219. 1%5. 5646150 32.063 178 0.14 0.14 0.40 0,030 0.028 0.009 0.010 - 0.021 - 0.033 - 0. 000 - - - - - -
B 420595 ©219. 1%6. 3546150 82. 37 402 0.14 0.15 0.41 0. 031 0.025 0.010 0. 009 - 0. 020 - 0. 030 - 0. 000 - - - - - -
B 411443 ©219. 1*8. 18%6150 198.612 759 0.16 0.14 0.38 0.030 0.028 0.011 0.015 - 0.022 - 0.032 - 0. 001 - - - - - -
TOTAL @it: ( 313.035 ) MT (m ( 1339 > PCS (0
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i B SR kDL ) PUbLsREE Pzl (1) OF PIPE END PRESSURE
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MPa MPa % MPa € a2 S H N
320 435 31.0 o = 0K 445 = = OK - 7.4 MPa 6s
325 445 30.0 = = 0K 450 - - 0K = 8.4 MPa 6s
320 440 31.5 - = 0K 450 - = 0K . = 10.8 MPa 6s
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NOTES #m: 1. Pressure pipes used with ordinary pipes will be regarded as ordinary ones.
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3. Any changes by handwriting is invalid.
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