& TTU INDUSTRIAL CORP., LTD.

Head Office : 395/5 Silom Road, BangRak, Bangkok 10500, Thailand. Tel: (662)-237723040 Fax : (662)-2366627, 2377241
Production Plant : 33/3 GP. 7, Soi Pon-Chareon, K.M. 18.6 Bangna-Trad Road, Bangplee, Samulprakan 10540, Theiland
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MANUFACTURER'S CERTIFICATE

(Mill Test Certificate) DIN 500438-3.1-B/EN 10204-3.1

Purchaser : PLESA ANAHUAC Y CIAS,, SADE C.V. Certificate No : 130480
Product : CARBON STEEL FITTINGS Order No : PO. 16080
Specification : ASTM A-234 WPB /NACE MR-01-75 Date : AUGUST 5, 2013
: ASME SA234 WPB L/C No ) : M929849
Raw Material Standard Inspection Standard Visual Inspection Dimensional Inspection
PIPE ; ASTM A106 B/ A53B | APISLB ANSI B16.9 PASS PASS
PLATE : ASTM A516 Gr 50 / 60 ANSI B16.28
Product & Size (inch) -Heat ID.- Quantity Heat NO, . Raw Material Maker
1 45 ELBOW LR SCH40 3" 36805 100 321843 2554-805
Ghemical Composition % Mechanical Test 5
verage | CE Long
Standard | C | SI [ Mn P s [cu|nNifcr [Mo| v [No]|AL] Vs TS E |Haraness | P2
b X X Ix . x I X X B X X -
10| 100 100l1000 | 1000| 100 100| 100 100 00| 1000 1000 P i " ol B
Min. -1 10 | 29 |- - - - - . . - -] 35,000 | 60,000 30
Max. 30 - | 106 |48 58 | 40 | 40 | 40 | 15 | 8 - 50 - 85,000 - 197 42
1 20 | 22 {43 | 16 | 10 | 2 1|1 - . - . | 42500 | 72100 34 167 38

= We hereby cortify that the products described hereln have been manufactured, inspected and conforme o standard as specified above.
* ALL FITTINGS ARE HEAT TREATED TO MEET NACE MRO175-03 STANDARD SPECIFICATION AT 650-820 C x 1.0 HR.
«CE =G+ (Mnf6) + {Cr + Mo + V)/§ +[ Ni+Cu)16

* ALL TEES ARE TESTED BY MAGHET!IC PARTICLE EXAMINATION (MT)

Chief of Quiﬁly Assurance Dept



