gyl CONSTANCIA DE INSPECCION No. CONSTANCIA (constancy No.): 101483
Col. Del Korte
Monterray N1 Wézico CLIENTE (customer):
T mm INSPECTION CONSTANCY PLESA ANAHUAC ¥ CIAS., S.A. DECV.
ubacero EAK:I0EEER0 DIRECCION(address). AV.VALLE DE LAS ALAMEDAS # 66 - O COL, SAN FCO. CRILPAN
TULTITLAN, EDO. DE MEXICO  C.P.54940
QT DIAMETRC ESPESOR GRADO ESPECEICACION PROCESO PEDIDO Q. PERRACION PROVEEDCR F-E-CHA
(orger no.} (outside diam.) (thickness} (grade) (specification) {process) (contract) {preparation order) {supplier) {date)
33522 12,750" 0.375" X42/5LB PSL 1/A538 AP SPEC 5L 44TH ED/A.5.T.M. HFW 9455 B-165-2010 TERNIUM 03/12/2010
proat 3 : ' o T, TrAALTSIS QUGS | Sramical Gt (7
e VTS O I e it ot g § 30— A g4 16 g il
SERIE (e 2lc] es 1 3 5 8 ENERGY (1) seEsRaRen | seEaRemen (B fpfg
(SERIAL) ¥.5) (TS5}  %EL vsns. 102 3 aval 1 2 3 ave 2 AVG glcf € M P S5 Si A Cu  Cr N Mc  Ti Nb B V N As Ca PCM CE
6 85500 H[7}0.15| 058 | 0.021]|¢.007( 0.106| 0.032 | C.021{ 0.022 | £.020 [ 0.004| - - - - - - - - 0.26
10 100802 Hi 7| 48000 61700 { 42| 0.74 P|7)017( 061 ]0.022] 0008 0.112( 0.033 | 0.022] 0.021 | 0.018 | 0.006] 0.00%] 0.001| 0.0001 | 0.001 - - 0.001| 0.2% | 0.28
P|7]0.16| 0.62 {0.023| 0.009| 0.111| 0.035 | 0.023] 0020 | 0.017 | 0.008] 0.004{ ¢.001{ 0.0002 | 0.001 - - 0.901| 0.20 | 0.27
& 73300 Hf 7{0.12| 0.79 | 0.008| 0.005| 0.298| 0.032 |0.052| 0.022 | £.029 | £.008 - - - - - - - - Q.27
05 206233 H| 7] 53800 65400 | 45| 0.82 P|7]0.15 0.76 | 0.012| 0.011| 0.287( ©.033 |0.055] 0.023 | 0.031 | 0.008) 0.004 ) 0.0011 0.0002 | 0.001 - - foco| 020} 0.29
PI7(014] 0.75 | 0.013| 0.009| 0.293| C£.035 | 0.056| 0.025 | 0.033 | £.009{ 0.001|0.001| 2.0001{ 0.001 - - 0.002| 0.16 | 0.28
] 85200 H! 710.15[ 0.57 |0.016]| 0.007| 0.100| 0.030 [0.012| 0.024 | 0.017 | 0.003] - 0 - - - - -1 - 0.26
S3 100801 H| 7| 46700 81500 | 44| 0.76 Py{7|0.18) 0.61 | 0.018]| 0.000f 0.133| £.033 |0.018]| 0.019 | ¢.016 | 0.005] 0.004] c.001] 6.0601 | 0.001 - - 0.001| 0.22 | 0.29
P17{0.15} c.e2 | 0.017| 0.008} 0.135( 0.032 [0.019] 0017 | C.015 | £.007 0.001] C.001 0.0601 | 0.001 - - Q.0c1| 0.23 | 0.30
1 74300 H|7]0.13] 0.80 | 0.024] 0.004] C.300] ©.036 |0.011] 0.014 | C.018 o.003| - - - - - - - - 0.27
151 100083 H| 7t 49000 65400 | 45| 0.75 P|7|0.15] 0.80 | 0.025| 0003 0.303| 0.037 [0.015] 0.018 | 0.021 { 0.007(0.001] 0.001] 0.0002 | 0.001 - - 0.00%| 0.20 ) 0.29
P|7]0.15| 0.81 | 0.026} 0.005| 0.301] 0.038 [0.016] 0.020 } 0.022 | 0.006(Q.001] 0.001| 0.0002] 0.004| - - }0.001] 0.2¢ | 0.29
10 22288 6 9
38 100082 [} 9
56 22288 5] =]
91 15564 8 9
163 22288 ] 9
[CRITERIOS DE ACEPTACION; wa: {42100 | 60200 | 28 - - - - -l -l -1 -1-1- -l -1 8f{-{-]1 - - . - - - - - - - - - - - - - - - -
{Acceptance critera} MAX: - - - - - - - - - - - - - - - -1 -] -§9.26{ 1.20 ] 0.030]0.030| - - 0.500] 0.400 | 0.400 |0.150] - + - 0080} - - - - -
PROMEDIO (AVG ) - - - - - - - -t - - | - - - -1 -1-1-[-1 - - - - - - - - - - - - - -
PRUEBA HIDROSTATICA; PRESION: TIEMPO:
(hidrostatic test) {pewngure} 2110 pu i) 5 s8¢ JORIENTACKON(ormiaton). 8. SOLDADURA fweld) HAGEMOS CONSTAR GUE EL MATERIAL DESCRITO HA SIDD FASRICRDO, MUESTREADO, PROBADQ E
ULTRASONIDO(UTY STANDARD 0E REFERENCIA: 3 1. TRANSVERSAL (iransverss) 7. METAL BASE (bave mate) W HEREBY ﬁifs‘;:ﬁ‘:ﬁ_’;:i’:gf:é‘mgﬁ‘;;&SH':ESS:EEQ SGON COMO AP E“LEE'I‘:.ENE;C’ 4
(uhtrasonic) REFERENCE STANDARD 2. LONGITUDINAL (ongtudinal) & ZONA AFECTADA (ha) SPECIFICATION MENTIONED AND THAT THESE TRETIRESULT ARE 45 T ey
[PRUEBA DE APLASTAMIENTO: TAMARC (3w 9. LINEA CE FUSION (lusion ine)
(Natianing test) 0° OK ©0° OK 3 RECTANGULAR(rectanguist) YIPO DE FRUEBA (typa)
[NORMALIZADO DE SOLDADURA: TEMPERATURA {tempersture):  1600° F MIN 4. CILINDRICA{round bar) 0,500 H: COLADA thest) ‘ u
(heat treatment waid) (NG UNT TENSITE ] 5. CILINCRICA(round bar) 0.3507 P: PRODUCTC {product) T
ESTANDAR DE REFERENCIA F:\.T. DRILLEC HOLE 1/16", G U.T, DRILLED HOLE 18", £ W.T. ROTCH NS, LOGALIZACION (location) R: REMUESTRES {recheck) Comﬂi"ad {Quali 1)
(REFERENCE STANDARD) - UT.NDTGH N-10 L RT HOLE 148", N: RT HOLE 2.2T 01 RT HOLE 24T T UNIDAD DE PRUEBA, {Tesl unl) Ing. Samuél Montoya a.
Sarrenc (Oriled Hola)=H Mussca (NotchjN
REV. 5 Jun.-10
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