CONSTANCIA DE INSPECCION

No. CONSTANCIA (constancy No.):

110086

. CLIENTE(customer):
INSPECTION CONSTANCY PLESA ANAHUAC Y CIAS. S.A. DE C.V.
St DIRECCION(address): "AV. VALLE DE LAS ALAMEDAS # 66-O COL SAN FCO CHILPAN
L i i : TULTITLAN, EDO. DE MEXICO. C.P. 54840
oT ESPESOR . GRADO ESPECIFICACION. PROCESQ PEDIDG e Q. PREPARACICN PROVEEDOR " FECHA
{order:ng.) {outside diam:} (thickness) - {grade) {(specification) . (process). {contract) (preparatior: order). (supplier} “{date)
33546 14.000" 0.225" X42/5LB PSL 1/A538 API SPEC 5L 44TH ED./A.S.T.M. HFW 10007 SB-030-2011 AHMSA 14/02/2011
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vl e (onentation) size) g % , of (Gnertator) T :
B : A z . ¥l ; o : : : i
ehe Psi 1 3 & g Jelo 2 - : e : . S g : g
.8y (¥8) /. WEL  vers FRv elol. M B8y AlcCu G L UNE L o Me T ND LB Voo N AlS Ca PCMCE
SR — i i -
6 78700 Hj 7]0.19]| 0.47 [ 0.015|0.008| 0.017| 0.038 (0.020{ 0.018 | 0.015 { 0.004 - - - - - - - -
3 205690 H{ 7| 64100 71800 | 38| 0.89 P|7]0.19]| 0.84 ;0.024|0.006| 0.013| 0.032 [0.023| 0.021 | 0.022 | 0.009} 0.061{ 0.001| 0.0001 | 0.001 - - 0.001| 0.24 | 0.34
P|7]0.17] 0.82 | 0.022] 0.005} 0.012} 0.031 {0.022| 0.023 | 0.024 | 0.007} 0.001| 0.001| 0.0002 | 0.001 - - 0.001] 0.22 | 0.32
6 85400 H| 7]0.18| 0.72 | 0.011} 0.009} 0.020] 0.048 | 0.015f 0.021 | 0.020 | 0.008 - - - - - - - -
107 403440 H| 71 62300 78400 | 34| 0.79 P|7|0.15| 0.85 | 0.018| 0.009} 0.012] 0.034 [0.018} 0.021 | 0.022 | 0.008| 0.001| 0.001| 0.0001 | 0.002] - - 0.001]| 0.20 | 0.30
P|7]0.15] 0.86 | 0.019| 0.008} 0.012} 0.037 |0.020{ 0.025 | 0.023 | 0.006| 0.001| 0.001| 0.0001 | 0.001 - - 0.001] 0.20 § 0.30
6 79800 H| 7{o0.16| 0.83 | 0.020} 0.007} 0.012| 0.027 | 0.030{ 0.020 | 0.020 | 0.009 - - - - - - - -
77 105549 H| 7] 60900 76600 { 35| 0.79 P|7}0.16| 0.85 [ 0.023{ 0.006{ 0.012| 0.029 |0.026]| 0.025 | 0.022 | 0.006] 0.002] 0.002} 0.0001 | 0.001 - - 0.002| 0.21 | 0.31
P]7j0.18| 0.80 | 0.020{ 0.005] 0.014| 0.027 [0.020| 0.022 | 0.024 | 0.005] 0.001 [ 0.001} 0.0001 | 0.001 - - 0.001| 0.22 | 0.32
67 105549 6 9
196 403440 6 9
RITERIOS DEACESTACION: mam: | 42100 | 60200 | 25 - - - - - - - - - - - - | - 81-]-f - - - - - - - - - - - - - - R - N .
i Acceptance criteraj. MAX; - - - - - - - -l -t -r -l -t - -t - |-1-]0.26] 1.20 |0.030] 0.030] - - |os00] 0.400 | 0.400 |0.150] - - - |ooso| - - - B
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PRUEBA HIDROSTATICAS 111217 PRESION TIEMPO. bt
Igdms:aﬁc(ést) i (pressure) 1150 esi (time) 5 sec ORIENTACION(orientation): 6. SOLDADURA (weld) HACEMOS CONSTAR QUE EL. MATERIAL DESCRITO HA SIDO FABRICADO, MUESJREADC, PROB QN LA
8 Ty - STANDARD DE REFERENCIA: J 1. TRANSVERSAL (transverse) 7. METAL BASE (base metal) ESPECIFICACION MENCIONADA. Y QUE LOS RESULTADOS SON COl
) (WE HEREBY VERIFY THAT MATERIAL DESCRIBED HEREIN HAS BEEN MANUFACTU ITH THE
o REFERENCE STANDARD 2. LONGITUDINAL (lengitudinal) 8. ZONA AFECTADA (haz) SPECIFICATION MENTIONED AND THAT THESE TEST RESULT AR
IFRUEBA DE APLASTAMIENTC! [TAMARO (size) 9. LINEA DE FUSION (fusion line)
test) 0° QK 90° OK 3 RECTANGULARrectangular) TIPO DE PRUEBA (type)
RMALIZADO DE SOLDADU TEMPERATURA (temperature):  1600° F MIN |4 CILINDRICA(round bar) 0.500" H: COLADA (heat)
(NO UNTEMPERED MARTENSITE REMAINS) 5. CILINDRICA(round bar) 0.350" P: PRODUCTO (product) S
ESTANDAR OF REFERENCIA F. U.T. DRILLED HOLE 1/16", G' U.T. DRILLED HOLE 1/8", 1 UT.NOTCH N-5, LOCALIZACION (location) R: REMUESTREO (recheck) Control d Calldac
(REFERENCE STANDARD) J:UT.NOTCH N-10 L. RT HOLE 1/16", N: RT HOLE 2-27 O.RT HOLE 2-4T T: UNIDAD DE PRUEBA (Test unit) |ng Samu
Barreno (Drilled Hole)=H Muesca (Notch)=tt
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