. DIRECCION(audress) CAV. VALLE DE LAS ALAMEDAS # 66-O COL. SAN FCO CHILPAN
: pe : TULTITLAN EDO DE MEXICO C.P. 54940
_L,VQS,EC!PICAGQN: i ek FECHA -
, {specification) antr (date}
X42/5LB PSL1/A53B API 5L 43 ED./A.S.T.M. 10066 SB-035»2011 AHMSA 16/03/2011
UNIDADES: *omnmon * TAMARO teg ORENTACION TAMARO i
(unts) (orientation) (size) of (orientation) (size) - i
PSI TR ] #lof :
Y8 (1.8} %&. ElC : N b 8 y % “CE.:
6 70400 H[7]o. . 0.010} 0.100| 0.036 }0.020| 0.020| 0.030 | 0.004 - 0.25
409 175162 H|7 45200 60700 42| 0.74 P|7}0.18|0.54]| 0.013| 0.012{ 0.110| 0.046 } 0.008| 0.014 | 0.025 | 0.001{ 0.001 ) 0.002} 0.0003 | 0.001 - - 0.002} 0.23 | 0.29
P|7{0.18]053]|0.010{0.013] 0.107| 0.042 {0.010] 0.014| 0.025 | 0.001{ 0.001 | 0.002| 0.0002 | 0.001 - - 0.003{ 0.21 ] 0.27
6 71900 H|7]0.15]0.58| 0.015{ 0.008] 0.100 | 0.039 |0.010} 0.010} 0.020 | 0.004 - - - - - - - - 0.25
140 175163 Hi7 54400 68700 | 40| 0.79 P|7]0.19{0.56| 0.017| 0.011| 0.116 | 0.045 | 0.005{ 0.008| 0.023 { 0.001 | 0.001}| 0.002| 0.0004 | 0.002 - - 0.002]| 0.23 ] 0.29
P|7]0.19§0.57] 0.015| 0.012] 0.116] 0.048 | 0.009| 0.008| 0.023 | 0.001| 0.001 | 0.002 | 0.0004 | 0.002 - - 0.002] 0.23 ]| 0.29
42000 | 60000 | 25 - - - - - - - - - - Sl -l - - - - - - - - - - - - - - - -
- - - - - - - - - - - - - - - -] -] -10.26]1.20}0.030] 0.030 - - 0.500{ 0.400{ 0.400 | 0.150j 0.040 - - 0.080 - - - - 0.43
PRESION: TIEMPO:
(pressure) 1500 psi (time) 10 sec ORIENTACION(orientation): 6. SOLDADURA (weld)
- STANDARD DE REFERENCIA: J 1. TRANSVERSAL (transverse) 7. METAL BASE (base metal)
ii: REFERENCE STANDARD [2. LONGITUDINAL (longitudinal) 8. ZONA AFECTADA (h.a.z))
i TAMANO (size) 9. LINEA DE FUSION (fusion line)
0° OK 90° OK 3. RECTANGULAR(rectangular) TiPO DE PRUEBA (type)
lmcoisowwuak iy TEMPERATURA (temperature).  1600° F MIN 4.CILINDRICA(round bar) 0.500" H: COLADA (heat)
reatment weld) (NO UNTEMPERED MARTENSITE REMAINS) 5. CILINDRICA(round bar) 0.350" P: PRODUCTO (product)
RDE REFERENGCIA ' F: UT DRILLED HOLE 1116+, .U T, DRILLED HOLE 1%, - UT. NOTCH N, LOGALIZACION (location) R: REMUESTREO (recheck) Control a d ntrol)
‘RE?EﬁENCE STANDARD) J:UT.NOTCH N-10 L: RT HOLE 1/16". N: RT HOLE 2-2T O: RT HOLE 2-4T T: UNIDAD DE PRUEBA (Test unit) lontoya Laguna.
' Barreno (Drilled Hole)=H Muesca (Notch)=N
REV. 5 Jun.-10 F-TUME-013



