CONSTANCIA DE INSPECCION No. CONSTANCIA (constancy No.): 130774
: CLIENTE(customer):
INSPECTION CONSTANCY PLESA ANAHUAC Y CIAS, S.A. DE C.V.
DIRECCION(address): AV. VALLE DE LAS ALAMEDAS # 66-O COL. SAN FCO. CHILPAN
TULTITLAN, EDO. DE MEXICQ. C.P. 54940
O.T. DIAMETRO ESPESOR GRADO ESPECIFICACION PROCESO PEDIDO O. PREPARACION PROVEEDOR FECHA
(order no.) ({outside diam.) (thickness) (grade) (specification) (process) (contract) (preparation order) (supplier) {date)
13140 24,000" 0,750" B PSL1 API 5L 43 ED SAWL 15167 TB-069-2013 AHMSA 19/04/2013
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(v:s) (TS)  %EL vsms. Cav] " lelel € MA P S si Al Cu Cr Ni Mo Ti  Nb B V N As Ca PCM CE
6 94900 H}7]0.15] 1.00 | 0.015] 0.005| 0.336 - 0.020| 0.010 | 0.030 | 0.004]0.005 0.024 | 0.0001 | 0.003 | 0.007| 0.041 | 0.001] 0.21 | 0.33
4 274912 H| 7| 75700 84300 | 38} 0.89 P{7]0.18] 1.05 | 0.014 0.003] 0.310 - 0.013]| 0.016 | 0.021 | 0.003 | 0.004 | 0.022 | 0.0005 | 0.002 | 0.006| 0.025 | 0.001| 0.26 | 0.37
P|7(0.17) 1.08 | 0.013| 0.002] 0.340 - 0.012] 0.017 | 0.021 | 0.004] 0.005] 0.025} 0.0005 [ 0.003 ] 0.006| 0.031 | 0.001]| 0.24 | 0.35
101 274911 6 OK
ICRITERIOS DE ACEPTACION: MIN: 35000 60000 | 24 - - - - - - - - - - - - - e - - - - - - - - - - - - - - - - - - -
(Acceptance critera) MAX: - - - - - - - - - - - - - - - - - - 0.26] 1.20 | 0.030]|0.030| - - - - - - 0.04 - - - - - - - -
PROMEDIO (AVG.). - - - | *No se Aceptan Grietas > 1/8"| - - - -~ - - - - - | - - - - - - - - - - - - - |y - - - - - - -
PRUEBA HIDROSTATICA: PRESION: TIEMPO: B
i ic test) (pressure) 2930 psi (time) 10 sec ORIENTACIO 6. SOLDADURA (weld) HACEMOS CONSTAR QUE EL MATERIAL DESCRITO HA SIDO FABR) " FIUESTREADO, JPROY ofe) ) DE A IERGO CONLA
ULTRASONIDO(U.T.): STANDARD DE REFERENCIA; F 1. TRANSVERSAL (transverse) 7.METAL BASE (base metal) (WE HEREBY VE%,SFPYE?f‘fﬁﬁgﬁxﬂggﬁ&%ﬁ%ﬁé&s&sm N 0% SN AP ARELE ,E%“EE?ED &&st-&c%z’“&%&%ﬁ:mm’ A{,{é@\m THE
i REFERENCE STANDARD [2. LONGITUDINAL (longitudinal) 8.ZONA AFECTADA (h.az) SPECIFICATION MENTIONED AND THAT THES] FRESULT ARE AS TH 3P ICOMPANY). X
IRAYOSX (RT): PENETROMETRO (penetrometer): N°20 AS.T.M. [TAMANO  (size) 9. LINEA DE FUSION (fusion line) Rl
l(x-ray) 3. RECTANGULAR(rectangular) TIPO DE PRUEBA (type) u i
INORMALIZADO DE SOLDADURA: TEMPERATURA (temperature): ~ N/A 4. CILINDRICA(round bar) 0.500" H: COLADA (heat) ay
|(heat treatment weld) 5.CILINDRICA(round bar) 0.350" - P: PRODUGTO (product)
ESTANDAR DE REFERENCIA  F: U.T. DRILLED HOLE 1/16", G: UT. DRILLED HOLE 1/87,  |: U.T. NOTCH N5, LOCALIZACION (location) R: REMUESTREO (recheck) Control de ad (QualtyControl)
(REFERENCE STANDARD) J:UT.NOTGH N-10 L: RT HOLE 1/16", N: RTHOLE 22T O: RT HOLE 24T T: UNIDAD DE PRUEBA (Test unif) Ing. Samugl Montoya Laguna.
Barreno (Drilled Hole)=H Muesca (Noteh)=N
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