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, @W m~ BEARSNE TIANJIN UNITED STEEL PIPE CO.,LTD

CERTIFICATE OF PRODUCT QUALITY

CODE (#§%) : LZ/CX14-JLOTD P ok FROEDUE M OH N0 (Hi2) . 1701091038
CUSTOMER CERTIFICATE NO.
; ; E-STEEL, INC. ’ . . ) y :
T B ILERL, “IHE We here by certify that the material deseribed here in has been manufactured and tested in accordance with above specifications Kt kool
and the results of all are acceptable.
PRODUCT | ERW ROUND STEEL AE 2 WAT. S AL E R R FL A R R RS S, ity CAR NO.
e PIPE N
M.F A STANDARD I HEAT TREATMENT OF CONFRACT e
ol T2 Py APL 5L GR.B/ASTM A53 GR.B WELDING SEAM (4} y i AU16010
Wi TE Egiaridl e &l €
=JER CHEMICAL COMPOSITTON% LAk % it {5 (%)
GRADE | HEAT WO SPECIFICATION WEIGHT | PCS & ; : iy
e A ) ki3 )
Fagls NT Cig) C Si | Mn p S Cu Ni Cr Mo Ti v Al N N B Sn Ce Ca | CBps '
mm
B 62D834 ®219. 148 18+6150 | 102.839 | 393 | 0.17|0.18|0.35!0.026|0.025 | 0.012 | 0.014 | 0.002 | 0.002 | 0.003 | 0.007| - |6.011 - |o.o00| - - |o.o01| - -
B 610385 @219, 1+6. 35+6150 | 29.301 | 143 [0.18|0.18|0.34|0.026|0.014 | 0.010 | 0.013 | 0.001 | 0.001 |0.002 | 0.005| - |o.o12| - |oooo| - - {0001 - =
B 610819 @219, 1#6. 356150 | 69.461 [ 339 | 0.17|0.15(0.32|0.020|0.022 | 0.005 | 0.001 | 0.002 | 0.001 | 0.002 | 0. 004 0.000| - - | 0.001 -
MECHANICAL PROPERTY OF PIPE BODY MECHANICAL PROPERTY OF WELDING SEAM () UTHIPSHRL L B R 7T HYDROSTATIC TEST
TR E PG R EEER M KRS
T8 B HhiE e DELAMINATION OF PIPE
Y.5. (R 5) (Ry) (A Mdizh (D FLATTENING | T.S. (R.) iy o) WELDING SEAM END PIPE BODY [TEST PRESSURE| DELAY TIME
T BRI [ Al fp {2 Hi s b RE - 148 100% I [ERES WwIsE N {5 L& Hef )
WPa MPa A50mm ®) - WPa c ¥Pa i
330 433 32.0 0K 441 - 0K - 11.0 6s
341 446 30.0 - 0K 462 . oK - - 8.5 6s
325 445 32.0 - 0K 158 0K - - 8.5 fs
SIGN/SEAL OF THE THIRD PARTY DETECTION NOTES Y. S=YIELD STR T. S=TENSILE STRENGTH
WAL ER E. L=ELONGATION IMP=IMPACT VALUE (INI)
I, Pressure pipes used with ordinary pipes will be regarded as ordinary ones. 2. Quality defects occurred in transmit is beyond our guar Eﬂ%m
RIET S - AR e, — ek — T B . 143 ) b s AR AP SR SREA R - (R,
NOTES
- 3. Any changes by handwriting is invalid, 4. This certificate should be proved valid with sea ~3
AE U - 5 ek e sh By e k. A2 E B % 0 o A= S R RGIE BN A A
INSPECTORER3E f4:  ithix CONSIGNORA i . Bk 201741 B9H




