: ; ; ® Industrial de Vélvutas, S.A. de C.V. (NUMERQ) NUMBER: mm
B Y. TA Av. de la Industiia Lote 16 Frace. Industrial el Trébol 30/09[%

Tepoetzotlén, Estado de México C.F. 54600 {FECHA) DATE:

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE
ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:
CERTIFICAMOS QUE EL PRODUCTO LISTADQ ABAJO FUE DISENADO, FABRICADO Y PROBADO

DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES

APl 8D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

APl 800 - STEEL GATE VALVES - FLANGED AND BUTWELDING ENDS
API 598 - VALVE INSPECTION AND TESTING

AP| 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS

ANS| B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANS| B16.34 - VALVES - FLANGED, THREADED, AND WELDING ENDS

MSS-5P61 - PRESSURE TESTING OF STEEL VALVES
PART. No.: (11008
(CODIGO;
pESCRIPTION: 4" FIG. 5202 F 0T W8, API TRIM to.8
{DESCRIPCION) (CAST STEEL GATE VALVE {VALVGIA OOMPUERTA [E ACERC FUNDIDG)

VALVE VI LOV EMISSION CONTROL (VALVELA SUNTNISYRADA COB CONTROL DE ENTSTONRS)
PRESSURE TESTS | SHELL |BACK | SIDE _(ADO) (FOGTTIVAS A 50 PPW'S MAX)
(PRUEBAS DE PRESION) | (ASCO) | SEAT | 1 | 2 ()
HyprosTatic(Pshy | 40 &0 BA ¥
(HIDROSTATICA)
PNESHATIC S0 L
0 MECHANICAL TESTS  (PROR MECANICAS)
CHEMICAL COMPOSITION (%) (COMPOSICION QUIMICAY TENS | YIELD | ELG | RED|BHN
ITEM HEAT |MATERIAL] C | Mn P 5 Si Ni Cr | Mo | Cu v W | kpsi| kpsl | % | %
{PARTE) (COLA%A) (ASTM) CVN@ 15T [ 2ND | 3RD [ AVG
&lﬁ&. W47 (A-216ACB | G211 097 0.032 0020 0.92 0.051 0.060 0.032 0.021 0.004 .10 455 20.0 46.0 169
(IERP0)
ey to 920.00)0C.. Cooled in air. (Morwalizado a 920.00 (C.. Enfriado en aire.)
?ﬁmm 2168 | 0.2 0.892 0.023 0.0t6 0.446 0.030 0.030 0.030 0.020 0.001 .05 47.21 U0 520 1od
to 920.00/6C. . Cooled in air, (Normelizado a 920.00 £C.. Enfriado en aire.)
l))Iﬂ VER10% [-A7/M15| 0.136 0.636 0.010 0.018 0.76¢ 0.139 13.53%0 0.083 0.012 0.001 93.67 70.7%6 26.0 43.0 28
(
to 970.00|4C.. Cooled in air. (Bormalizado a 970,00 &C.. Enfriado en aire.)

CERTIFIED BY:

QUALPPAASSURANCE
CERTIFICADO POR:  ASEGURAMIENTO DE CALIDAD FAG10.21 REV 1"



