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® jncustria de Véhulas, S.A. de C.V. (NUMERO) NUMBER: V0alPbl
Av. de la Industria Lote 16 Frace. Industrial €l Trébol 0470712006

Tepotzotlan, Estado de México C.P. 54600 {(FECHA) DATE:

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELCW WAS DESIGNED, MANUFACTURED AND TESTED

ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PROBUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO

DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES

API 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

AP1 600 - STEEL GATE VALVES - FLANGED AND BUTWELDING ENDS
AP| 588 - VALVE INSPECTICON AND TESTING

API 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS

ANSI B16 .10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES
ANSI B16 .34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MSS-5P61 - PRESSURE TESTING OF STEEL VALVES

PART. No.: 30{431
(CODIGO)

DESCRIPTION: 10* FIG. £913 RTJ WCB. AP TRIN N/
(DESCRIPCION)  o4er 1F SLAB GATE VALVE (API-6D) {VALVULA COMPUERTA PLAMA DE ACERD FUNDIDO (API-6D1)

{NORMA NACE-MR-01-73, PRUEBA DE FUEGH APT 4FA)

PRESSURE TESTS
{PRUEBAS DE PRESION)

SHELL |BACK | SIDE (LADO) [}
(CASCD) | SEAT 1 ] 2 0

HYDROSTATIC (PSI)
{HIDROSTATICA)

2805 2289 1630 1830

PNEUMATIC (PSI)

(NEUMATICA) 80 8
i MECHANICAL TESTS  (PROP MECANICAS)
CHEMICAL COMPOSITION (%) (COMPOSICION QUIMICA) TENS | YIELD| ELG | RED|BHN
ITEM H oT MATERIALl € Mn P S Si Ni Cr Mo Cu v W | KPSI| KPSI| % | %
{PARTE) {coLAba) | (st CVN@| 18T |2ND| 3RD | AVG
BODY 10210 |A-216/NCB | 0.220 0680 0.020 0.017 0.350 070 0,290 G.i60  0.190 Q.03 03 .40 30,0 4.0 155
{CUERPD}
N4rmalizatel Lo 931.00/0C.. Cooled in air. {Normalizeds a 931.00 OC,. Enfriado en airel
BONNET CAVER|Z027 A-PI6/NCR | 0,230 G.670 0.021 0.018 6.350 G.2%0 6,240 0.180 0.220 O.022 7890 36,97 2.0 40.0 149
(RONETE TAPA '
Neraalizate Lo 931.00|0€.. Cooled in air. (Mormalizade a 931.00 OC.. Enfriado en aire.)
UEDOE BISK |PCOABS  |A 276 60 ) 8.120 0.780 0.032 0.220 0.600 0,200 12,500 0.000 0.000 0.00¢ 1’7 5017 3.0 370 173
PLUG
{DISCO}
CERTIFIED BY: A
omkuﬁ AsgURANCE
CERTIFICADO POR: ASEGUR NTO DE CALIDAD

FAC10-21 REV “1"




