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Industrial de Valvulas, S.A. de C. V .  
Av. de La Industria Lote 16 Fracc. Industrial El Trebol .., 

. ,  , ,>,,. .::>:: ?e,<> Tepotzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE . 
(ACCORDING TO ENlOtOII TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTlFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR OUALITY SYSTEM AND REOUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWMG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICAW Y PROBAW DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 
API 599 

- VALVE INSPECTION AND TESTING 
- METAL PLUG VALVES - FLANGED. THREADED AND WELDING 

API 6D 
AP1600 

- I'IPFI.I\F V,\l.\'ES - C;.%TF. PLI (i ,  B4LL AKDCHECK 
- STEEL GATC VALVES. TLASGCI) A\I> WCLDING CNDS 

ANSlB16-10 - FACE TO FACE AND END TO END DMENSIONS OF VALVES ANSIB16-11 - FORGED FITTINGS. SOCKET - WELDING AND THREADED ~ ~~~~~~ ~~~ 

ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP61 - PRESSURE TESTWG OF STEEL VALVES 

Part No. AC101A08MAB830000M 
(Código) 

Descriotion 10" Fig. 5202 F UT WCB, API TRIM No.8 830000 
D a c n v i O n  CAST STEEL CATE \'ALVE 150 CLASS 

(\'ALVCLA COMPUERI'A DE ACERO FL3DIDOCL.hSE 150) 
VUVE w m  LOW EMISSIONCONTF~L (50 PPrn's m) (VUVULA SUMMISTRADA CON CONTROL DEBAJAS 
EMISIONES FUGITIVAS (50 PPM'S MAX.) ) 

API 6432 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
WELDING AND EXTENDED - BODY ENDS 

1 HWROSTATIC IPSD 1 450 450 N A  N A ~  
(HIDROSTATICA) 

PRESSURE TEST 
(PRUEBAS DE PRESIOW 

ITEM HEAT No. M+&ETRM)IAL 
(PARTE) (COLADA) 

BDDY W S S S S  ASTM A-2- 
CUERW 

BONNET WH28379 ASTMA-216iWCB 
80NETE 

WEDGE -9174 ASTMA-216iWCB 

Sgt& 

DISCO 

I@$$ SlDE (USO) 
1 2 

MECHANICAL TESTS (PR0P.MECAMC4S) 

CHEMICAL COMPOSITION (%) COMPOSICI~N QUlMlCA (%) 

C P S Si V Mn Ni Cr M0 CU Cb 
0.216 0.902 0.026 0.024 0.517 0.017 0.047 0.009 0.008 0.002 

NomialYated to (Nomializado a) 930 Temer to ITemle a) 650 Cooled Ui a". (Enfiado en ain.) 
0.197 0.918 0.034 0.017 0.456 0.023 0.022 0.005 0.005 0.001 

Nomlizated to (Nomialirado a) 930 T m w  to ITemle a) 650 Cooled in a k  ( E f i d o  en aM.1 
0.207 0.915 0.029 0.016 0.462 0.021 0.050 0.057 0.064 0.003 

Nomializatsd to (Nomialirado a) 920 T m ~ e r  to ITem~le a) 650 Coold u> aic (Enfriado en aire.) 

TENS YlELD ELG RED BHN 

m1 KPSI Sh % 
2ND 3RD AV0 c m &  IST 

74.97 44.37 25  4 7  155 

74.24 45.53 2 8  4 6  166 

85.11 53.21 2 9  4 3  150  
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FACIO-21 REV "3" 

CERTIFICADO POR: . CERTIFIED BY : 
ASEGURAMIMTO DE CALIDAD QUALlTY ASSURANCE 

Jed&aQr¿ía 


