Industrial de Valvulas, S.A. de C.V.
Av. de La Industria Lote 16 Fracc. Industrial El Trebol
Tepotzot!an Estado de Mexico C.P. 54600

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

(ACCORDING TO EN10204 TYPE 3.1)

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

(Numero) Number
(Fecha) Date

|

YO88B1580

18/11/2009 ]

WE CERTIFY THAT THE PRODUCT L!gTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE
FOLLOWING STANDARDS LAST EDITION:
{CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD ¥ CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES
ESTANDARES ULTIMA EDICION.)

API 598 - VALVE INSPECTION AND TESTING AP16D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING AP1 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSI B16-10 « FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBl6.11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP6] - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS
Part No. e
( g;dig (:)) CB0603A2ZAABTHQZO0B [ ESSURE TEST ?&E&,‘; l? n %( SIDE o)
Deseription 6" Fig. 8622 F A105, THQZO0B (PRUEBAS DE PRESION) 1 2
Descripeion  STEEL BALL VALVE 600 PSI ] HYDROSTATIC (PSH 2225 1630 1630
(VALVULA ESFERA DE ACERO 600 PSI) (HIDROSTATICA)
(YALYULA SERVICIO NACE MRO175IS0 15156 ED 2003
PRUEBA DE FUEGO API 6FA, API 607 PNEUMATIC (PSI}
(NEUMATICA) J
) (PINTURA AMBIENTE MARINO, PRUEBA CON AIRE
:'NC. C3DEL APENDICE C DEL APL-SPEC-6D [ MECHANICAL TESTS {PROP. MECANICAS}) ]
CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG RED  BHN ]
| S S % % h
M MEALNe  mMATERIAL C Mn P S Si Ni Cr Mo Cu v Cb - M D 1D AVG
BALL 83544 ASTM A- 105N 0.220 0.720 0.019 0.018 0.270 (.080 0.060 0.070 0.050 0,001 75.26  40.02 28 38 149
BOLA
BODY 8T139 ASTM A-105N 0.170 0.740 0.019 0.018 0.260 0.070 0.050 0.040 0.020 0.001 75.26 4046 32 38 159
CUERPO
END1 §T139 ASTM A-105N 0.170 0.740 0.019 0.018 0.260 0.070 0.050 0.040 0.020 0.001 75.26 40.46 32 38 159
EXTREMOI
END2 8T139 ASTM A-105N 0.170 0.740 0.019 0.018 0.260 0.070 0.050 0.040 0.020 0.001 75.26 40.46 32 38 159
EXTREMO2
FACI0-2] REV "3"
CERTIFICADO POR: CERTIFIED BY :

ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE

SAMIRA RUIZ



