
Industrial de Vali?rlas, S.A. de C. V. 
Al: de La Industria Lote 16 Fracc. Industrial El Trehol 

c.;: ,. 8 . : .  . 
, , Tepotzotlcin, Estado de Mexico C.P. 54600 

(Numero)  N u m b e r  
(Fecha)  D a t e  

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINGTO EN10204 TYPE 3.1) 

ASEGURAMIENTO DY: CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT TtlE PRODUCT LISTED BELOW WAS DESIGNED. MANlJFACTURED AND TESI'ED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICAW Y PROBAW DE ACUERDOCON NUESTFO SISTEMA DE CALIDADY CON REQUISITOS ESTABLECIWS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE MSPECTION AND TESTING APl6D - PLPELINE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES. FLANGED AND WELDMG ENDS 
AhSl  Bl6-IU - FACF I U  T('E .&NI> L\D TO t \ . V  DI\IE\SIONS 01 VALI'TS A\Sl 016-1 1 - IÜRGCD FlTl INCiS. SO( KET - H'I-I.I>l'\ú AUD 1IIRt:ADED 
W S I  1116-31 - VAL\'FS - TL4\Ci~.I). rIIRC.AI>EI> ASD \h EI.I>ING tNDS API bD? -l'UMP.%( T S 1 t t . I  G Z I C \ ' 4 l \ F S  - I IA&t iED. l I IKI  .\I>CD. 
\(SS-SPhl - PRI:SSL'RF I I S  IINO i i l  SILCL \',\I.\'ES WEI.I>I\G AND LNTEIUI:I> - BODY E\I>S 

P a r t  No. AR061A08MAB830000G I 

MECHANICAL TESTS (PROP. MECANICASI 

BACK 
(SEATI I z 

450 N A  315 N A  

N A  N A  

( C a i g o )  
DescriDtion 6'' Fig. 5341 F UT WCB, API TRIM No.8 830000 

Descnpci6n CAST STEEL SWlNG CHECK VALVE 150 CLASS 
( V A L W L A  R E T E N C I ~ N  T I P O  COLUMPIO D E  ACERO FUNDIDO CLASE 150) 

VALVE WITH LOW EMISSION CONTROL (50 PPM'S M.) (VALVULA SUMINISTWA CON CONTROL DE MJAS 
EMISIONES FUCITNAS (SI) PPM'S m.) ) 

P R E S S U R E  TEST 
(PRUEBAS DE PRESIONI 

HYDROSTATIC (PSI) 
(HIDROSTATICA) 

P N E U M A T l C  (PSI) 

TENS M E L D  ELG RED BHN 

KPSl KPSl % % 
C V N ~  IST 2ND 3RD AVG 

73.51 41.18 3 0  39 1 5 3  

77.43 40.75 3 5  46 163 

73.51 41.18 3 0  3 9  153  

a 
FACIO-21 REV'9" 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICIÓN Q U N l C A  (%) 

\ 
(NEUMATICA) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

. 
ITEM HEAT NO. MATERIAL 

(PARTE) (COLADA) (ASTM) 
BODY 12838 ASTM A-216NCB 

CUERPO 

COVER 12834 ASTMA-216IWCB 
TAPA 

WEDGE 12838 ASTMA-216,WCB 

DISCO 

C Mn P S S i  N i  C r  Mo Cu V C b  
0.180 0.740 0.018 0.017 0.420 0.060 0.070 0.070 0.030 0.010 

Nomlizated to (Nomializado a> 920 Tem~er to (Temule al 650 Cooled in air. (Enfriado en aire.) 
0.210 0.680 0.020 0.019 0.380 0.040 0.050 0.040 0.060 0.010 

Namlizated to (Nomialirado a) 920 Temper 0 (Temple al 650 Cooled in air (Enñiado en a k . )  
0.180 0.740 0.018 0.017 0.420 0.060 0.070 0.070 0.030 0.010 

Nomslizakd to (Normalizado al 920 Temoer to (Temule al 650 Cwled u i a i  (Enfriado e n a k l  


