
Industrial de Vali~rrlas, S.A. de C. V. 
AL? de La Industria Lote 16 Fracc. Industrial El Trehol 

.,., , , , , , , , . . . , ,. . --. . Teoorrotlan. Estado de Mexico C.P. 54600 
, , 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE ('ERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM ANU KHOUIREMENTS GlVEN IN ONE OR MORE OF TRE 

FOLLOWTNG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DECALIDAD Y CON REQUlSllOS ESlABLEClDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE. PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSl B16-11 - FORGED FITTINGS. SOCKET - WELDMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

VALVE WTH LOW EMlSSlON COWTROL (58 PPM'S MAX.1 (VALVULA SUMlNlSTRaDA CON CONTROLDE WJAS 
EMISIONES FUGITNAS (50 PPM'S MAX.) 1 

Part No. AR061A08MAB830000G t 

MECHANICAL TESTS (PROP. MXCAMCAS) 

1 CHEMICAL COMPOSITION (N) COMPOSICIÓN QUIMICA (%) 1 TENS YlELD ELG RED BHN 
I 

. . I J 

ITEM HEAT No. MATERIAL C Mn P S Si Ni Cr Mo V KPSl r n l  % % 
(PARTE) (COLADA1 IASTM) CU Cb 1 C W ~ ,  IST 2ND 3RO AVG 

BODY 12837 A S T M A - 2 1 6 ~ ~ ~  1 0.180 0.820 0.022 0.021 0.380 0.030 0.060 0.040 0.050 0.010 1 75.98 4074 32 42 156 

SHELL 
ccAsco) 

SlDE ( L A ~ O ) ~  

1 z 
450 N A  3 1 5  N A  

(Código) 
6" Fig. 5341 F UT WCB, API TRlM No.8 830000 Descri~tion 

Descripcibn CAST STEEL SWlNG CHECK VALVE 150 CLASS 
(VALVULA RETENCIÓN TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) 

CUERPO 

COVER 12834 ASiM A-216AYCB 

PRESSURE TEST 
(PRUEBAS DE PRESION) 

HYDROSTATIC (PSI) 
(HIDROSTATICAI 

Namluated to (Nomialido al 920 Temmr to (Temole a) 680 Cooled inair. (Enfiado en a M )  1 0.210 0.680 0.020 0.019 0.380 0.040 0.050 0.040 0.060 0.010 
Nomialiated to (Nomialiado al 920 Temoer to 1Tpmple al 650 Cooled in au. (Enhkdo en aire1 
0.180 0.740 0.018 0.017 0.420 0.060 0.070 0.070 0.030 0.010 

Namialiated fo (Nomialiado al 920 Temer to (Tem~le a) 650 Cooled in air (Enhkdo en aire.) 

1 
FACIO-21 RN "3" 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 


