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-QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

(ACCORDING TO EN10204 TYPE 3.1)

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

ESTANDARES ULTIMA EDICION.)

AP1 598 - VALVE INSPECTION AND TESTING AP 6D - PIPELINE VALVES - GATE, PLUG, BALL ANF CHECK
AP1599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL GATE VALVES, FLANGED AND WELDING ENDS
ANSIB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED,
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS

_Mmm_z.w ACO32A08MABS30000K PRESSURE TEST SHELL BACK SIDE___ (14p0) )

“odigo . AL T BT L y SEAT
Description 3" Fig. 5206 F UT WCB, API TRIM No.8 830000K (FRUERAS DF FRESION g ! 2
Descripcion  CAST STEEL GATE VALVE HYDROSTATIC (PSD 1125 1125 NA NA
(VALVULA COMPUERTA DE ACERO FUNDIDO) (HIDROSTATICA)
mea_._ﬂm(“.ﬂ—hu: LOW EMISSION CONTROL (VALVULA SUMINISTRADA CON CONTROL DE EMISIONES FUGITIVAS A S0 —UZM..CZ}..——O :vm—.. WO WO
(NEUMATICA) )

ﬁ MECHANICAL TESTS (PROP. MECANICAS) H

— CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG RED BHN |_
r — KPS KPSI % % A
L O T MATERIAL C Mn P S Si Ni Cr Mo Cu Vv Cb CVNi IST IND 3RD AVG
BONNET WH22928 ASTM A-216/WCB 0.201  0.850 0.024 0.028 0419  0.005 0.031 0.030 0020 0.00l 7482  44.80 28 48 160
BONETE Normalizated to (Normalizado a) 930 °C Temper to (Temple a) 650 °C Cooled in air.{(Cooled in air. (Enfr)
BODY  WH27283 ASTM A-216/WCB 0.193  0.889  0.027 0.014 0475 0012 0029 0.010  0.021 0003 74.82 4277 26 49 162
CUERFO Normalizated to (Normalizado a) 930 °C Temper to (Temple a) 650 °C Cooled in air.(Cooled in air. (Enfr)
WEDGE  WHS7190 ASTM A-217/CAIS 0.145 0.735  0.025 0020 0520 0.085 13200 0025 0024  0.008 99.76  70.91 24 41 287
DISCO Normalizado a (Normalizated to) 970 °C Temple a (Temper to) 630 °C Enfriado en aire.(Enfriado en aire. (C)
| J
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