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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC: 1'0 ENlO204TYPE3.1) 

, , , ., . ASEGURAMIENTO DE CALIDAD CERTIFICADODE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODllCT LISTED BEIQW WAS DESICNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYS'VEM AND REQUIREMENX GlVEN IN ONE OR MORE OFTHE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEGAAW. FABRICADO Y PROBADO DE ACUERW CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISmOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES -CATE. PLUG. BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDMC API 600 - STEELGATE VALVES, FLANGED AND WELDMG ENDS 
ANSIBI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSIBI6-11 - FORGED FlITINGS, SOCKET - WELDMG AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTMG OF STEEL VALVES WELDMG AND EXTENDED - BODY ENDS 

Part No. AC042A08MAB830000K 
(C6di"' 4,' Fig. 5206 F UT WCB, API TRIM No.8 830000K Descri~tion 

1)Wnpclon C A S I  STEEL CATE \'ALVL 300 CI .4Ss  
(\'.\LVLILA COMPUERT,\ DE ACERO FUNDIDO CI.ASE 300) 

VALVE W H  IQW EMlSSlON CONTROL 
EMISIONES FUGITNAS(50 PPM'S M.) ) 

(M FTM'S MU.1 (VALVULA SUMINISTRADA CON CONTROLDE BAJAS 

HYDROSTATIC (PSD 1 1125 

1125 N A  N A  
(HIDROSTATICA) 

PNEUMATIC (PSD I 80 80 
(NEUMATICA) 

( 
- -- 

MECHANICAL TESTS rüop MECANICAS) 

I CHEMICAL COMPOSITION I%) COMPOSICIÓN QUIMICA (%) I T E N s  YlELD ELG RED BHN 

FACIO-21 RN" 

CERTIFICADO POR CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

JesGcaGdcía 

KPSl KPSl % % 
2ND 3RD AVC C V N ~  i s r  

78.01 52.93 27 53 160 

73.66 45.24 29 46 154 

98.17 70.47 28 43 277 

1 , 
ITEM HEAT No. MATERIAL 

(PARTE) (COLADA) (ASTMI 
BODY WH19385 ASTM A-216MICB 

CUERPO 
BONNET WHZ2376 ASTMA-2I6CB 

PONETE 

WEDGE D5483 ASTM A-2IlICAIS 
DISCO 

. , 
C Mn P S Si Ni Cr Mo Cu V Cb 

0.208 0.939 0.027 0.015 0.430 0.057 0.083 0.034 0.030 0.001 
Nodizated lo fNomalizado a) 920 Temw lo fTemole al 650 Cwled ui a i  (Enfriado en airr.1 
0.197 0.934 0.024 0.016 0.484 0.024 0.037 0.016 0.021 0.002 

Nomlizaled lo (Nomializado a) 930 Temer to (Temole al 650 Cwled in air (Enfriado en aire.) 
0.110 0.780 0.022 0.014 0.870 0.320 12.930 0.014 0.074 0.001 

Nomializado a fNomialiraled lo) 955 Temple a ( T e m r  lo1 630 Enhiado en aire. (Cooled in air.1 


