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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUhIPLlMlENTO 
WE CERTIFY TI-IAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANOARES ULTIMA EDICION) 

M 1 5 9 8  - VALVE INSPECTION AND TESTING AP16D - PlPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
M 1 5 9 9  -METAL PLUG VALVES - FLANGED, THREADED AND WELDiNG M 1  600 - STEEL CATE VALVES, FLANGED AND WELDiNG ENDS 
ANSI 016-10 - FACE TO FACE AND END TO END DIMENSlONS OF VALVES ANSIB16-11 - FORGED F171'1NGS. SOCKE'T - WELDMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP61 - PRESSURE TESTiNG OF STEEL VALVES 

Part No. AC121A08MAB830000M 
(Codigo) 

Descri~tion 12" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripcion CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WITE LOW EMlSSlON CONTROL (50 PPM'S MAX.) (VALVULASUMlNlSTR\DACON CONTROLDE BAJAS 
EMISIONES FUGTiNAS (50 PP\I'S M S . 1  ) 

API 602 
~ ~ - ~ ~ - 

COMPACT STEEL CATE VALVES - FLANGED, THREADED. 
WELOING AND EXTENDED - BODY ENDS 

, 
PRESSURE TEST 

(PRUEBAS DE PRESION) 

HYDROSTATIC (PSI) 
(FIIDROSTATICA) 

,MECHANICAL TESTS PROP )iIEChvCASI 

SC,S,LOy lf&$$ 
SlDE l ~ m o ) '  

1 2 

TENS YIELD ELG RED BHN 

KPS~ KPSI YO % 
CVN@ IST ZND 3RD AVG 

80.91 46.69 35 50 154 

73.66 49.30 31 46 162 

57 155 85.70 43.79 32 

, 
PXCIO-2, RE" .3.. 

CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) 

450 450 N A  N A  

CERTIFICADO POR CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

lTEhl HEAT No. ~ I A T E R I A L  
IPARTEI ICOLADAI 1ASTM) 

BODY WH66765 ASTM A-216nVCB 
CUEWO 

BONNET ~ 6 6 7 2 7  AST~IA-216nVCB 
BONETE 

WEDCE Wl132825 ASTMA-216nVCB 
DISCO 

. 

C Mn P S Si Ni Cr Mo V Cb Cu 
0.183 0.840 0.027 0.015 0.410 0.051 0.095 0.008 0.033 0.002 

Nomalilaled to (Nomalilado a) 930 Temoer to (Tcimle a) 650 Cooled ui a". (Enfriado en aire.) 
0.195 0.990 0.030 0.016 0.405 0.051 0.059 0.005 0.034 0.003 

Nomalilated to (Nomalilado al 930 Temrier ro (Temole al 650 Cooled in air (Enfriado en aire.) 
0.207 0.870 0.031 0.015 0.403 0.031 0.061 0.021 0.038 0.001 

Nomalilaied to (Nomalizado a) 930 Temrier to (Temole a) 650 Cooled in air (Enfriado en aire.) 

h 


