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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINC TD EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTLFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALKY SYSTEM AND REQULREMENTS GIVEN IN ONE OR MORE OFTHE 

FOLLOWING STANDARDS LAST EDITION 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS M UN0 O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDIC16N ) 

APl598 - VALVE WSPECTION AND TESTING AP1 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING APl600 - STEEL CATE VALVES. FLANGED AND WELDING ENDS 
ANSl B16-10 - FACE TO FACE AND END TO END DIMENSlONS OF VALVES ANSl Bl6-I 1 - FORGED FKTINGS, SOCKET - WELDMG AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED ANO WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

VALVE WWB LOW EMISSION CONTROL (50 PPM'S MAT) (VALVULA SIIMmllSTRADA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (50 PPM'S MAX.) ) 1 PNEUMATIC (Psn I N A  N A ]  

nilEI,WTICA> 

Part No. AR012AO8MAB830000M I 

ITEM HEAT NO. M$As4AL 
(PARTE (COLADA) 

BODY WH32661 ASTM A-216IWCB 
CUERPO 

COVER W14355 ASIUA-216IWCB 
TAPA 

WEDGE HD1883 ASTMA-217ICAIS 
DISCO 

SHELL ?&$$ S W E  ( ~ n n ) ) ~  

1 2 

1125 N A 815 N A  

(Código) 2" Fig. 5344 F UT WCB, API TRIM No.8 830000 Descript ion 
Descripción CAST STEEL SWING CHECK VALVE 300 CLASS 

(VALVULA RETENCIÓN TIPO COLUMPIO DE ACERO FUNDIDO CLASE 300) 

P R E S S W  T E S T  
(PRUEBAS DE PRESION) 

H Y D R O S T A T I C  IPSI) 
(HIDROSTATICA) 

. 
FACIO-21 REV"3" 

CERTIFICADO POR- CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD Q U A L l N  ASSURANCE 

MECHANICAL TESTS 

C H E M I C A L  C O M P O S I T I O N  (%) COMPDSICI~N QUIMICA (%) 

c Mn P S s i  Ni Cr M0 CU V C b  
0.207 0.930 0.036 0.015 0.483 0.056 0.052 0.018 0.041 0.001 

N o m h t e d  to INomializado a) 930 Temrnr to ftemvle a) 650 Cooled in a". (Enfiado en aM.) 
0.190 0.990 0.026 0.022 0.499 0.022 0.054 0.040 0.025 0.003 

Normalizated to Mormalizado a) 930 Temrnr to fTemvle a) 650 -do enaine. (Cwled inair) 
0.110 0.770 0.030 0.012 0.800 0.720 12.080 0.010 0.016 0.002 

Normalizado a Momlirated lo) 970 Tcnmle a (Temvn to) 630 Cwlsd in air (hftiado en 8k.i 

TENS YlELD ELG RED BHN 

WSI KPSl H % 
C V N ~  IST 2ND 3RD AVG 

84.97 48.58 33 47 157 

71.77 45.67 26 5 1 162 

98.45 71.05 26 45 287 


