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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.11 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED B E W W  WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN M ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTMG AP16D - PIPELINE VALVES -CATE. PLUG, BALL AND CHECK 
AP1599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES. FLANGED AND WELDMG ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DiMENSlONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDMG AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS M 1  602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AR012A08MAB830000M 
(Código) 2" Fig. 5344 F UT WCB, API TRIM No.8 830000 (PRUEBAS DE PRESIONI 

D e s c r i ~ t i o n  
Descripción CAST STEEL SWING CHECK VALVE 300 CLASS HYDROSTATIC (m 

(VALVULA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 300) (HIDROSTATICA) 

VALW WITH LOW EMISSION CONTROL (SO PPM'S MAX.1 W A L W  SUMINISTRADA CON CDNTROL DE W A S  
EMISIONES FUGITNAS(54 PPM'S MAX.1 ) P N E U M A T I C  N A  N A  
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CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 
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TENS YiELD ELG RED BHN 

KPSl WSI % % 
C W ~  IST 2ND 3RD AVG 

85.55 44.66 30 50 163 

75.54 46.25 28 50 166 

98.45 71.05 26 45 287 

I 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

, 
ITEM HEATNO. MATERUL 

(PARTE) (COLADA) 1ASTMl 
BODY WH3 1854 ASTM A-216IWCB 

CUERPO 
COVER WH12876 ASTMA-ZI6NCB 

TAPA 

WEWE HD1883 ASTMA-2171CAIS 
DISCO 

C S v MU P S i  N i  Cr M 0  CU C b  
0.220 0.890 0.029 0.014 0.447 0.041 0.065 0.016 0.033 0.001 

Nomializated to (Nomialirado a) 930 Te-r to (Temole al 650 Cwled in air. ( m d o  cn aire.) 
0.198 0.896 0.027 0.031 0.444 0.040 0.030 0.030 0.010 0.001 

Nomlizated to ( N o m i a ~ d a  a) 930 Temver to (Temole al 650 Coaled in a". 6"ñi~do en aire.) 
0.110 0.770 0.030 0.012 0.800 0.720 12.080 0.010 0.016 0.002 

Nomializado a i N o d t e d  m) 970 Temvle a ( T e m r  tol 630 Cooled inair (Enfriado en aire.) 


