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Av. de La Industriri Lote 16 Fracc. Industrial El Trebol 
. ., 

a : L  ,.,, . . . 1:. ; Tepotzotlan, Estudo de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO ENIO204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE C E R T W  THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDMG TO OUR QUAI.ITY SYSI'EM AND REQlilREMENTS (iIVEN IN ONE OR MORE O F M E  

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO R I E  DISEÑADO. FABRICADO Y PROBADO DE ACUERDO CONNUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIWS EN UNO0 MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES -CATE. PLUG. BALLAND CHECK 
API 599 -METAL PLUG VALVES - FLANGED. THREADED AND WELDING API 600 - STEEL CATE VALVES. FLANGED AND WEWING ENDS 
ANSI BI6-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WEWING ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED, THREADED. 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC032A08MAB830000W 
(Código) 

ü e s c r i ~ t i o n  3" Fig. 5206 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL CATE VALVE 300 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 300) 
VALVE WrrH W W  EMTSSION CONTROL (50 PPM'S M . )  WALVULA SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES PUGITNAS (M PPM'S M . )  1 

I H Y D R O S T A T I C  (PSI) 
(HIDROSTATICA) I l l i 5  

P R E S S U R E  T E S T  
(PRUEBAS DE PRESION) 

L ~ ........, 

f \Ií'CIIANICAL T E S I S  iYRUP '(ECA'lCrSf 
I 

- - 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICION QUIMlCA (%) 1 TENS YIELD ELG RED BHN 

SHELL 
ccAsco) 

BACK SIDE ( I A W )  
(SEATI 1 2 

FACIO-21 REV" 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DECALIDAD QUALlTY ASSURANCE 

m1 m 1  Yo *% 
C W ~  IST 2ND 3RD AV0 

81.64 46.55 3 0  5 6  163 

79.61 43.94 2 8  4 7  167  

96.67 68.30 3 3  4 9  2 9 9  

I 

ITEM HEAT No. MATERIAL 
(PARTE1 (COLADA1 (ASTM) 

BODY WH32095 ASTMA-216lWCB 
CUERW 

BONNET WH32155 ASTMA-2I6IWCB 
BONETE 

WEDGE WH82018 ASTMA-217ICAIS 
DISCO 

. . 

C M n  P S S i  N i  Cr M o  C u  V C b  
0.189 0.858 0.019 0.015 0.433 0.015 0.027 0.009 0.039 0.007 

Normalizated fo Mormalizado al  920 Temoer lo  (Temole al  650 Cooled in air. (Enfriado en aire.) 

0.193 0.855 0.015 0.030 0.496 0.033 0.032 0.006 0.038 0.011 
Normalizated fo í N o m l b d o  a) 920 Temoer lo  (Temole a) 650 Cooled in a". (Enfriado en aire.) 

0.115 0.810 0.035 0.007 0.510 0.089 13.010 0.019 0.025 0.032 
Normalizado a Modiu i t ed  lo1 955 Temole a Ciemosr lo) 630 Enúiado en aiie. íCooled in air l  


