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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIN THAT THE PRODUCT LISTED B E W W  WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLWWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE D I S ~ A D O .  FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS M UNO O MAS DE WS SIGUIENTES 

ESTANDARES ULTIMA EDICIbN.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLUG, BALLAND CHECK 
APl599 -METAL PLUG VALVES - FLANGED. THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDMG ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DMENSIONS OF VALVES ANSlB16-11 - FORGFII FTI'INGS SOCKFT - WFl nlNG ANn THRFAnFn 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 

API 602 
~ ~~~ ~ ~ .. 

- COMI'ACI 5 IEI'L 6 . 4 1 1  VALVES - FLANGED. l'IIREAI>EI) 
Wl.I.I>INü AND EXTENDFI) - HOI>Y I!SI>S 

VALVE WITA U>W EMISSION CONTROL (M PPM'S MAX) (V*LVUL* SUMEWSTRU)A CON CON1ROL DEBAJAS 
EMISIONES NGIiIVAS(S0 PPM'S M.) ) 

Part No. ARO1 lA081\1AB830000M r 

1 PNELJMATIC <PSII 
WFIIMATICAI  1 

( c a g 0 )  
Deserii>tion 2'' Fig. 5341 F UT WCB, API TRIM No.8 830000 

Descnpci6n CAST STEEL SWING CHECK VALVE 150 CLASS 
(VALWLA RETENCIÓN TIPO COLLIMPIO DE ACERO FUNDIDO CLASE 150) 

T$F,L& P R E S S U R E  T E S T  
(PRUEBA? DE PRESIOW 

H Y D R O S T A T I C  (PSD 
(HIDROSTATICA) 

MECHANICAL TESTS PROP. MECAMCAS) 

?e$# SIDE (~noo)> 

1 2 

450 N  A  315 N A  

TENS YlELD ELG RED BHN - WSI m 1  % % 
C V N ~  IST 2ND JRD A V 0  

88.30 43.06 40 43 153 

74.67 44.66 24 46 152 

108.60 73.51 33 46 294 

FACIO-21 W " 3 "  

C H E M I C A L  C O M P O S I T I O N  (%) COMWSICI~N QUIMICA (%) 

CERTIFICADO POR: CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALlTY ASSURANCE 

* 

ITEM HEAT NO. MATERIAL 
(PARTE) (COLADA) (ASTMI 

BODY WH31780 ASTM A-ZIWCB 
CUERPO 

COVER WH31580 ASTM AJ16NCB 
TAPA 

WEDGE W82022 ASTM A-21lICAIS 
DISCO 

C Mn P S S i  Ni  Cr M o  C u  V C b  
0.186 0.890 0.022 0.009 0.379 0.029 0.058 0.011 0.025 0.001 

Nomlizated 10 (Nomlizado a) 920 Temver 10 (Temole a) 650 Cooled in a i  ( M a d o  en alle.) 
0.204 0.950 0.032 0.015 0.436 0.050 0.070 0.014 0.038 0.002 

Normalizated to ~Nomlirado a) 920 Temwr to (Temvle a) 650 Cooled in a% (Enñiado en a k . )  
0.117 0.700 0.026 0.008 0.540 0.082 13.250 0.017 0.019 0.038 

N o m l h d o  a (Nomliratcd 10) 970 Tmvle a (Temocr 10) 630 E ~ d o  en alle (Caoled in air.) 

\ 


