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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
IACCORnlNT. TO FVI(I206 TVPF 3 11 

~~~ 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OLIR QQULlTY SYSTEM AND REQUIREMENTS GlVEN 1N ONE OR MORE OFTHE 
FOLLOWING STANDARDS LAST EDRION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISMADO. FABRICAW Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SICUENTES 
ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE MSPECTlON AND TESTMG AP16D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDMG API 600 - STEEL CATE VALVES, FLANGED AND WELDMG ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DNENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDMG AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. ARO1 lA08MAB830000M 
('F.' 2" Fig. 5341 F UT WCB, API TRIM No.8 830000 D e s c n ~ t i o n  

Desc1ipei6n CAST STEEL SWING CHECK VALVE 150 CLASS HYDROSTATIC (PSD 
(VALVULA RETENCI~N TIPO COLUMPIO DE ACERO FUNDIDO CLASE 150) (HLDROSTATIU) 

VALVE W R E  LOW EMlSSION CONTROL (54 PPM'S MAX) WALVVL.4 SUMINISTRADA CON CONTROL DE BAJAS 
EMISIONES WJGnNAS (M ~ M ' s  m )  ) PNEUMATIC ( P S ~  
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1 MECHANICAI TESTS hCZuvCASi 1 
~ -- ---- 

J 
TENS YlELD ELG RED BHN 

KPSI m1 % % 
CVNM IST 2ND 3RD AVG 

73.51 43.35 2 4  4 9  154 

87.43 49.44 25  4 5  155  

108.60 73.51 3 3  4 6  294  

FACIO-21 REV13" 

1 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

, 
ITEM HEATNo. MATERIAL 

(PARTE) (COLADA) 1 A S T t  
BODY WH31803 ASTM A-216MiCB 

CUERW 

COVER WH31781 ASTM A-216NCB 
TAPA 

WEOGE WH82022 ASTM A-21lICAIS 
DISCO 

C P S v Si Ni C r  M o  M U  C U  C b  
0.218 0.900 0.030 0.015 0.447 0.036 0.039 0.013 0.031 0.001 

Nomialirated to (Normabdo al 930 Temoer to (Temole al 650 Cooled ui a i  (ERfriado en =M.) 
0.190 0.880 0.022 0.013 0.438 0.032 0.042 0.011 0.028 0.001 

Namdiated to (Normalirado al 920 Te-r to ftcmole al 650 Cwled in a k  (Enfriado en a*.) 

0.117 0.700 0.026 0.008 0.540 0.082 13.250 0.017 0.019 0.038 
Normalirado a (Normalirated Lo) 970 Temole a (Temoer tol630 %do en aire. (Cwled in air.) 


