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QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
íKCORLl1VG TO EN10204 TYPE 3.11 

ASECURAMIENTO'DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
W CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAIO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SICUENTES 

ESTANDARES lJLTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND W L D I N G  API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI 816-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FIITINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. ACOllA08MAA8300000 
(Código) 

ü e s c r i ~ t i o n  2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WITH LOW EMISSION CONTROL (50 PPM'S W . 1  (VALVULA SCMINISTUDA CON CONTROL DE BAJAS 
EMISIONES FUGITIVAS (M PPM'S MAX) ) 

P R E S S U R E  T E S T  
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CERTIFICADO POR CERTIFIED BY : 
ASEGURAMLENTO DE CALIDAD QUALITY ASSURANCE 
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MECHANICAL TESTS M ~ C ~ ' C * S I  

SlDE (LADO) 

1 2 

TENS YIELD E L C  RED BHN 

WSl O S 1  O% % 
CVNT.irñ! IST 2ND 3RD AVG 

78.45 44.57 3 0  4 7  151 

86.27 55.53 3 0  4 7  161 

98.31 71.20 25 4 3  271  

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICION QUIMICA (%) 

ITEM HEAT No. MATERIAL 
IPARTEI (COLADA1 IASTMI 

BODY WH21278 ASTMA-Z16rWCB 
CUERPO 

BONNET W17937 ASTM A-II6IWCB 
BONEIE 

WEDGE D2429 ASTM A-IIlICAI5 
DISCO 

C M n  P S S i  Ni Cr M o  C u  V C b  
0.189 0.835 0.028 0.012 0.447 0.040 0.043 0.022 0 ,008  0.004 

Nomalilated to niiodizado a) 930 Temper to (Temple a) 650 Cooled ¡D air (Enfiado en aire.) 
0.192 0.948 0 . 0 2 6  0.017 0.427 0.034 0.043 0 . 0 1 7  0.008 0.003 

Nomalizated to (Nomalilado a) 930 Temoer to (Temple a1 650 Cooled in air (Enfiado en aire.) 
0.100 0.780 0.017 0.015 0 .910  0.064 12.520 0.020 0.055 0.002 

Nomalirado a(Noma1ilated toi 910 Temple a (Temper 10) 630 Enhiado m m. (Cooled in airi 


