
WALWOR industrial de Valvulas, S.A. de C. V. $"H ' Av de La hdustria Loie 16 Fracc. hdusirial fl Trebol 
Sir:cc í842 Teuohoilan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
l A C C O R n l U T . T O  FN10204 TYPF 3 1) - .- -~ - ~ - ~  ~ . 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO ~ ~-~ - ~~ - ~ 

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN M ONE OR MORE OF THE 
F O L L O W G  STANDARDS LAST EDITION: 

(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISERADO, FABRICADO Y PROBADO DE ACUEIERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUSITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EOICION ) 

API 598 - VALVE INSPECTION AND TESTNG API 6D - PIPELME VALVES - CATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES, FLANGED AND WELDNG ENDS 
ANSI B16-IO - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSI 816-1 1 - FORGED FITTINGS. SOCKET - WELDING AND THREADED 

- VALVES - FLANGED, THREADED AND WELDNG ENDS 
- PRESSURE TESTING OF STEEL VALVES 

Part No. ACOllAO8MAA8300000 
(Código) 

Descri~tion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WITH LOW EMlSSlON CONTROL (50 PPM'S M.) (VALWLA SIIMINISTR*DA CON CONTROL DE BAJAS 
EMISIONES F U G m V A S  (50 PPM'SMAX.) ) 

API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
WELDMG AND EXTENDED - BODY ENDS 

HYDROSTATIC (PSI) 
(HIDROSTATICA) 

PNEUMATIC (PSII 
N E W A T l i A l  

MECHANICAL TESTS MECAN'CAS) 

TENS YlELD E L C  RED BHN 1 

450 450 N A  N A  

80 80 

CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) 

W S I  W S I  % % 
C m @ ,  IST 2ND IRD AVG 

80.76 50.17 30 49 161 

ITEM HEAT Vo. MATERIAL 
(PAKTE) (COLADA) (ASNI 

BODY ~ ~ 1 6 2 4 1  ASTM A-II~IWCB 
cmwo 

BONNET WHl7090 ASTM A.216rWCB 
BONETE 

WEDGE D2809 ASTM A317lCAII 
DISCO 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURAVCE 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.206 0.936 0.024 0.011 0.473 0.045 0.051 0.020 0.023 0.005 

Nomalizated lo (Nomalizado a) 920 Tem~er to {Tmole s) 650 Cooled in air. ¡Enfriado en aire.) 
0.188 0.989 0.022 0.021 0.406 0.043 0.050 0.015 0.005 0.001 

Nomalizated lo Mormalizado al 930 Temper to (Temole a) 650 Cooled in aii. (Eniriado en aire.) 
0.100 0.760 0.013 0.012 0.950 0.480 12.870 0.019 0.061 0.002 

Nomalizado a Momalilated 101 970 Temole a (Temoer to) 630 Enfiado en aire (Cooled in air ) 


