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API 598 - VALVE INSPECTION AND TESTING API 6 D  - PlPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND W L D I N G  API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DlMENSIONS OF VALVES ANSI B16-II - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. ACOllA08MAA8300000 
(Código) 

Descri~tion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripcion CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE WlTH LOW EMISSION CONTROL (50 PPM'S MiW.) (VALWLA SUhCINISTRhDA CON CONTROL DE BAJAS 
E.WlSIONES FUGITIVAS (50 PPM'S MaX.1 ) 

MECHANICAL TESTS (PROP MECfiICUI 

1 CHEMICAL COMPOSITION f%) COMPOSICION QUIMICA (%) 1 TENS YIELD ELG RED RHW 1 

HYDROSTATIC IPSI) 
(HIDROSTATICA) 

PNEUMATIC (PSI) 
NIJM&TICAI 

450 450 N A  N A  

80 80 

. 

WSI KPSl % % 
CVE@ IST 2KD 3RD AVG 

78.44 42 .19  2 9  5 1 155  

75.26 43.94 3 2  5 0  1 5 0  

100.78 71.92 2 4  4 1  2 8 8  

I 
ITEM HEAT No. M$,TgM\AL 

iPARTE, (COLADA) 
BODY WH14828 ASTM A-216IWCB 

CUERPO 

BONNET WH16362 ASTM A - Z I ~ A V C B  
BONETE 

WEDCE WH81811 ASTM A-217iCAIS 
DISCO 

. , 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.196 0.909 0.026 0.020 0.506 0.038 0.036 0.016 0.005 0.001 

Nomalilated to (Nomalizado a) 930 Temoer to (Temole a) 650 Cooled ui a". (Enfriado en aire 1 
0.193 0.878 0 . 0 2 6  0.009 0.447 0.047 0.053 0.020 0.015 0.005 

Nomdizated fo fNomalirado a) 930 Temoer ta (Temple a) 650 Cooled in a i r  (En5udo en aire.) 
0.132 0.771 0.022 0.012 0.451 0.060 13.270 0.021 0.010 0.017 

Normalizado a (Nomdizated to) 970 Trmrile a (Temper to) 630 Enfiado en aire. (Cooled in air) 


