
A, . - ,  

WALWORTH . . '  Industrial de Valvulas, S.A. de C. V. (Numero) Number 
Av. de La Industria Lote 16 Fracc. Industrial E1 Trebol (Fecha) Date 

Sincc I R 4 2  otzotlan, Estado de Mexico C.P. 51600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDIXG TO EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CtiMPLI.MIENT0 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN 1N ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRíCADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTAñLECIDOS EN UNO O MAS DE LOS SIGUIEms 

ESTANDARES IILTIh4.4 EDIC16N ) 

API 598 
m1599 

- VALVE INSPECTION AND TESTlNG 
- METAL PLUG VALVES - FLANGED, THREADED AND WELDING 

ANSI 816-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDING ENDS 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES 

AP16D 
API 600 

- PIPELINE VALVES - GATE, PLUG, BALL AND CHECK 
- STEEL CATE VALVES. FLANGED AND WELDING ENDS 

\ \ \ l  B .6.l l - tOKGI:D Fll IISCiS.$OCKt.I - \\CLDIkG i<UDlIIIII 'U)EI> 
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Part No. AC01 1A08MA.48300000 , 

< 
ITEM HEATNo. M+TF$AL 

(PARTE) (COLADA1 
BODY m17648 ASTMA-216AVCB 

CUERPO 

BONNET WH15513 ASTM A-216AVCB 
BONETE 

WEDGE WH81120 ASTMA-217ICAII 
DlSCO 

SC,!L,F ( 7&$8 1 SIDE (LADOl'l 

1 2 

450 450 N A  N A  

80 80 
I 

(código) 
Descri~tion 2" Fig. 5202 F UT WCB, API TRIM No.8 830000 

Descripción CAST STEEL CATE VALVE 150 CLASS 
(VALVULA COMPCERTA DE ACERO FUVDIDO CLASE 150) 

VALVE WITH LOW EMISSIONCONTROL (50PPM'S MAX.) ( V A L W L A  SUMMISTRADA CON CONTROLDE B U A S  
EMISIONES FUGITIVAS (50 PPM'S w.) ) 

~PIE,S8,5,R,P,T,iO$ 
HYDROSTATIC (PSI) 

(HIDROSTATICAI 

PNEUMATlC (PSI) 
PTUMATICA) 

\ 

CERTIFICADO POR: CERTIFIED BY: 
A S E G W E N T O  DE CALIDAD QLIALITY ASSURANCE 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.192 0.937 0.024 0.016 0.444 0.026 0.022 0.040 0.026 0.003 

Nomalirated to (Nomalizado al 920 Ternrier to (Ternvle al 650 Cooled in air (Enfriado en aire.) 
0.199 0.975 0.026 0.011 0.508 0.020 0.044 0.036 0.005 0.002 

Nomalilated to íNomalilado a) 930 Ternger lo íTrrn~le al 650 Cooled in alr. (Enfriado en aire.) 
0.134 0.617 0.035 0.031 0.667 0.103 13.380 0.024 0.010 0.001 

N o d W  a iNomlllatad tal 970 Temvle a (Temver to1630 Enfck.de en bire (Cooled ,n airl 

MECHANICAL TESTS P R O P  MECANICA% 

KPSl KPSl % % 
cw I S T  2ND 3RD AVG 

80.33 51.33 29 54 152 

85.1 1 44.51 32 43 159 

104.26 73.95 26 40 287 

I 
FACIO-21 REV '3" 

CHEMICAL COMPOSITION (%) COMPOSICION QUIMICA (%) TENS YIELD ELG RED BHN 


