
ALWORTH 9 
industrial de Valvulas, "A.  de C K (Numero) Number 
Av. de La Industria Lote 16 Fracc. Industrial El Trebol (Fecha) Date 

Since 1842 otzotlan, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING T O  EN10204 TYPE 3.1) 

ASEGLRAMIENTO DE CALIDAD CERTIFICADO DE CllMPLlMlENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR OUALITY SYSTEM AND REOUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

API 598 
API 599 

- VALVE INSPECTION AND TESTMG 
-METAL PLUG VALVES - FLANGED, THREADED AND WELDNG 

API 6D 
API 600 

- PlPELlNE VALVES -CATE, PLUG, BALL AND CHECK 
- STEEL CATE VALVES. FLANGED AND WELDNG ENDS 

ANSlB16-10 - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSI 616-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED. 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. ACOllA08MAA8300000 I 

(Código) 
Deseriotion 2'' Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL GATE VALVE 1 5 0  CLASS 

(VALVGLA COMPUERTA DE ACERO FUNDIDO CLASE 1 5 0 )  
V A L m  WITR U>W EMISSION CONTROL (M PPM'S MAX.)(V&LVUL* SUWINISTRhDA CON CONTROL DE BalhS 
ELMISIONES FUGITWAS (50 PPM'S W.I 1 

KPSl KPSI % % 
CW@ IST 2h'D 3RD AVG 

73.95 45.09 25 42 168 

75.25 41.76 32 48 161 

75.69 47.85 28 46 169 

FAClQ-21 REV"1" 

I 

l T E M  HEAT No. MATERIAL 
(PARTE) (COLALA) IASTMI 

BODY XS395 ASTM IIJ16IWCB 
CUERPO 

BONNET W 8 8 6 8  ASTM A-~IGAVCB 
BONETE 

WEDGE D3226 ASTM A-2171~~11 
DISCO 

. 

SlDE ILADOI\ 

I 2 

CERTIFICADO POR: CERTIFIED BY : 
ASEOIJRAMIENTO DE CALIDAD QUALITY ASSURASCE 

C Mn P S Si Ni Cr Mo V Cu Cb 
0.220 0.780 0.024 0.020 0.330 0.070 0.110 0.021 

Nomalizated to i N o m l i l a d o  al  930 Temper lo (Trmrile al 650 Cooled in aii. (Enüiado en aire.) 

0.213 0.961 0.032 0.018 0.475 0.066 0.020 0.047 0.019 0.003 
Nomal i~a ted  [o (Nomdilado a) 930 Temricr to (Tem~le  al 650 Cooled in air (Enfriado en aire1 
0.200 0.870 0.022 0.017 0.460 0.052 0.096 0.018 0.043 0.003 

Nomalizado a (Nomalizated [o1955 Temple a (Temper lo1 630 Enüiado en aire. (Coolrd in a i r l  

HYDROSTATIC (PSI) 
(HIDROSTATICAI 

PNEUMATIC (PSI) 
WEWTICAI  

L 

450 450 N A  N A  

80 80 
I 

MECHAMICAL TESTS (PROP MECANICASI 

1 CHEMICAL COMPOSITION (YO) COMPOSICIÓN QUIMICA (%) TENS YIELD ELG RED BHN 


