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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO ENIOZOJ TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GlVEN iN ONE OR MORE OF THE 

FOLLOWiNG STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECWOS EN UNO O MAS DE LOS SIGWENTES 

ESTANDARES ULT~MA EDICION.) 

API 598 - VALVE INSPECTION AND TESTING API 6 D  - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDNG API 600 - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSI B16-10 - FACE T O  FACE AND END TO END DlMENSlONS OF VALVES ANSlB16-11 - FORGED FI'I'IINGS, SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS AP1602 - COMPACT STEEL GA'IE VALVES - FLANGED, THKEADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDNG AND EXTENDED - BODY ENDS 

Part No. AC121A08MAB830000M 
(Código) 

Descri~tion 12" Fig. 5202 F UT WCB, API TRIM No.8 830000 

VALVE WLTH LOW E M ~ S S ~ O N  CONTROL (50 PPWS arfi .1 (VALWLA s u & ~ m i s r & i o ~  CON coNrnoL DE BAJAS 
EiMISIONES FUGITIVAS 150 PPM'S MAX.) ) 

I HYDROSTATIC (PSI) I 450 
(HIOROSTATICA) N A  N A l  

PRESSURE TEST 
(PRLEBAS DE PRESION) 

1 PNEUMATIC (PSI) 1 80 80 1 
\ WU,WATICA) 1 J 

f MECHANICAL TESTS MECmlCAS) ) 

~ ~ l $ o ~  
SlDE (LADO) 

1 2 

J 

TENS YlELD ELG RED BHN 

KPSI KPSl % % 
CVNM IST 2hm IRD AVG 

76.56 46.84 26 47 164 

76.56 45.82 34 49 153 

78.88 48.14 25 45 159 

< 

CHEMICAL COMPOSITION (%) COMPOSICIÓN QUIMICA (%) 

ITEM HEAT No. ~ IATERIAL 
(PARTE1 (COLADA1 IASTM1 

BODY WH66881 A S T . ~  A-2 IOWCB 
CUERPO 

BONNET WH66811 ASTM A~216IWCB 

BONETE 

WEDGE WH32917 ASTM A~IIóIWCB 

DISCO 

C Mn P S Si Ni Cr Mo Cu V Cb 
0.216 0.860 0.031 0.015 0.540 0.063 0.130 0.025 0.038 0.007 

Nomalilated lo (Nomalirada a) 930 Tem~er ro (Temple a) 650 Cooled in air  (Enfiado en aire.) 

0.201 0.860 0.029 0.013 0.456 0.064 0.123 0.021 0.038 0.003 
Nomalilated lo (Nomalilado a) 930 Temrier fo (Temple a) 650 Enfiado en aire 

0.212 0.980 0.028 0.013 0.498 0.047 0.046 0.008 0.038 0.001 
Nomalilated to (Nomalilado a)  930 Temlier to (Teiiilile a) 650 Enfnado en alre. 


