
Industriul de Vc~li~ulus, S.A. de C. V. (Numero) Number 
(Fecha) Date 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORUING TO EN10204 'TYPE 3.1) 

ASEGUFUMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
W E  CERTIFY THAT l'HE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED ACCORDiNG T 0  OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN 1N ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISEÑADO, FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA E D I C I ~ N . )  

AP1598 - VALVE INSPECTION AND TESTING API 6D - PIPELINE VALVES -CATE, PLUG, BALL AND CHECK 
API 599 - METAL PLlJG VALVES - FLANGED, THREADED AND WELDING AP1600 - STEEL GATE VALVES, FLANGED AND WELDlNG ENDS 
ANSI B16-10 - FACE TO FACE AND END TO END DMENSIONS OF VALVES ANSI 916-11 - FORGED FITINGS, SOCKET - WELDING AND TMREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED AND WELDING ENDS AP1602 - COMPACT STEEL GATE VALVES - FLANGED, THREADED, 
MSS-SP61 - PRESSURE TESTING O F  STEEL VALVES WELDlNG AND EXTENDED - BODY ENDS 

Part No. AC121AOSMAB830000M 
(( '6diooj 

bescrrritjoii l 2 "  .F.g. 52-2 I; I"!T !%'C@, .4PX 'TNM Noes 831130 
L .  ;,\.5l' S.!'t.;t.:¿ GATE VALVE 150 CL,,iSS 

(VAL\'C;LA COMPUEK'I'A DE ACERO FUNDIDO CIi,ASE 150) 

\'AL\'E M'ITH ¿O\\ iCT\'iiSSION CONTROL (50 PPM'S XIAX.) (VSLÍDL.4  SUi\lINISTRAI>A COX CONTROL DE BAJAS 
Eí\IISIO;\'hS FLGi i'I\'AS (50 PPM'S hl.4X.) ) 

PRESSURE TEST SIDE c ~ ~ o o i  

1 _ . . .  .. - 

R.lEC1IANICAL TESTS MECANICA') 

--- - - - -- -- - - - -- - - -  P -- 
[==-G~GEAL COMPOSITlOh (%) COh4PCSiCioN QUIMlCA (%) T TEHS YIELD E L C  RED BHN ] 

J 

KPSF ' KPSI % 
% 

C V N ~  1 ST 2ND 3RD AVG 

76.42 45.39 25 47 168 

45 165 77.72 48.43 24 

77.00 47.27 24 45 163 

FACIO-21 REV "3" 

--- p-- - ---- 
ITEhI HEATNo. MATERIAL 

(PARTE) (COLADA) (ASTM) 
BODY WH66893 ASTM A-2161WCB 

CUERPO 

BONNET WH66920 ASTM A-216NCB 
BONETE 

WEDGE WH32913 ASTM A-2161WCB 
DISCO 

* 

CERTIFICADO POR CERTlFlED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

L 
= .- .m---- --- - 

c Mn P S s i  Ni Cr M0 CU v C b  
0.206 0.870 0.033 0.014 0.497 0.076 0.134 0.020 0.038 0.007 

Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Cooled in air (Enfnado en aire ) 
0.184 0.870 0.034 0.018 0.475 0.082 0.161 0.012 0.029 0.006 

Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfnado en aire. 
0.205 0.950 0.032 0.013 0.425 0.056 0.1 16 0.021 0.037 0.001 

Normalizated to (Normalizado a) 930 Temper to (Temple a) 650 Enfnado en aire 


