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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN10204 rYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THKTTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTLJRED AND TESTED ACCORDING TO OUR QUALlTY SYSTEM AND REQlllREMENTS GIVEN IN ONE OR MORE OF THE 

FOLLOWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE ELPRODUCTO LISTADO ABAlO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDOCON NUESTRO SISTEMA OECALIDADY CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE INSPECTION AND TESTNG API 6D - PLPELINE VALVES - GATE. PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED. THREADED AND WELDING API 600 - STEELGATE VALVES. FLANGED AND WELDING ENDS ~~~ - ~ - 

ANS1016-10 - CACFTO FACC AND END 1'0 E\D Dlhl tSSIOSS C,F VALi'CC 
AKSI 010-34 - VALVES - fLA\GED. THRFADFI) AkI> WFI.DI\G ENDS 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES 

P a r t  No. AC061AO8MAB830000M 
(Código) 

Deecrintinn 6" Fig. 5202 F UT WCB, API TRiM No.8 830000 - .... 
I>hcnpcion C h S T  STEEL G A I  E VAL\'E 150 CLASS 

l\ 'AL\'ULACO\IPUERTA DF. ACERO FUSUIUO CLASE 1501 
VALVE WTH LOW EMlSSlON CONTROL (50 PPM'S MAXd IVALVULA SUMMISTRAOA CON CONTROL DE BAJAS 
EMISIONES PUCITNAS(S0 PPM'S MAX.1 ) 

, 
ITEM HEAT No. M$T&RM,AL 

(PARTE) (COLADA1 
BODY WH34740 ASTM A-2161WCB 

CUERPO 

BONNET WK14400 ASTMA316NCB 
BONETE 

~ 

AhSI 810.1 1 - tOKCFD FITTN(iS. S0Chl . I  - \\ EI.DNG ANDTHRCADLD 
API 602 - CO.UP.4CT STECL GA'Il. V \I.\'ES - FL4NGED. THRL:AJ>I:I>. 

\VEI.I>INti \NI>  tXTE\DFD - Ht'JI>Y E\DS 

I H Y D R O S T A T I C  (PSI) I 450 

450 
(HIDROSTATICA) N A 1  

PRESSURE T E S T  
(PRUEBAS DE PRESION, 

P N E U M A T I C  (PSI) I 80 80 
BIEUMATICA) 

SHELL SlDE (LAEO) 

1 2 

Nomlirated to (Normalirado a) 930 Temoer to (Temole a) 650 ERhiado en aire, 

MECHANICAL TESTS (PROP. K6CANlCAS) 

C H E M I C A L  CCJMPOSITION (%) COMPOSICIÓN QUIMICA (%) 

C M n  P S S i  Ni V Cr M o  C u  C b  
0.201 0.839 0.038 0.014 0.442 0.069 0.166 0.006 0.031 0.005 

Nomlizated lo Mormalirado a) 930 Tem~er to (Temle al  650 Enfnado en aire. 
0.182 0.880 0.030 0.017 0.454 0.155 0.032 0.045 0.010 0.002 

Nomalirated io (Normalirado a) 930 Temoer to (Tem~le a) 650 Enüiado en aire. 

TENS YlELD ELG RED BHN 

m1 m1 % % 
cwe i s r  ZND ~ R D  AVC 

80.91 54.38 29 54 164 

76.71 46.40 24 44 170 

0.206 0.902 0.028 0.015 0.444 0.044 0.054 0.001 0.037 0.004 75.84 45.97 26 47 168 


