
Industrial de Valvulas, S.A. de C. V. 
Al: de La Industria Lote 16 Fmcc. Industrial El Trebol -. . .. f.:; ,2 7 Tepotzotlf~n, Estado de Mexico C.P. 54600 

OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDING TO EN1020JrYPE 3.1) 

ASEGURAMIENTO D E  CALIDAD CERTIFICADO D E  CUMPLIMIENTO 
WE CERTIFY T H A T T H E  PRODUCT LISrED B E W W  WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR OUALITY SYSTCM AND KEOUIREMENTS GIVEN IN ONE OR MORE O F  THE 

FOLWWING STANDARDS LAST EDITION 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISE~AW. FABRICADO Y PROBADO DE ACUERW CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION ) 

- VALVE INSPECTION AND TESTING 
-METAL PLUG VALVES - FLANGED. THREADED AND WELDING 

ANSl B16-IO - FACE TO FACE AND END T O  END DIMENSIONS O F  VALVES ANSlB16-11 - FORGED FITTINGS, SOCKET - WELDING AND THREADED 
ANSI B16-34 - VALVES - FLANGED, THREADED A N D  W E W I N G  ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED. THREADED, 
MSS-SP6I - PRESSURE TESTING O F  STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC061A08MAB830000M 
(c6digo) 611 Fig. 5202 F UT WCB, API TRIM No.8 830000 Deseri~tion 

Descnpci6n C A S T  S T E E L  C A T E  VALVE 150 CLASS 
(VALVULA C O M P U E R T A  D E  A C E R O  FUNDIDO CLASE 150) 

VALVE WlTA LOW EMlSSlON CONTROL (.S PPM'S MAX.) WALVULA SUMINISTRADA CON CONTROL DEBUAS 
EMISIONES FUGITNAS (50 PPM'S M4X.) ) 

ITEM HEAT No. MATERIAL 
(PIUITE) (COLADA1 (ASTM) 

BODY WH34530 ASTMA-216NCB 
CUERPO 

BONNET WH34644 ASTM A-216iWCB 
BONETE 

WEDCE WH34619 ASTMA-2I6NCB 
DISCO 

f PRESSURETEST 
(PRUEBAS DE PRESION) 

HYDROSTATIC (PSI) 
(HIDROSTATICAI 

?,A!& BACK (-)' 
(SmT) 1 2 

450 450 N A  N A  

C MECHANICAL TESTS (PROPMECiUI'CAS) 

CHEMICAL COMPOSITION (%) COMPOSIC~~N QUIMICA (%) 

v c Mn P S Si Ni Cr M0 CU Cb 
0.215 0.859 0.035 0.017 0.421 0.079 0.022 0.001 0.028 0.005 

Nomalizated lo (Normalizado al 930 Temver to (Temole a) 650 Enfnado en aire. 
0.220 0.899 0.037 0.015 0.456 0.032 0.021 0.001 0.032 0.004 

Normalizaled lo  (Nomialirado al 930 Te-r to (Temple a) 650 Enñiado en aire. 
0.206 0.902 0.028 0.015 0.444 0.044 0.054 0.001 0.037 0.004 

N o m l h t e d  to (Normalizado a) 930 Temwr lo (Temple al 650 W a d o  en a k .  

T E N S  YIELD E L G  R E D  BHN 

KPSl KPSI % 
cm@ IST 2ND 3RD A V 0  

% 

73.81 46.98 25 50 166 

76.49 47.52 26 50 163 

75.84 45.97 26 47 168 


