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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
IACCORDING i<> FVlnZ04 FYPF 3 U - ~~ ~ 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DÉ CUMPLIMIENTO 
WE CERTIFY THATTHE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDINU 1'0 OUR QUALITY SYSTEM ANI) KEQUIREMENTS GIVEN IN ONE OR MORE OF THE 

FOLWWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTAUO ABAlO FUE DISENAW. FABRICADO Y PRDBAW DE ACUERUOCON NUESTRO SlSlEMA DE rALlDAD Y CON REQUISITOS ESTABLECIUOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE MSPECTION AND TESTING AP16D - PlPELlNE VALVES -CATE. PLUG. BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - SlEELGATE VALVES. FLANGED AND WELDING ENDS 
ANSIBIó-IO - FACE TO FACE AND END TO END DlMENSlONS OF VALVES ANSIBI6-11 - FORGED FIíTINGS, SOCKFT - WELDMG AND THREADED 
ANSlB16-34 - VALVES - FLANGED, THREADED AND WELDMG ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED. THREADED. 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

J 
FACIO-21 REV "Y 

CERTIFICADO POR CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

Part No. AC061AO8hZ4B830000M I 

?%Lo4 1 8k,CE 1 SlDE íihw)\ 
1 2 

450 450 N A  N A  

80 80 

(COdigo) 
Description 6" Fig. 5202 F UT WCB, API TRiM No.8 830000 

Desrripeion CAST STEEL CATE VALVE 150 CLASS 
(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 

VALVE WITH LOW EMISSION CONTROL (50 PPM'S M.) WALVULA SUMLNISTRADA CON CONTROL DE BAJAS 
EMIS~ONES F U G ~ A S  150 PPM'S w.) 1 

"EE,Ay,P,T,IO$ 
HYDROSTATIC (PSI) 

(HIDROSTATICA) 

PNEUMATlC (PSII 
\ 

(NEUMATICA) 

[ MECHANICAL TESTS (PRoPmCANiCAs) . 
TENS M E L D  ELG RED BHN 

WSl WSI % % 
ZND 3RD AVG c m @  isr  

83.38 50.03 2 6  4 8  1 6 3  

75.55 49.45 2 5  44 165 

76.13 47.71 2 5  4 8  166 

CHEMICAL COMPOSlTlON ('$6) COMPOSICI~N QUIhflCA (%) 

ITEM HEATNo. MATERIAL 
(PARTE) (COLADA) IASThC 

BODY WH34219 ASTMA-2161WCB 
CUERPO 

BONNET WH34032 ASTM A-2161WCB 
BONETE 

WEDGE WH34MS ASTMA-216NCB 
DISCO 

C Mn P S Si Ni Cr Mo V CU Cb 
0.224 0.920 0.030 0.011 0.487 0.019 0.019 0.001 0.029 0.004 

Narmalited to (Normalizado al 930 Temoer to (Temole a) 650 Enüiado en aire. 
0.195 0.941 0.033 0.010 0.397 0.017 0.060 0.001 0.033 0.003 

Nomlizated to (Normalizado al 930 Temwr to CTemle a) 650 Enüiado en aire 
0.197 0.899 0.030 0.011 0.396 0.019 0.025 0.001 0.029 0.004 

Nomlizakd to (Normalido a) 930 Temer to (Tem~le al 650 Emfrhdo en aire. 


