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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 

D 
(ACCORDIXC 'T0 EN10204 TYPE 3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO 
WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTIJRED AND TESTED ACCORDING TO OUR QUALITY SYSrFM AND REQIIIRLMENTS GlVEN IN ONE 0 R  MORE OF THE 

FOLLOWiNC STANDARDS LAST EDITION: 
(CERTIFICAMOS QlJE EL PRODUCTO LISTADO ABAJO FUE DISMADO. FABRICADO Y PROBADO DE ACUERDO CON NUESTRO SISTEMA DE CALIDAD Y CON RLQUISITOS ESTABI.ECIDOS EN UNO O MAS DE LOS SIGUIENTES 

ESTANDARES ULTIMA EDICION.) 

M I  598 - VALVE MSPECTION AND TESTING AP16D - PIPLLINEVALVES - CATE, PLUG, BALL ANDCHECK 
AP1599 -METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEEL CATE VALVES. FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END 70 END DlMENSlONS OF VALVES ANSIB16-ll - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSl B16-34 - VALVES - FLANGED. THREADED AND WELDING ENDS M 1 6 0 2  - COMPACT STEELGATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTMG OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC061A081MAB830000M e BACK SIDE s,Af,L& (Código) 6" Fig. 5202 F UT WCB, API TRIM No.8 830000 
P R E S S U R E  T E S T  
(PRUEBAS DEPRESION) (SEATI 1 2 

450 450 N A  N A  

80 80 

D e s c r i ~ t i o n  
Descripción CAST STEEL CATE VALVE 150 CLASS 

( V A L W L A  COMPUERTA DE ACERO FüNDlDO CLASE 150) 
VALVE LOW EMISSlON CONTROL (50 PPM'S MAX.) IVALVULA SUMINISTUDA CON CONTROLDE BAJAS 
EMlSlONES FUGITNAS (M PPM'S MAX.) ) 

HYDROSTATIC ( P S ~  
(HIDROSTATICA) 

P N E U M A T I C  (PSI) 
(NEUMATICA) 

L 

I MECHANICAL TESTS (PROPMEC/\NICAS~ 

TENS YIELD ELG RED BHN 

KPSl WSl % % 
m@ IST 2ND 3RD AVG 

71.51 49.59 2 8  4 7  165 

74.68 42.34 2 5  4 9  159 

83.81 49.74 2 7  5 6  162 

FACIO-21 REV '311 

C H E M I C A L  C O M P O S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTG DE CALIDAD Q U A L I n  ASSURANCE 

Je'ssicaeárcía 

ITEM HEAT No. M$IgM\AL 
(PARTE) (COLADA) 

BODY WH34612 ASTMA-216WB 
CUERW 

BONNET WH34752 ASTM A-216NCB 
BONETE 

WEDGE WH34373 ASTMA-2I6wCB 
DISCO 

V c Mn P S S i  Ni  Cr M 0  CU C b  
0.214 0.947 0.026 0.009 0.528 0.031 0.040 0.001 0.027 0.003 

Nomializated lo (Nomialirado a) 930 Temoer lo (Temole a) 650 Enfiada en aire. 
0.185 0.881 0.028 0.011 0.465 0.035 0.111 0.040 0.030 0.005 

Nomlizated 10 (Normalizado al 930 Temoer to (Temole al 650 E ~ d o  en aire. 
0.211 0.840 0.037 0.016 0.457 0.064 0.020 0.001 0.025 0.005 

Namalizated lo (Nomializado al 930 Tempcr lo (Temole a) 650 Enfiado en =M. 


