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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
(ACCORDINGrO EN10204 TYPE3.1) 

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPL.IMIENT0 
WECEKI'I1:Y THA'l THE PRODUCT LISTED BELOW WAS DESIGNED, MANLIFACTLIKED AND TESTED ACCORDING TO OUR QUALITY SYSTCM AND KtíJl!lllliMEN'l'S <;]VEN IN O N E O R  MOR¡: 0 1 :  IllFi 

FOLL.OWING STANDARDS LAST EDITION: 
(CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO. FABRICADO Y PROBADO DE ACUERDOCON NUESTRO SISTEMA DE CALIDAD Y CON REQUISITOS ESI48LEClDOS EN LINO O MAS DE LOS SIüLII1;NTES 

ESTANDARES ULTIMA EDICION.) 

AP1598 - VALVE INSPECTION AND TESTING API 6D - PlPELlNE VALVES -CATE. PLIIG. BALL AND CHECK 
AP1599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING API 600 - STEELGATE VALVES. FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE T O  FACE AND END T 0  END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTINGS. SOCKET - WELDING AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDING ENDS API 602 - COMPACT STEELGATE VALVES - FLANGED. THREADED, 
MSS-SP6I - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. AC061A08MAB830000M 
(Código) 

Descri~tion 6" Fig. 5202 F UT WCB, API TRIM No.8 830000 
D6cnp.ion C A S T  STEEI. C.4'1'1' \';\L\'E 150 CLASS 

(VAl.\'VLA COblPCEKl 'A DE .\CERO í l1NDIDO CI.ASE 1501 
VALVE W í M  LOW EMISSION CONTROL (M PPM'S M.) (VALVULA SUMINISTWDA CON CONTROL DE BAJAS 
EMISIONES RUCITNAS (9 PPM'S M.) 1 

I 
PRESSURE TEST 
(PRUEBAS DE PRESION) 

HYDROSTATIC (PSI) 
(HIDROSTATICAI 

PNEUMATIC IPSI) 
(NEUMATICA) 

\ 

MECHANICAL TESTS MECANICASI 

7 ,  í@$$f 
SIDE (mw)\ 

1 2 

TENS YlELD E L G  RED BHN - 
KPSI KPSI vm % 

CW@: IST 2ND 3RD AVG 

71.51 49.59 2 8  4 7  165 

77.87 48.72 2 8  48 165  

81.78 45.82 2 8  5 5  1 6 7  

FACIO-21 REY "Y 

CHEMICAL COMPOSITION (%) COMPOS~CION QUlMlCA (%) 

450 450 N A  N A  

80 80 
2 

CERTIFICADO POR: CERTIFIED BY : 
ASEGURAMIENTO DECALIDAD QUALITY ASSURANCE 

P 
ITEM HEAT NO. MATERIAL 

(PARTE) (COLADA) 1ASTMI 
BODY WH34612 ASTM A-2IbIWCB 

CUERPO 

BONNET WH34784 ASTMAJIUWCB 
BONETE 

WEDGE WH34222 ASTMA.2lóiWCB 
DISCO 

C Mn P S Si Ni Cr Mo V CU Cb 
0.214 0.947 0.026 0.009 0.528 0.031 0.040 0.001 0.027 0.003 

Nomlirated to (Nomializ~do al 930 Tempcr Lo (Temole a) 650 Enfriado en aire. 
0.204 0.938 0.032 0.017 0.470 0.019 0.035 0.001 0.037 0.004 

Nomalizated to INomialimdo al  930 Tem~er to (Temple al 650 Enfñado en aire. 
0.212 0.900 0.030 0.014 0.442 0.136 0.261 0.028 0.033 0.001 

Nomaiizated lo Momialirado a) 930 Tem~cr to (Temole al 650 Enfnado en aire. 


