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OUALITY ASSURANCE CERTIFICATE OF COMPLIANCE 
IACCORnlNCTO FN102II4T\.PF 1 I l  

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED. MANUFACTURED AND TESTED ACCORDING TO OUR QUALITY SYSI'EM AND REQUIREMENTS GlVEN IN ONE OR MORE OF THE 
FOLLOWMG STANDARDS LAS7 EDITION: 

(CERTIFICAMOS OUE EL PRODUCTO LISTADO ABAJO FUE DISERADO. FABRICAW Y PROBADO DEACUERW CON NUESTRO SISTEMA DECALIDAD Y CON REQUISITOS ESTABLECIDOS EN UNO O MAS DE LOS SIGUIENTES 
ESTANDARES ULTIMA EDICION.) 

API 598 - VALVE INSPECTION AND TESTMG API 6D - PlPELlNE VALVES - GATE, PLUG, BALL AND CHECK 
API 599 -METAL PLUG VALVES - FLANGED. THREADED AND WELDING AP1600 - STEELGATE VALVES, FLANGED AND WELDING ENDS 
ANSlB16-10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES ANSlB16-11 - FORGED FITTMGS, SOCKEI - WELDMG AND THREADED 
ANSI 816-34 - VALVES - FLANGED, THREADED AND WELDWG ENDS API 602 - COMPACT STEEL CATE VALVES - FLANGED, THREADED, 
MSS-SP6I - PRESSURE TESTMG OF STEELVALVES WELDING AND EXTENDED - BODY ENDS 

P a r t  No. AC061A08MAB830000M 
(Codigo) 

D e s c r i ~ t i o n  6" Fig. 5202 F UT WCB, API TRIM No.8 830000 
Descripción CAST STEEL GATE VALVE 150 CLASS 

( V A L W L A  COMPUERTA DE ACERO FUNDIDO CLASE 150) 
VALVE Wmr M W  EMISSIONCONTROL (M PPM'S MaX.)(VALI.'K%A SUMIIYISTR*DA CONCONTROL DE M A S  
EMISIONES FUGITIVAS (54 PPM'S MAX.) ) 

SHELL BACK SlDE (-1 ~E!B%%?$!%? 1 (CASCO) 1 (SEATI 1 2 

I HYDROSTATIC (Psn I 450 

450 
(HIDROSTATICA) N A l  ( P N E U M A T I C  (PSll  

N~.,,."bT,,-A, I 

I 

ITEM HEAT NO. MATERIAL C P S v m1 KPSl % % 
(PARTE) (COLADA) 1ASTM) M n  s i  Ni CI M 0  CU C b  CW@; IST 2ND 3RD AVG 

BODY WH34266 ASTM A-216IWcB 1 0.219 0.877 0.032 0.016 0.453 0.057 0.023 0.001 0.029 0.003 1 81.64 42.78 29 4 8  163 

- -- - 

MECHANICAL TESTS (PRO? MECANICAS) 

C H E M I C A L  C O M W S I T I O N  (%) COMPOSICI~N QUIMICA (%) 

FACIO-21 RfV "3" 

CERTIFICADO POR CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

TENS YIELD ELG RED BHN 

CUERW 

BONNET WH34151 ASTM A-216NCB 
BONETE 

WEDGE WH34721 ASTM A-216IWCB 

Noml'irated to (Nomalirado al 930 Temoer to (Temple a) 650 Enfnado en aire. 
0.196 0.852 0.027 0.011 0.458 0.125 0.017 0.000 0.027 0.005 

Nonnalirated to (Normalizado a) 930 T e m r  to (Temple a) 650 Iifnado en aire. 

0.203 0.938 0.031 0.014 0.404 0.031 0.032 0.001 0.029 0.005 

76.42 50.17 3 0  4 7  165 

76.95 50.83 2 8  47 155 


