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(4CCOKUINC, 7 0  LilU204 I Y P F  3.1) 

ASEGCiRiMIENTO DE C46,IDA.D CEKTlFlC \DO DE CUiLIPLIMIEk IO 
WE CER'UFY THAT Tt lE  I-'RC\DLC'T' LíSTED BELOW WAS DESIGNED, MANUFACTURED AND 1-ES I'I'D .~ \ i 'C 'O l IDI~G TO OL'R QUALll Y S\  STtVl  i\hD !iEQliiiiC\.1ENTS (;lb E k  1N O ' v t  tfJ< '!ORE OF Tt lE 

FOLLOWING STANDARDS LAST EDITION: 
(C'liR1 IFI('Ab1OS u111 LI. I'RODUCIO LISfADO ABAJO FUE D~.)ENAUO. TABRI('AD0 Y PROBAIIO Db AC i:t:t<I)O ( ' O N  NlJESlKO SIS.SEMI\ DE CAl.ii)Al) Y ( Oh I11:QUISI IOb EST~\tILLC'IUOS t:N IJRU O hlAS 111: 1.0s SIGUIEN 1 E 5  

ESTANDARES ULTIMA EDICIÓN.) 

AP1598 - VA1 .VE INSPECTION AND TESTING A P l 6 D  - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK 
AP1599 - METAL PLUG VALVES - FLANGED, THREADED AND WELDING APl6OO - STEEL CATE VALVES, FLANGED AND WELDING ENDS 
ANSi Ei6-IO - F/\C'E T 9  FACE AND END TO END DIMENSIONS OF VALVES ANSI B16-11 - FORGED FI'TTINGS, SOCKET - WELDiNG AND THREADED 
ANSI B 16-33 - VALVES - FLANGED, THREADED A k D  WEI,DING ENDS AP1602 - C0;vlPAC'T S'I'EEI- CATE VALVES - FLANGED, 'THREADED, 
MSS-SP61 - PRESSURE TESTING OF STEEL VALVES WELDING AND EXTENDED - BODY ENDS 

Part No. ACO61AO8MAB790OOOM 
(Cbdigo) 

Descriprion 3" Fig. 5207 l1i '¿;T TVCR, -4Po 'TRIM No.8 798000 
Descripción CAST STEEL CATE VALVE 150 CLASS 

(VALVULA COMPUERTA DE ACERO FUNDIDO CLASE 150) 
\.ZI,\JE ~lA?l:!: . . l ("l~l iRIiI> TO R1EET LOW rLlGlT1:'E EMISSION (50 PPIL'S M A X )  & N.4CE SEHVICE MR-01-75 (VAI.\'I'I.,\ 
SULMINISI'IL-ZU~~ COA C:UXTROI. DE BAJAS ElVIlSIONES FUGITIVAS 50 PFhZ'S MAX.) Y PAR4 SERVICIO NACE MK-01-75 ) 
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MECHANICAL TESTS MECANICAS) 
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- , O ZU4 0 990 0.028 0 O i  1 C. sG8 0.0i4 0 057 0 010 0 028 O 006 
Nonnalizated to (h'0nllaii~ddO a) 930 Teinper to (Temple a) 630 Enfriado en aire 
0.i9b í) 921 0.026 0.0!3 0.473 0.0i7 0.017 O.oG! 6.924 0.003 
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CERTIFICADO POR CERTIFIED BY : 
ASEGURAMIENTO DE CALIDAD QUALITY ASSURANCE 

YOLANDA PONCIANO 

Nonnalizatcd to (Normalizado a) 930 Tcinper to (Teinple a) 650 Eiifi lado en aire 
0.1 89 0.980 0.026 0.019 0.438 0.01 8 0.027 0.001 0.032 0.003 

Normalizated to INormalizado a) 930 Teinper to (Temple a) 650 Cooled in air (Enfnado en aire ) 

n , 

168 

75.84 47.42 24 44 156 
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